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NOTICE 

When U.S. Government drawings, specifications, or other data are used for 
any purpose other than a definitely related Government procurement operation, 
the Government thereby incurs no responsibility nor any obligation whatso- 
ever, and the fact that the Government may have formulated, furnished, or 
in any way supplied the said drawings, specifications, or other data, is not 
to be regarded by implication or otherwise, or in any manner licensing the 
holder or any other person or corporation, or conveying any rights or 
permission to manufacture, use, or sell any patented invention that may in 
any way be related thereto. 
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FOREWORD 

This report covers the work performed under Contract F04611-76-C-0058, 
"Nitrogen Trifluoride (NF3) Oxidizer Systems Design Criteria," performed by 
the Aerojet Liquid Rocket Company at Sacramento, California 95813 for the 
Air Force Rocket Propulsion Laboratory, Edwards, California 93523. The 
performance period covered from 1 August 1976 to 30 November 1977 and 
documents the work conducted as Phase II of the contract. 

The program Manager is Dr. S. D. Rosenberg; the project manager and princi- 
pal investigator is Dr. E. M. Vander Wall. The work conducted in Phase II - 
Compatibility Determinations was performed primarily by R. L. Beegle, Jr., 
Senior Chemist, J. A. Cabeal, Associate Chemist, R. K. Schaplowsky, 
Associate Chemist, T. A. Freitag, Engineer and R. E. Anderson, Chemistry 
Specialist. Technical advice was supplied by G. R. Janser, Engineering 
Specialist for Metals, and J. J. Shore, Engineering Specialist for non- 
metallic materials. 

The program was adminstered under the direction of the Air Force Rocket 
Propulsion Laboratory, Lt. William T. Leyden III, Project Manager. 

This technical report is approved for publication in accordance with the 
Distribution Statement on the cover and on the DD Form 1473. 

William T. Leyden III, 
Project Manager 

Forrest S. Forbes, Chief, 
Propel 1 ant Systems Section 
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EDWARD E. STEIN, GS-15 
Deputy Chief, Liquid Rocket Division 
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film evaluations.    Five common contaminants were included in the tests in 
order to determine their effect on chemical compatibility.    Static exposure 
conditions ranged In temperature from 195 to 344 K and In pressure from 
3.45 to 17.24 mm, <:—*- -^ 

None of the metals tested exhibited corrosion penetration rates of greater 
than 1 mil  per year during a 270 day exposure period when exposed to the 
NF3; however the presence of HF or H2O enhanced the corrosion rates signifi- 
cantly.    Of the non-metals investigated, the fluorocarbons exhibited the 
best compatibility with NF3. 

Under load-conditions several of the metals were found to be susceptible to 
stress corrosion cracking.    Under dynamic conditions, nickel, Inconels, and 
the 300 series stainless steels were found to be suitable metals for use 
with NFo. 
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1.0 INTRODUCTION 

The objective of the "Nitrogen Trifluoride (NF3) Oxidizer Systems 
Design Criteria" program. Contract FG4611-76-C-0058, is to obtain compati- 
bility and safety data and to prepare a comprehensive Design Criteria Hand- 
book for NF3 reactant systems.    To attain the program objective, this program 
is conducted in three phases.    Phase I consisted of a literature search and 
data assessment; Phase II consisted of experimental compatibility deter- 
minations; and Phase III consists of formulating information obtained from 
Phases I and II into a nitrogen trifluoride design criteria handbook.    The 
work conducted as Phase I of the program was incorporated in the report 
AFRPL-TR-76-75 "Nitrogen Trifluoride (NF3) Oxidizer Systems Design Criteria", 
Phase I - Technical Report, Aerojet Liquid Rocket Company, Sacramento, 
CA 95813 (September 1976).    The work conducted as Phase II of the program 
is the subject of this report.    The work conducted as Phase III of the 
program will be incorporated in USAF Propel 1 ant Handbooks AFRPL-TR-77-71, 
"Nitrogen Trifluoride Volume III, Part A, Systems Design Criteria" Aerojet 
Liquid Rocket Company, Sacramento, CA and in AFRPL-TR-77-72 "Nitrogen 
Trifluoride, Volume III, Part B, Bibliography" Aerojet Liquid Rocket 
Company, Sacramento, CA. 

This report is organized in the following manner:    (1) Introduction, 
(2) Experimental Results and Discussion, and (3) Conclusions. 
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2.0        EXPERIMENTAL RESULTS AND DISCUSSION 

The objective of this program is to obtain compatibility and safety 
data for nitrogen trifluoride usage and to prepare a comprehensive Design 
Criteria Handbook for nitrogen trifluoride reactant systems.    The work 
conducted in Phase II of the program involves experimental compatibility 
determinations which are documented in the report.    There are twenty-nine 
metallic materials included in the program: 

Stainless Steels 301  (Cryoformed), 303, 304, 304L, 316L, 321, 
347, 17-4PH, A-286 

1010-1020 Steel 

OFHC copper, annealed 

Aluminums 2219 T-87, 6061 T-6, 1100, 2014 

Nickels 200 annealed, 270 annealed 

Monel 400, annealed 

Inconels 718 STA, 625 

Titaniums 6A1-4V STA, 5A1-2.5 Sn ELI 

CRES Nitronic 40 

Maraging Steels 200 and 250 

Beryllium Copper 

Carpenter Custom 455 

Aluminum Bronze 623 

Tungsten 

Narloy A 

There are twenty-two non-metallic materials included in the program: 

; 

Viton 

Polytetrafluoroethylene 

FEP Teflon 

PFA Teflon 

Kel-F ,81 CTFE 

Rulon (CaF2-Fined) 

Neoprene 

Tygon 

Mylar 

Lucite 

Epoxy (EA-934) 

Fluorosilicone elastomer Silastic LS53 

Polyethylene 

Polypropylene 

Kevlar 

Carbon (CDJ-83) 

Carbon (CJPS) 

Krytox 

Vacuum Stripped Krytox (3L-38RP) 

Fluorosilicone (FS 3451) 

Dry Powder TFE (MS-122) 

Kalrez (Dupont ECD-006) 

■^ ■■ -■'■- ■ ■ ■■-'■ 
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2.0, Experimental Results and Discussion (cont.) 

There are five material contaminants included in the program: 

Fingerprints 

Petroleum Jelly 

Light weight machine oil 

Brazing Flux 

Fluorocarbon Oil (FC-75) 

Twelve types of tests were used to obtain the necessary design 
criteria data. They are: 

Cleaning and Passivation 

Static Tests 

Fracture Mechanics/Toughness Tests 

Flow Tests 

Adiabatic Compression Tests 

Mechanical Impact Tests 

Flow Impact Tests 

Screening Tests 

Disposal Tests 

Propel 1 ant Analyses 

Water Hammer Tests 

Passivation Film Evaluation Tests 

This section of the report is presented in the following order: 
(1) Cleaning and Passivation Pretreatment of Materials, (2) Static Tests, 
(3) Fracture Mechanics/Toughness Tests, (4) Gaseous Flow Tests, (5) Adia- 
batic Compression Tests, (6) Mechanical Impact Tests, (7) Flow Impact 
Tests, (8) Waste Disposal Tests, (9) Nitrogen Trifluoride Analyses and 
Compressibility Factors, (10) Water Hammer Tests, (11) Nature and Rate of 
Formation of Passivation Films, (12) Solubility of Passivation Films in 
Liquid NF3, (13) Effect of Contaminants on Metals, (14) Effect of Impurities 
on NF3 Compatibility, and (15) Gaseous Corrosion Rates of Metals Under 
Flow Conditions. 
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2.0, 

2.1  CLEANING AND PASSIVATION PRETREATMENT OF MATERIALS 

The objective of this task was to establish at the outset of 
the experimental program the proper procedures for cleaning and passivating 
materials prior to testing, to verify the validity of the test procedures, 
and to identify any gross incompatibilities which might exist between nitro- 
gen trifluoride and the selected materials. 

2.1.1  Cleaning and Passivation Pretreatment of Metals 

The purpose of this task was to establish early in the 
experimental program the appropriate procedures for preparation of the metal 
surfaces prior to exposure to nitrogen trifluoride for prolonged periods of 
time. The two factors which required investigation were: 

(1) The effect of cleaning and pickling on metal/ 
nitrogen trifluoride compatibility and 

(2) The effect of pre-exposure to nitrogen trifluoride 
as a passivation step and whether this type of 
"passivation" is necessary to establish chemical 
compatibility between nitrogen trifluoride and 
metals. 

2.1.1.1 Cleaning Procedures for Metals 

The metal 
according to two procedures whi 
sists of a detergent wash using 
washing is followed by degreasi 
rinse, an additional rinse with 
specimens for 4 hours at 333K ( 
immediately in a vacuum flask a 
oxidation of the samples. The 
the first procedure plus immers 
solutions, followed by a deioni 
and a final drying under vacuum 

specimens used for testing were cleaned 
ch are as follows. The first procedure con- 
Turco Plaudit as the detergent. The 

ng in an isopropanol bath, a deionized water 
isopropanol and then vacuum drying the 

140F). The 1010 steel specimens were placed 
fter the last isopropanol rinse to minimize 
second procedure involves all the steps of 
ing the specimens in appropriate pickling 
zed water rinse, then an isopropanol rinse 
at 333K (140F). 

The pickling solutions are defined for the various 
materials in Table 2.1-1.    Because the Monel 400, Nickel 200, and Nickel 270 
appeared to have traces of copper on the specimens after pickling in the 
specified solution, the specimens were momentarily dipped in the pickling 
solution used for the 300 series stainless steels to remove the trace of 
copper.    The pickling solution recommended by the manufacturer for the 
maraging steels was totally inadequate.    Its use produced a tenacious smut 
on the metal specimens which was removed by hydrohoning with glass spheres. 

mm ^ 
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TABLE 2.1-1 

PICKLING SOLUTIONS USED FOR VARIOUS 
METALLIC SPECIMENS 

Materials 

300 Series Stainless Steel, 
17-4 PH. 
Nitronic-40 
A-286, Carpenter Custom 455 

2219 Aluminum 
6061 Aluminum 
1100 Aluminum 
2014 Aluminum 

Inconel 625 
Inconel 718 

Monel 400 
Nickel 200 
Nickel 270 

6A1-4V Titanium 
5A1-2.5 Sn Titanium 

1010 Steel 

0FHC Copper 
Beryllium 

Maraging Steels 

Aluminum Bronze 

Pickling Solutions and Procedure 

10% HNO3, 
4% NF, 

86% H2O, 
Immersed Specimens for 5 Minutes G> 110oF 

3.5% of 85% H3PO4, 
2 grNa2Cr207-2H20 per 100 ML Sol'n 
96.5% H2O 
Immersed Specimens for 5 Minutes 0 2120F 

10% HNO3, 5% HF, 85% H2O 
Immersed Specimens for 5 Minutes @ 110oF 

50% HC1  (20oBe) 
3g CuCl2 per 100 ML of Sol'n 
50% H2O 
Immersed Specimens for 5 Minutes G» 180oF 

20% HNO3, 1% HF, 79% HgO 
Immersed 6Al-4VTi for 15 Minutes G> 120oF 
Immersed 5A1-2.5 Sn Ti for 5 Minutes 

9 120oF 

8% H2SO4 (66° Be). 3% HF. 89% H20 
Immersea Specimens for 5 Minutes @ 120oF 

75% HC1 (20° Be), 25% H2O 
Immersed Specimens for 2 Minutes at 

Room Temperature 

18% H2SO4, 82% H20 at 150-160oF 
Immerse Specimens Until Clean 

4-15% H2SO4 (1.83 SP GR) by Volume 
Remainder H2O, Immerse Specimens 1/2 to 

15 Minutes at Room Temperature to 140oF 

m***» 
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2.1, Cleaning and Passivation Pretreatment of Materials (cont.) 

2.1.1.2 Passivation Procedures for Metals 

With regard to passivation, the degree of prepassiva- 
tion that is required in NF3 systems was not adequately defined. It remained 
to be demonstrated that self-passivation occurs on clean surfaces at appro- 
priate reaction rates. From an operational standpoint, it is desirable 
that the treatment can be accomplished with the NF3 itself. It is also 
recognized that such treatments are normally conducted at a temperature above 
the designed use temperature when it is practical to do so. Based on the 
foregoing, metal specimens were subjected to three conditions with regard 
to passivation: (1) no pretreatment, (2) exposure to NF3 vapor at a few 
atmospheres pressure for at least two hours at room temperature, and 
(3) exposure to F2 vapor at a few atmospheres pressure for at least two 
hours at room temperature. 

2.1.1.3 Test Apparatus and Procedures 

The metals specimens were tested in the form of 
coupons which were 4.45 cm (1.75 in.) long, 1.59 cm (.625 in.) wide, and 
the thickness varied from 0.025 to 0.318 cm (.010 to .125 in.). Two 
holes, 0.318 cm (.125 in.) in diameter were drilled in the coupons so 
that they could be held in position during exposure to the nitrogen 
trifluoride. The rack with the specimens is shown in Figure 2.1.1. The 
racks were inserted into containers which were fabricated from 5.1 cm 
(2 in.) diameter 304L pipe and a pipe end-cap. A stainless steel bellows 
valve was welded to the other end cap and this assembly was welded to the 
5.1 cm (2 in.) diameter pipe after the rack was in place. An internal 
and external purge of argon was maintained during the final welding opera- 
tion. The test container was leak-checked by pressurization with helium, 
then evacuated to less than 1 mm (Hg) pressure and filled through the valve 
with the desired gas. A photograph of a test container is shown in Figure 2.1.2. 

The aluminum alloy specimens were not 
described above but were positioned between two slotted Tefl 
then inserted into a container fabricated from 1.9 cm (.75 i 
304L pipe with an end cap. The pipe was then sealed by weld 
other end cap to which a .64 cm (.25 in.) diameter 304 fill 
attached. The welding was conducted as described for the 5. 
diameter containers. After leak checking and subjecting the 
the desired pretreatment, the tubes were filled with the des 
of nitrogen trifluoride, by condensation in liquid nitrogen, 
contents were immersed in the liquid nitrogen, the fill tube 
and then welded. The container is shown in Figure 2.1.3. 

loaded as 
on plugs and 
n.) diameter 
ing on the 
tube was 
1 cm (2 in.) 
contents to 
ired quantity 
While the 

was crimped 

The test matrix for screening the metal/nitrogen 
trifluoride interactions is presented in Table 2.1-2. The F2 passivation 
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Cloaniiic) and PasslvdUon Protrpatment of Materials (rottl.) 

treatment Is considered to be the most rigorous possible and undeslrablo 
from an operational viewpoint. Therefore It Is used only In conjunction with 
the rigorous cleaning procedure which includes the pickling step. The 
"non-treatment" and NF3 passivation are evaluated In conjunction with both 
the abbreviated and rigorous cleaning procedures. The Nr3 passivation treat- 
ment with rigorous cleaning procedure as appropriate with all the candidate 
metals Is used In the program as the baseline condition in the metal screening 
tests at 223K (-50 C). Selected metal specimens were used In evaluation 
of the effectiveness of "non-pass1vated"-abbrev1ated cleaning, "non- 
pass1vatedM-r1gorous cleaning, NF3 passlvated - abbreviated cleaning, and 
f7 passlvated - rigorous cleaning procedures. The selected metal specimens 
Include a representative of each class of candidate metals: an austenltlc 
stainless steel, 17-4 PH, an Inconel, Monel 400, Nickel 200, an aluminum 
alloy, T1 6A1-4V, Cu OIIIC and 1010 steel. The metal specimens In each 
test apparatus during the 30-da.v exposure were grouped In accordance with 
their pre-test treatments In order to eliminate any cross-contamination. 
Control tests were conducted with 304 specimens In 3041. containers to 
verify that metal/metal Interactions did not occur in the gauged metal 
specimen tests. 

The majority of the tests were conducted at 223 K 
(-60 C) in order to evaluate the material compatibility under a "worst case" 
condition in the liquid phase, the nitrogen trifluoride critical temperature 
is 233 K and the vapor pressure of nitrogen trifluoride at 223 K Is 
approximately 3.46 MN/ni'' (500 psia). To assess the effect of temperature - 
on the material compatibility In the vapor phase, one series of tests was 
included in the matrix at conditions of 3.45 MN/nK (500 psia) and 344 K (160 1) 

The 223 K (-50 C) temperature environment was achieved 
by injecting liquid nitrogen into an insulated box which was fitted with an 
internal circulating fan. A helium-gas thermometer in connection with a 
l)-tube containing mercury which opened and closed contacts of an electrical 
relay was used to operate a solenoid valve which controlled the coolant flow. 
The temperature was maintained within *_ 3 K of the desired temperature. 
The 344 K (160 F) temperature environment was achieved by use of a circulating 
air oven which was controlled to within + 1 K. 

2.1.1.4 Test Results 

The tests reported in this section were all conducted 
with the same cylinder of NF3 and Its analysis is reported in the tabula- 
tion presented in Table 2.1-13. All the tests were conducted in sample 
bombs fabricated from 304L stainless steel as described in the previous 
section. 

II 
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2.1, Cleaning and Passivation Pretreatment of Materials (cont.) 

One series of tests was designed to obtain informa- 
tion early in the program as to the general corrosive nature of the NF3 
towards the various metallic materials. The metal specimens used in the 
tests were cleaned and pickled with the appropriate solutions as shown in 
Table 2.1-1 and then subjected to nitrogen trifluoride vapor exposure at 2 
atmospheres for at least two hours before the sample bombs were loaded 
with the required quantity of nitrogen trifluoride. The data which are pre- 
sented include the type of specimen, its surface area, weights, calculated 
average corrosion penetration rates in both the S.I. units of picometers/ 
sec (pm/sec) and English units of mils per year (mpy), and visual obser- 
vations. The data from the test series are presented in Tables 2.1-3, 2.1-4, 
and 2.1-5. The several metallic specimens were grouped into a single test 
bomb for each specific exposure condition; the specimens listed in each 
table were in the same test bomb. The two exposure conditions indicated 
in Tables 2.1-3 and 2.1-4 are due to the fact that the initial exposure was 
at 223 K, but the bombs were stored following the initial exposure in a 
dry-ice environment, 195 K prior to the opening. 

The significant items to note from the data in 
Tables 2.1-3, 2.1-4 and 2.1-5 are that (1) in general no catastrophic corrosion 
occurs in either the liquid/vapor or vapor only exposure at 233 K, the weight 
losses for the titanium alloys correspond to a corrosion rate of less than 
0.2 pm/sec (0.2 mpy) in the liquid/vapor exposure and to a rate of .03 
pm/sec (0.04 mpy) for the vapor exposure, the other materials exhibited 
rates which are an order of magnitude less; (2) in the vapor phase at 
344 K (160 F) the titanium alloys exhibited a corrosion penetration rate 
of .16 pm/sec (0.2 mpy) and all the other materials were at least an order 
of magnitude less except for the 17-4 PH which exhibited a rate of .73 pm/sec 
(0.9 mpy). The behavior of the 17-4 PH may be an anomaly which is resolved 
by the long-duration static tests. 

The next series of tests was designed to assess the 
merit of pickling the cleaned parent materials prior to exposure. The 
samples used in the test series were not highly oxidized in their as- 
received condition and were cleaned by the procedures described in 
Table 2.1-1. The data are reported in Tables 2.1-6 and 2.1-7. The data indicate 
a general trend that the weight losses were very slightly less with the 
materials which were subjected to the pickling procedure, A comparison of 
the data in Table 2.1-3 in which case the samples were cleaned, pickled 
and nitrogen trifluoride passivated with the data in Table 2.1-8 in which 
parent metal specimens were cleaned and nitrogen trifluoride passivated, 
but not pickled confirms the general trend of a very slight improvement in 
corrosion resistance. The benefits of the pickling procedures are best 
demonstrated for the titam'iim alloys in which case a significant improvement 
is apparent. 
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2.1, Cleaning and Passivation Pretreatnient of Materials (cont.) 

The effectiveness of the "passivation treatment" can 
be assessed by comparison of the data in Tables 2.1-3, 2.1-7, and 2.1-(). Only 
parent material specimens were used in the tests reported in Tables 2.1-7 and 
2.1-9. From the data it is apparent that the rigorous fluorine passivation 
(Table 2.1-9) does not significantly alter the corrosion resistance compared 
to the nitrogen trifluoride passivation (Table 2.1-3), and neither one of the 
"passivation treatments" exhibits a significant improvement in corrosion 
resistance over the "non-passivated" specimen tabulated in Table 2.1-7. It 
must be kept in mind at this point that the presence of a "passivation-film" 
as a result of pre-exposure was not experimentally determined. 

In order to determine if the presence of many 
different materials within a sample bomb can lead to metal/metal interac-
tions which will bias the inherent compatibility of a material with NF3, a 
series of tests was conducted with aluminum alloys in contact with and 
electrically isolated from 304 stainless steel specimens under the exposure 
conditions already described in the previous test series. The data from 
the tests is presented in Table 2.1-10. 

The data indicate that there is no significant 
difference in the weight losses that are measured for the aluminum speci-
mens in contact with the 304 stainless steel and the aluminum specimens 
that are isolated from the 304 stainless steel. The electrical isolation 
was achieved by placing the ends of the coupons in slots between two 
Teflon plugs. 

Finally a test series was conducted in which only 
304 stainless specimens were exposed to nitrogen trifluoride under various 
conditions in 304-L test bombs. The data are presented in Table 2.1-11. 
The weight loss values do not differ significantly from the values obtained 
with 304L specimens used in the multicoupon exposure tests. The welded 
samples generally exhibit a greater weight loss than the parent samples, but 
no significant corrosion occurs. 

A statistical analysis of the weight changes which 
all parent metal specimens exhibited after exposure to the liquid/vapor 
phase nitrogen trifluoride at 233 K was conducted as a function of the 
pretreatnient given prior to exposure. The titanium alloys were analyzed 
separately because of the large weight losses they incurred in comparison 
with all the other metal specimens. The results are presented in Table 
2.1-12. 

19 



■BHnnREir""v" -" 

CL        3 

1 

C5 
O 

CO u_ 

r— K ■    • 

• t— O   OJ CM »—« Q.^ z •O -« 
ijj > o 
_J u. ■O Q. 
QCl o 
? >- crx3 

<ü t) tO fl 
Of tu OJ w 
lb c i- in 

frl >y ■M ■M 

c c c c x: 
OJ 0 0) CT 
w i- rt3 
m fD *-' a) 
Q Cl i/l CL |A 
Cl a a. 
■u ti 1 ra P 
Q 5 O o ai 
a* rr LT) ■ .=- 
ro ro UJ m ro 
9 O o O o B o o O o 

tu      4-»      ••- 

en       a» 

13 o o 
(11 o. T-! 

■B 01 ■fj (1J 
•a ro JZ 

E W 
*d >> o ■r- 

ro E 
yi E o c 
o Bi rO 
A +-> 
ai o >> 
TJ •M rO ^ g 

■c 5 cr *-> 
o o x: 

■; 

U ^ r— 
f— r— I- 

O 
O 

CO 

<: 
Q. 

o 

5 o 
o o o o o     o 

§o     o o     o a     o     o 
s s o     o o     o 

CO ai CO p— 

«r c^ CO O") • • § 
CJ 

oo o * 
C\J f— r— 

1 

a' UJ 
=> s: */) <—> o o 
a. UJ x a. 
LU (•) 

< 
O 

<Ni     ! 
f- o 

* 
c in 
OJ 1 ■ ■ ft 1,, 

■ ! 
a» 11 
ex <-> 
t/i 

H- ' 

'■ Ei ml 

C\J g O CNJ o o 
CM s O 

U3 
o 

OT ^ «J «a- in KT ^f «^f ^r rs ^r ^r ■a- • 

Q Q;        ^        ^ 

f— r— (\J 

CO r— t-r ^-r 

ar 
c I 

r— r- O 

+-» r— a. 

20 

L- ■..   ■■■■■.  .... ,.,^,....-u.>-,...-. a mriiiiÜMiiiiii -->'-''• :to,a,A.».a„w.>.^».^^. 



^SHBS ^.I_i^*' 

CO 
>- 
o 
_i tn 
_j z < o 

I—t 

s: i- 
^ ■-' 
z o 

o 
I 

03 < 

z: o 
=) o 
_i 
< 1/7 

3 
X o 
1- »—t 

t—t CÜ 
3< > 
UJ 
Q H- 
►—« er. 
o: 
O —I 
rj UJ 
_i UJ 
Li. H 
►—H ^0 
n: 
I- i^ 

C/l 
z: UJ 
LU _J 
UJ z 
o »—t 

Q! <■ 

1- h- 
t-H i^ 
z 

«* 
Ü. o 
O ro 
>- s: 
h-O 
l—t en 

CO o 

5  j 

21 
(1   17 

Q r- 

)  r- O   O   I 

C   L.   i 
ID   ill   Oi Or  ( 

>  10 r- 

c c c 
OJ OJ   01 
L W.   I- 

Q. a. o. 

j   CJi fc   CT Oi 
i ■—   L. ■>-   t. 

CV        Q a ti ii ti        u. u. [ 
"^"O^i^        4hiij>i       ns  v  its        *i  io * 

liaia lil ^ss sgj 

■ C t u i^ ■ "O n <o m 
1 a a a. a 

a a a. ci 

SS   £SS 

'  *-* Q. O. 

c c ■«- 

S|| 
«■Dm 
o. a, ^ 

SSSSi SSi 

o o o o o 

^i        OOOOO        COoO 

o o o 
3SS   SS 
O O D        O O coo     o o     o 

o a ö     o ö c 
Q O   O r-   O — ^o     —oo      — — O Q O        O — O 

■"- O — "• 
C   fc) U ^   •-' 

M • a # S 
•J   4i O 4»   UJ 

■    .y   . ■ —    I 
i a +-■ a la 

Ill  Q —   O O 
:» K t/i z z: III 

O- en r^i 

888 

,§§,   §§§ iii i 
lOOl      ooo     ooo     o 

•—CMiTlvO1^        <♦ tf> r« 

iß-— UOrOCO        f^tvir^ 

OOO O O O ggg   8^ 
ooo     o c 

t^ r- aa      co «J 

~ ^- Ul        0* •: 

- co cO op      S S ° 

-   r- O O f O O ^   r-   - 

- t» O        VO - > <£> VO        O O — 

CO CO c 

OOCM      oo — —'^     oo- 

3m      ooor-.^u-'      Q 

l vü        — CT> CO 0"  — 

._        ^- — OO—        OO—        OO 

\0        O fv, CO CJ 0 

ii o 
n UT      (sj tsi m 

TO ^t  *t  O— — -^-*I«J-O     ^two I W O        — — O >; 

< < 
Q I 
S O 
O 00 
O "-• 

UJ o 
x as 
I- < 

O I— 

u +->  u *-> 
m  « rrj ^j 

coco 
*J — -M — 
CO CO 
O v        O v« 

: o      c "o      co 

< < 
O I— 
>-> z. 
Q O 
Z O j a. z      o a. : j a. E      o ct j 

4J   aL  ^-i        aj  I 
C ■—   fl c   ' 

i g> jl  41  ft)  M lLi(b(0 OlOItt 
a.a.Q.0.0-     9 dl a     aasa 

J +J        T3 -O « 

I   I« 

c 

^ o " u. 

u.1^ oico iD tf cu CO CD IT' u^ 'JO vO tc to u> 

a. o. o. o. o. 

<J> (J-, r«  ^ 

IKS §S5 - iD i*3 «f 
■i >-; t-> ..■; 

21 

i^.fojiaS^jdVii* 



1#1(.-J      i' W>»jl IV.WII.W  «I"»   -"I    «JJ mmmrnr^v^mtm 

B *■■> w ^ *-• s 5 f. 
u O Tl v 

T) m ■n ■n 1) »J 
+■-• 8 .11 *-> 

c b k 

4J *J >-■> w M *-• kl *-> 
■r- O1»       (71       «J        «>        flJ        4> 

ü^       ■■■■■■       V        V        w.       v.. 

OH)      p 

>  -C        > 

&c    S 

I   I SiMSSS^S 
4'      *■      O   Ti 

m   i^   « <o ^ £ 

eo 
< 

o 5 
_i 
U- 00 
►-i 2 
Qi O 
I- >-i 

I- 
Z >—i 
UJ O 

o o 
cc: t_) 
h- 
l-i 4/5 

o 
o Q: 

< >- > 
t— 
i-< (- 
_i < 
H4 
03 —I 
i-i UJ 
H Ul 
< h- 
s: 
o l^ 
(_J oo 

UJ 
LU —J 
X z 

< 
u. I— 
O </) 

UJ <3- 
> O 

r^. r^    n    (M    (*!    ^j 
»-      O      O      Q     r-      O      CM 
O O      5      O      5      O 

[NJ      O      C^ 

O        O        Ö        —        r- 

g o 8 

U1 in PU * s INi n 
l/t O v ■> <ir> % ( ' (NJ CNJ 
o 1 o Ö * 

1 
O * * o 1 ' 6 o O 

1 0 

m P o o U1 ^ (0 n 4) n HD r*. est fln ■pr) 

■ri. 9 c o m cn (•-) Oi ro fT c^ m r- n O 

«. - (St - - r~ - r- - - - ». w - - - •M - CM 

r— 
it m HP .-1 m Ul ^J 8 <. i rr, y ,-r, an o P0 05 s flh rv A vo rn tM to fM IP ..^ 

(XI r^ IV 

c: 
cvl 

pn t>s PO pi ro C1 

(M 

tn <^ 
^J 

ro O 

<M 

I 

s 10 
O O s § s (£1 o IS 8 o g g S § g s s 8 

vr •^ 4 <*   «»   •# ■» ■J ^T <t «■ ^1 ■w 

lh 
ai ■o 
L. CTi o> eg (\i TM to UB U.3 tO 0) m 
3 * •— ■— r— »— ^ ■— F" — r— f~ »— 
Q ■y 

«C U9 w (O to UT U1 UP Ul ^> yj MJ 

dJ ex 

(5   Q   M 

O  T3 
a. t: 
X o 

UJ u> 

4-    (_' a. v >, a r-      i.     »-      L. 
OJ     TI      (U     T)      0) 

3   a.   3   a. 

22 

liialttviif^austes^iaMaiiaMi-iMiaittiiil 'i^"*M^"'aaa-a:*'^"''- i I i i '^ ^a^MiiMiiliM^^ .i^...v...^..   - ■1V^..,.I ^_^,     ■.,..,.n.i..f   ■,. 



mm^wmmf wpoiwppj mmmvmpmivm^mmm' 'IVffni' lvT *1,T,:,v-v,;'f ivi ■> - 

2.1, Cleaning and Passivation Pretreatment of Materials (cont.) : 

TABLE 2.1-12 

STATISTICAL ANALYSIS OF WEIGHT CHANGES OF PARENT METAL 
SPECIMENS SUBJECTED TO VARIOUS PRETREATMENTS 

PRIOR TO EXPOSURE TO LIQUID/VAPOR NITROGEN TRIFLUORIDE AT 223 K 

Pretreatment Procedure 

Cleaned only 

Cleaned, Pickled, No Preexposure 

Cleaned, Preexposed to NF3 

Cleaned, Pickled, Preexposed to NF3 

Cleaned, Pickled, Preexposed to F2 

Mean Weight Change, mg 
Titanium Alloys All Other Metals 

6.4 +    .2 

4.5 + 1.8 

9.8 + 3.3 

3.0 + 0.6 

4.0 + 0.3 

0.26 + .13 

0.094 + .14 

0.23 + .17 

0.056 + .12 

0.11  + .12 

The data in Table 2.1-12 indicate that pickling after 
cleaning does reduce the weight changes which occur during exposure to nitrogen 
trifluoride, but thatpre-exposure to nitrogen trifluoride or fluorine at 
ambient temperatures after pickling does not significantly enhance the 
metal/nitrogen trifluoride compatibility. Based on this data, the metal 
specimens subjected to long-term exposure to nitrogen trifluoride were 
cleaned and pickled, but were notpre-exposed to nitrogen trifluoride as a 
passivation step. 

Chemical analyses of the nitrogen trifluoride 
recovered from the tests reported in Tables 2.1-3 through 2.1-11 were con- 
ducted using the method described in "Analysis of Nitrogen Trifluoride", 
AFRPL-TR-76-89, December 1976 using gas chromatography and a specific 
ion electrode to determine the total active fluorides. 

The test bombs which contained "all metals except 
Al" were fitted with valves which allowed the nitrogen trifluoride to be 
sampled directly. All the other test bombs were opened in a helium 
atmosphere with the liquid nitrogen trifluoride condensed in a liquid 
nitrogen bath and the contents were transferred to an appropriate size 
sample bomb for the analysis. The analyses obtained with direct sampling 
are less subject to sample handling contamination and thus are more 
reliable. In some cases samples were lost prior to analysis. Because 
nitrogen trifluoride was vapor^transferred from the original sample 
containers, an attempt was made to recover the solid materials which 
remained by washing the opened sample containers with Freon and weighing 
the residues after the Freon had evaporated. In some cases no data was 
obtained and it is so specified in the tabulation. The data are presented 
in Table 2.1-13. 
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;!.!, Cloanlng «ml Passivation Pretreatment of Materials (cont.) 

The significant items to note from the data are: 
(1) the nitrogen trlfluorlde used In the 223  K static storage tests Is 
virtually unchanged, (2) at 344 K the nitrogen trlfluorlde stored with "all 
metals except Al" exhibited a decrease of )%  1n nitrogen trlfluorlde and a 
significant Increase In active fluoride content (the titanium samples and 
the 17-4 PH sample exhibited significant weight losses); the "aluminum and 
304" sample exhibits a smaller decrease in nitrogen trlfluorlde content and 
increase in active fluoride while the "304 only" sample shows no change. 
Based on the data, the titanium and 17-4 PH specimens were exposed to 
nitrogen trlfluorlde vapor at elevated temperatures for prolonged periods 
in Isolated test bombs. 

The results can be summarized as follows. 

1. No metal specimen exposed to either liquid or 
vapor nitrogen trlfluorlde at 223 K (-50"C) for a month, or to nitrogen 
trlfluorlde vapor at 3.46 m/\\f  (500 psia) at 344 K (160 I") for a month 
exhibited a corrosion penetration rate of greater than 0.8 pm/sec 
(1 mil per year). 

2. The pickling of the metal samples provided a very 
slight improvement in the corrosion resistance of the materials. 

3. Pre-exposure of the metal  specimens to nitrogen 
trlfluorlde or fluorine at  room temperature did not alter the corrosive 
behavior as compared to no pre-exposure of the metal  specimens. 

4. No intennetallie interactions or galvanic corro- 
sion occurred in uncontaminated liquid NF3. 

5. No significant, compositional changes in nitrogen 
trlfluorlde occurred at the lower temperatures and only minimal composi- 
tional changes were detected at 344 K. 

2.1.2 ClMning and Passivation Pretreatnient of Non-Metallic 
Ma tori als " 

The purpose of this task was to establish early in the 
experimental program the appropriate procedures for preparation of non-metallic 
material surfaces.prior to exposure to nitrogen trlfluorlde for prolonged 
periods of time. . 
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2.1, Cleaning and Passivation Pretreatment of Materials (cont.) 

2.1.2.1 Cleaning Procedures for Non-Metallic Materials 

The non-metal    specimens were, except for the carbon, 
the greases, and the epoxy, detergent washed with a Turco Plaudit solution, 
rinsed with deionized water and vacuum dried overnight at 333 fC (140 F).    The 
carbons, the greases, and the epoxy were used in the as-received condition. 

2.1.2.2 Passivation Procedure for Non-Metallic Materials 

Although passivation per se of non-metals is inappro- 
priate, the exposure of non-metals after cleaning and drying to nitrogen 
trifluoride at ambient temperature and pressure may have merit in regard 
to removal or reaction with absorbed or occluded species.    We had planned 
to evaluate this procedure by exposing non-metal samples for the initial 
non-metal screening tests to nitrogen trifluoride vapor at room temperature 
for several hours prior to the testing.    The results obtained with nitrogen 
trifluoride-exposed samples were then to be compared to the results obtained 
with the samples whichwerenot subjected to the pretreatment.    On the basis 
of these results, the appropriate pretreatment was to be selected.    However, 
the initial screening tests with non-metallic materials with no pre-exposure 
to nitrogen trifluoride exhibited no gross incompatibility between the 
nitrogen trifluoride and non-metallic candidates at temperatures up to 
478 K (400 F) except for the Fpoxy EA-384 and Silastic LS-53 during 
5-15 minute exposure periods. 

2.1.2.3 Test Apparatus and Procedures 

A photograph of the assembled test apparatus is shown 
in Figure 2.1.4.    The test apparatus consists of a reaction flask which con- 
tains a copper plate which is heated from beneath by electrical resistance 
coils.    The lower section of the glass flask is filled with nitrogen to 
prevent the nitrogen trifluoride from reacting with the hot resistance 
wire.    The top half of the glass flask (^SOml volume) is initially 
filled with nitrogen which is displaced by the nitrogen trifluoride as 
its flow is initiated.    The surface of the copper plate is shown in 
Figure 2.1.5.    The nitrogen trifluoride is heated as it passes through a 
0.32 cm (.125 in.) copper coil which is located immediately beneath the 
copper plate.    The flowing gas impinges on the surface of the non-metal 
specimen and a thermocouple is placed on the surface of the non-metal 
specimen to measure the temperature.    The output from the thermocouple 
is recorded on the Y-axis of an X-Y recorder.    Another thermocouple is 
placed on the lörface of the copper plate and the output is recorded on 
the X-axis of the X-Y recorder.    In this manner as the sample is heated, 
any endotherm or exotherm is detected by deviations in slope of the 
recorded trace. 
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2.1, Cleaning and Passivation Pretreatment of Materials (cont.) 

Two types of tests were conducted with the apparatus. 
In the first test series the specimens were heated from ambient temperature 
to 478 K (400oF) in a period of 10 to 15 minutes while either oxygen or 
nitrogen tri fluoride was flowing at a rate of 60 ml/min onto the surface 
of the specimen.    In addition to the thermal measurements, visual changes 
in the specimens were noted.    The total pressure in the reaction flask was 
one atmosphere.    In the second test series, the specimens were heated while 
nitrogen trifluoride was flowing onto the surface at a rate of 60 ml/min 
to the maximum usage temperature recommended for the material and the 
specimen was held at that temperature for a period of five minutes while 
the nitrogen trifluoride flow rate remained a 60 ml/minute. 

2.1.2.4   Test Results 

The results of the tests are presented in Table 2.1-14, 
The tests in which nothing occurred are identified by a minus sign (-); the 
tests in which something occurred are designated by a plus sign (+) and the 
phenomena are identified.    The temperatures reported in the table are the 
values for the exposed surface of the specimens.    The nitrogen trifluoride 
used in the tests had a minimum purity level of 98.2 weight percent NF3 
and a maximum active fluoride content of 0.17 weight percent. 

The significant items to note from the test results 
are:    (1) no apparent reaction occurred between NF3 and the non-metals 
except for Mylar at 478 K (400 F), Epoxy (EA-934)at 450 K (350 F), and 
Silastic LS-53 at 433 K (320 F); (2) the reactivity of nitrogen tri- 
fluoride with the non-metals is comparable to that of oxygen under the 
same conditions with the exception of the above mentioned materials.    The 
reader should be cautioned that the preceding tests are screening tests for 
gross incompatibility under the described test condition and are not 
necessarily an indication of compatibility during long-term exposure. 
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2.0, Experiment Results and Discussion (cont.) 

2.2  STATIC EXPOSURE TESTS 

The purpose of the static exposure tests was to determine the 
degree of chemical compatibility which exists between nitrogen trifluoride 
and the various candidate materials under static conditions. 

2.2.1  Static Exposure Tests with Metals 

2.2.1.1 Apparatus and Procedures 

The metal specimens used in the tests were of the 
same dimensions as described in Section 2.1.1.3 and the specimen containers 
were the same as described in Section 2.1.1.3 and shown in Figures 2.1.1, 
2.1.2, and 2.1.3. Based on the results reported in Section 2.1.1.4, prior 
to testing, the metal specimens were washed in detergent solution (Turco 
Plaudit), degreased in an isopropanol bath, rinsed with deionized water, 
then immersed in the appropriate pickling solution listed in Table 2.1-1, 
rinsed with deionized water, rinsed with isopropanol, and finally dried 
under vacuum at 333 K (140 F). There was no pre-exposure of the specimens 
to gaseous nitrogen trifluoride prior to the loading with the desired 
quantity of nitrogen trifluoride for the test condition. 

The following metals were tested in separate 304L 
stainless steel containers as shown in Figure 2.1.3: (1) the aluminum 
alloys, (2) the titanium alloys, (3) aluminum bronze 623, (4) tungsten- 
2% thoria, (5) beryllium copper, (6) CRES 17-4PH, H-1025, (7) C-1010 steel 
and (8) Carpenter Custom 455. The remainder of the metal alloys were 
exposed in gahged-fashion as shown in Figure 2.1.1 and2.1.2. Typical compo- 
sitions of the metal candidates evaluated are presented in Appendix A. 

The static test durations were for periods of 30 
days, 90 days, and 270 days. The varying exposure periods allowed the 
nature of the reaction which might occur to be evaluated and provided some 
realistic corrosion penetration rate data. 

Liquid/vapor exposure tests were conducted at 195 K 
(-78 C) because the temperature could be reliably maintained using 
evaporating solid CO2 as the refrigerant, the vapor pressure of the liquid 
nitrogen trifluoride is significant 1.4 MN/m2 (200 psia), and the liquid/ 
metal reaction rates should be greater than in a boiling liquid nitrogen 
environment 77 K (-196 C). 

Gaseous exposure tests were conducted at 344 K 
(160 F) because the temperature represents the upper limit which is likely 
to be encountered at earth surface conditions. The gaseous tests were 
conducted at pressures ranging from 3.45 MN/m^ (500 psia) for all the 
materials to 17.24 MN/m2 (2500 psia) for selected materials. 
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2.2, Static Exposure Tests (cont.) 

The static compatibility test matrix for the metals 
is presented in Table 2.2-1. The numbers in the test matrix table should 
be interpreted as follows. Number 1 indicates one test specimen of parent 
material. Number 2 indicates that both a welded and a parent metal speci- 
ment are tested. 

After the tests were completed, the nitrogen trifluoride 
was recovered from the test containers and analyzed to determine the composi- 
tional changes which may have occurred during the exposure. 

2.2.1.2  Experimental Results 

The experimental results obtained from the liquid/ 
vapor static exposure tests for durations of 30, 90 and 270 days at 195 K 
(-78 C) are tabulated in Table 2.2-2. The weight changes, corrosion 
penetration rate values, initial active fluoride content of the nitrogen 
trifluoride and visual observations are recorded in the table. The initial 
active fluoride values are important because one of the active fluoride 
species, hydrogen fluoride, is shown to significantly increase the corrosion 
of metals in nitrogen trifluoride (see Section 2.14). 

The significant items to note from the data in 
Table 2.2-2 after 270 days exposure are as follows: (1) none of the 
metal alloys exhibited any significant corrosion, the maximum corrosion 
penetration rate observed is less than 0.08 pm/sec (0.1 mpy); (2) the 
aluminum alloys corrosion penetration rates ranged from 0.006 to 0.063 pm/sec 
(0.008 to 0.078 mpy); and (3) the remainder of the metals except for copper 
0FHC (0.04 pm/sec, 0.05 mpy) and Inconel 718 (0.014 pm/sec, 0.018 mpy) 
exhibited rates of less than 0.008 pm/sec (0.010 mpy). On a comparison 
basis, the 270 day-exposure corrosion data for the aluminum alloys generally 
are higher values than were obtained for the 30 and 90 day exposures. The 
nitrogen trifluoride which was used for the 270 day exposure tests contained 
0.10 weight percent active fluoride calculated as HF while the nitrogen tri- 
fluoride used for the 30 and 90 day tests contained less than 0.0001 weight 
percent active fluoride. This difference in active fluoride content can 
produce the difference in corrosion rates which are reported. 

The experimental results obtained from the gaseous 
static exposure tests for durations of 30, 90 and 270 days at 344 K (160 F) 
and 3.45 MN/m2 (500 psia) are presented in Table 2.2-3. 

The significant items to note from the data obtained 
from the metal specimens exposed to nitrogen trifluoride for 270 days at 
344 K (160 F) and 3.45 MN/m? (500 psia) are as follows: (1) none of the 
metal alloys except for Carpenter Custom 455 (0.34 pm/sec, 0.43 mpy). 
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2.2, Static Exposure Tests (cont.) 

6061-T-6 aluminum (0.12 pm/sec, 0.15 mpy), and tungsten (0.35 pm/sec, 0.44 
mpy) exhibited any significant corrosion, that is, a rate greater than 
0.08 pm/sec (0.10 mpy); (2) the aluminum alloys corrosion penetration rates 
ranged from 0.01 pm/sec (0.012 mpy) to 0.12 pm/sec (0.15 mpy); and the 
300 series stainless steel alloys and nickel exhibited rates equal to or 
less than 0.005 pm/sec (0.006 mpy); and the rates for the titanium alloys 
ranged from 0.02 pm/sec (0.025 mpy) to 0.059 pm/sec (0.074 mpy). The 
nitrogen trifluoride used for the 270 day exposure tests contained 0.10 
weight percent active fluoride calculated as hydrogen fluoride while all 
the 90 day exposure tests reported in Table 2.2-3 were conducted with 
nitrogen trifluoride which contained 0.0003 weight percent active 
fluoride or less. For the 30 day exposure tests labeled BMX the nitrogen 
trifluoride contained 0.10 weight percent active fluoride while all the 
other 30 day exposure tests were conducted with nitrogen trifluoride which 
initially contained 0.0001 weight percent active fluoride. During the 
270 day exposure tests the oven which contained the sample containers did 
undergo a temperature excursion from 344 K (160 F) to 422 K (300 F) for 
a two day period during a weekend. An examination of the test data indi- 
cates that the event did not adversely affect the metal corrosion rates. 

The experimental results obtained from the gaseous 
static exposure tests with selected metals for duration of 30, 90 and 
270 days at 344 K (160 F) and pressures up to 17.24 MN/m2 (2500 psia) 
are presented in Table 2.2-4. The significant items to note from the data 
are as follows: (1) generally the corrosion rate, based on 270 day data, 
increases slightly with pressure but the rates for all the metals tested 
are very low, the highest measured rate is 0.18 pm/sec (0.22 mpy), 
(2) the corrosion which occurs apparently does so during the initial 
portion of the exposure period, the 30 day rates are generally greater 
than the 270 day rates, and (3) the chemical compatibility of the metals 
selected for testing with nitrogen trifluoride increases in the order 
Maraging steel 200, Maraging steel 250, titanium 6A1-4V, Inconel 718 STA, 
2219 aluminum, T-87, 1010 carbon steel and CRES 301, cryoformed. 

The chemical analyses of the nitrogen trifluoride 
recovered from the tests are presented in Table 2.2-5. The chemical 
analysis of the nitrogen trifluoride as it was received in the cylinders 
which were used to fill the test containers are included in the table for 
the reader's convenience. The data in the table indicate that no signi- 
ficant decomposition of nitrogen trifluoride occurred in the presence 
of the metals in the liquid/vapor tests at 195 K (-78 C). At 344 K 
(160 F) and at pressures from 3.45 MN/m2 (500 psia) to 17.24 MN/m2 

(2500 psia) the nitrogen trifluoride did not decompose to a significant 
extent although there is some evidence that there is a nitrogen-forming 
decomposition reaction occurring at the rate of a few tenths of a percent 
per year. 
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■ 

2.2, Static Exposure Tests (cont.) 

The metal coupons which were subjected to the 
270 day exposure tests were photographed in the condition in which they 
were removed from the test containers and the photographs are presented 
in Figures 2.2.1 through 2.2.11. 
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VAPOR 

Be COPPER 

LIQUID 

Conditions:    Liquid/Vapor, 1950K (-108oF) 

Be COPPER 17-4 PH 

Conditions: 3.45 MN/m2 (500 psia), 3440K (160oF) 

Figure 2.2.4. Beryllium Copper and 17-4 PH Stainless Steel Specimens After 9 Months 
Static Exposure to Nitrogen Trifluoride 
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C1010 

Conditions:    3.45 MN/m2 (500 psia),  3440K (160oF) 

C1010 
C 1010 

Conditions:    10.34 MN/m2 (1500 psia),     Conditions: 

3440K (160oF) 

17.24 MN/m2  (2500 psia), 

3440K  (160oF) 

Figure 2.2.5.    C1010 Steel  Specimens After 9 Months Static Exposure to Nitrogen 
Trifluoride 
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VAPOR 

301 

LIQUID 

Conditions:    Liquid/Vapor, 1950K (-108oF) 

301C 

Conditions: 

10.34 MN/m2 (1500 psia), 
3440K (160oF) 

301 C 

Conditions: 3.45 MN/m2 (500 psia), 
3440K (160oF) 

301 C 

Conditions: 
17.24 MN/m2 (2500 psia), 

3440K (160oF) 

Figure 2. 2.6. 301  Cryoformed Stainless Steel  Specimens After 9 Months  Exposure to 
Nitrogen Trifluoride 
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2.2, Static Tests (cont.) 

2.2.2  Static Exposure Tests with Non-Metallic Materials 

2.2.2.1 Apparatus and Procedures 

The non-metal candidates used in the tests can be 
divided into five categories. (1) thermoplastics, (2) elastomers, (3) graphites, 
(4) lubricants, and (5) a thermosetting polymer. The thermoplastics were tested 
in the form of strips nominally 6.4 cm (2.5 in.) long, .64 cm (.25 in.) 
wide, and 0.33 cm (.13 in.) thick. The thermoplastics were evaluated by 
weight and appearance changes which occurred and by changes in the modulus 
of rigidity per ASTM D 1043. The elastomers were tested in the form of 
"0"-rings; and evaluated by weight and appearance changes, and physical 
testing for tensile strength, modulus at 100% elongation, ultimate elongation 
and Wallace hardness per ASTM D 1414. The graphites were in the form of 
plates 2.5 cm (1 in.) long, 1.2 cm (0.5 in.) wide, and 0.25 cm (0.1 in.) 
thick; and they were evaluated by weight and appearance changes. The lubri- 
cants were tested by placing samples in aluminum cups for physical confine- 
ment, and were evaluated by weight and appearance changes. The thermosetting 
plastic, Kevlar was tested in the form of woven cloth which was rolled and 
placed in 304 L stainless steel tubes for confinement. The Kevlar was 
evaluated by weight and appearance changes and by resistance to tear. 

The non-metal specimens were exposed for nominal 
periods of 30, 90 and 270 days to nitrogen trifluoride in liquid- and vapor- 
phases at 195 K (-78 C) and at 344 K and 3.45 MN/m2 (500 psia) for all candi- 
dates and with selected candidates at pressures up to 17.24 MN/m2 (2500 psig). 
The test matrix is shown In Table 2.2-6. The number 2 in the matrix refers 
to duplicate samples being tested at the same condition; the number 4 in the 
matrix indicates that one set of duplicates are in the liquid phase and 
one set of duplicates are in the vapor phase. The grease samples were 
evaluated as single samples in the liquid phase and the vapor phase in 
the 195 K temperature environment. The non-metallic specimens were tested 
in the 304 L stainless steel containers shown in Figure 2.1.3. 

Prior to exposure, the non-metallic specimens were, 
except for the carbon and the grease, washed with a detergent solution 
(Turco Plaudit), rinsed with delonized water and vacuum dried overnight 
at 333 K (140 F). The carbons and greases were used in the as-received 
condition. The compositional definition of the non-metallic materials 
is presented in Appendix A for the reader's convenience. 

2.2.2.2 Experimental Results 

The data obtained from testing all the non-metallic 
materials except the elastomers at 195 K (-78 C) In both liquid- and 
vapor-phase nitrogen trifluoride are presented in Table 2.2-7. Besides the 
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2.2, Static Tests (cont.) 

weight and appearance changes, the modulus of rigidity values are given for 
the thermoplastics. 

The significant items to note from the data in 
Table 2.2-7 are as follows: (1) the greases, both Krytox and Fluorosilicone 
FS 3451, dissolved readily in nitrogen trifluoride and the materials were 
dispersed throughout the test container; (2) the modulus of rigidity values 
of the thermoplastics were unaffected by the liquid/vapor exposure except 
for polytetrafluoroethylene which exhibited a significant decrease in 
values with increasing exposure times; (3) the graphite samples exhibited 
weight changes of about 0.1% which is acceptable, and (4) the Kevlar 
exhibited a slight color change and a variable weight change, but maintained 
its structural integrity. 

Photographs of the polytetrafluoroethylene and Rulon 
specimens after 9 months exposure are shown in Figure 2.2.12; photographs 
of the FEP and PFA Teflon specimens after 9-months exposure are shown in 
Figure 2.2.13; the Kel-F specimens after 9-months exposure are shown in 
Figure 2.2.14; the carbon specimens after 9 months exposure are shown in 
Figure 2.2.15; and the Kevlar specimens after 9-months exposure is shown 
in Figure 2.2.16. 

The data obtained from testing the elastomeric materials 
in both liquid- and vapor-phase nitrogen trifluoride are presented in 
Table 2.2-8. The significant items to note from the data are as follows: 
(1) Kalrez was visibly affected by the nitrogen trifluoride as evidenced 
by the slight blistering of the surface and the tensile and hardness values 
did decrease with increasing periods of exposure; (2) the Vitons except for 
the slight swelling noted for two of the specimens exhibited no visible 
changes, minimal changes after 270 days in tensile strength, and some 
decrease in hardness after 270 days; and (3) the Silastic LS-53 showed no 
visible changes, but did decrease in tensile strength after every exposure 
period. Photographs of the Kalrez and Silastic LS-53 specimens after 
9-months exposure are shown in Figure 2.2,17. A Kalrez specimen in the 
as-received condition is shown in the photograph as the untagged specimen. 
Photographs of the Viton specimens after 9-month exposure are shown in 
Figure 2.2.18. 

The data obtained from the exposure of polytetrafluoro- 
ethylene to nitrogen trifluoride at 344 K (160 F) and pressures ranging from 
3.45 to 17.24 MN/m2 (500 to 2500 psia) are presented in Table 2.2-9. The 
significant items to note from the data are as follows: (1) there is no 
visible change in the appearance of the specimens after exposure, (2) there 
is a decrease in the modulus of rigidity values which is not entirely time 
dependent, (specimens from Test No. D8X were reused in Test *DNX giving 
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i 

2.2, Static Tests (cont.) 

an accumulated exposure period of 59 days; the values after 59 days exposure 
are comparable to the values obtained after 269 days exposure at the 
17.24 MN/m2 (2500 psia) condition) and (3) polytetrafluoroethylene is com- 
patible with gaseous nitrogen trifluoride under static conditions.    Photo- 
graphs of the specimens after the 9 month exposure period are shown in 
Figure 2.2.12. 

The data from the exposure of Kel-F 81 CTFE to 
nitrogen trifluoride at 344 K (160 F) and pressures ranging from 3.45 MN/m2 

to 17.24 MN/m2 (500 to 2500 psia) are presented in Table 2.2-10.    The signi- 
ficant items to note from the data are as follows:    (1) there is a visible 
change in appearance of the Kel-F in which blotches of white coloration 
appear within the specimens, and (2) the modulus of rigidity values for 
the Kel-F decrease significantly with the time of exposure as the pressure 
of the nitrogen trifluoride is increased to 17.24 MN/m2 (2500 psia), (the 
modulus of rigidity values for the specimens used for 29 day exposure at 
17.24 MN/m2 (2500 psia) were determined prior to and after exposure) and 
(3) no apparent physical degradation of Kel-F occurs at the 3.45 MN/m2 

(500 psia) pressure level during the 272 days of exposure.    Photographs of 
the specimens after the exposures are shown in Figure 2.2.14. 

The data for the remaining thermoplastic materials, 
the graphites, the greases, and the thermosetting plastic Kevlar which were 
exposed to nitrogen trifluoride at 344 K (160 F) and 3.45 MN/m2 (500 
psia) are presented in Table 2.2-11. 

The significant items to note from the data are as 
follows:    (1) FEP and PFA Teflons are apparently unaffected by this expo- 
sure condition; (2) Rulon exhibits some color change but no statistically 
significant degradation in modulus of rigidity; (3) Kevlar undergoes color 
change, but maintains significant structural  integrity (see Figure 2.2.16); 
(4) the carbons exhibit weight changes of less than 1% and the white deposit 
on the Carbon CDJ-83 may be due to the interaction of the phosphate salt 
with nitrogen trifluoride,  (5) polypropylene changes significantly and is 
apparently unsuitable for prolonged exposure to nitrogen trifluoride, (6) the 
greases, Krytox and Fluorisilicone FS 3451 dispersed throughout the test 
container exhibiting a miscibility characteristic that is not tolerable in 
a use-system, and (7) the Dry Powder TFE underwent significant weight 
changes but no visibly apparent changes. 

The data from the exposure of Kalrez, Viton, Class I, 
and Silastic LS 53 to nitrogen trifluoride at 344 K (160 F) and 3.45 MN/m2 

(500 psia) are presented in Table 2.2-12.    The significant items to note 
from the data are as follows:    (1) the Viton, Class I and Silastic LS 53 
deteriorated to the extent that tensile properties could not be determined 
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2,2, Static Tests (cont.) 

after 270 days of exposure, and (2) the Kalrez exhibited some decrease in 
tensile strength and hardness which was not prohibitive, but the surface was 
visibly affected by the exposure. The test specimens were heated to 422 K 
(300 F) for two days during the 270 day exposure period due to an oven con- 
troller problem, and this event may have accelerated some deterioration 
of the materials. Photographs of the Kalrez and Silastic LS 53 after the 
270 day exposure period are shown in Figure 2.2.17. 

The data obtained from the exposure of Viton, Class II 
to nitrogen trifluoride at 344 K (160 F) and at pressures ranging from 
3.45 MN/m2 (500 psia) to 17.24 MN/m2 (2500 psia) are presented in Table 
2.2-13. The significant items to note from the data are as follows: 
(1) short-term exposure of Viton, Class II for 90 days or less at pressures below 
10.34 MN/m2 (1500 psia) is possible without significant degradation in proper- 
ties and (2) longer-term exposure, between 90 and 270 days, results in the 
unacceptable degradation of use-properties at pressures ranging from 
3.45 MN/m2 (500 psia) to 17.24 MN/m2 (2500 psia). Photographs of the Vitons 
exposed to gaseous nitrogen trifluoride for 270 days are shown in 
Figure 2.2.18. 

The chemical analyses of the nitrogen trifluoride 
recovered from the static exposure of the non-metallic materials are given 
in Table 2.2-14. Generally, at 195 K (-78 C), no effect of materials on 
the decomposition of nitrogen trifluoride is observed except that approximately 
one percent decomposition of nitrogen trifluoride is observed in the presence 
of Silastic LS ^3,  and a few percent decomposition in the presence of Krytox 
after the sample composition is corrected for air contamination. 

At 344 K (160 F), the Fkiorosilicone FS 3451 caused 
a 17 wt %  decrease in the nitrogen trifluoride assay; changes in nitrogen 
trifluoride content ranging from 1 to 3 weight percent were observed in the 
presence of Kalrez, Silastic LS 53, polypropylene. Carbon CJPS, Carbon 
CDJ-83, Kevlar, Krytox, and dry powder PTFE (MS-22). The remaining 
materials, Vitons, polytetrafluoroethylene, FEP Teflon, PFA Teflon, Rulon 
and Kel-F 81, had a negligible effect on the decomposition of nitrogen 
trifluoride. 
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2.0, Experiment Results and Discussion (cont.) 

2.3      FRACTURE MECHANICS/TOUGHNESS TESTS 

The purpose of the fracture mechanics/toughness tests is to 
determine the susceptibility of the selected metals to the phenomenon of 
stress-crack corrosion.    The resistance of a structure to failure by flaw 
propagation under a rising load is a mechanical  property known as the 
fracture toughness,  KJC, for plane strain loading conditions.    To predict 
the behavior of structures the fracture toughness of the material of interest 
is determined by testing fatigue precracked specimens and determining the 
stress intensity,  K,  (a quantity   which depends on the crack length, load, 
and specimen geometry) at which the specimen fails by rapid or unstable 
crack propagation.    This critical  value of stress intensity is defined as 
Kjc.    Tests for Kjr determination are conducted in air under conditions 
specified by ASTM-E399-74. 

Enhanced flaw propagation is also observed under constant 
load conditions below the critical  stress intensity level  in specific 
environment-material  combinations and is referred to as stress corrosion 
cracking (SCC).    In testing in environments such as salt water or nitrogen 
trifluoride a stress intensity less than Kjr is imposed and the precrack 
in the specimen grows in a slow stable fashion as a result of environmental 
interactions.    If the jaws of the test fixture remain fixed (constant 
deflection),  the stress intensity, K, will drop from K<KiC to K = KiscC as 
a result of the crdck growth.    KJSCC is the limiting or critical  stress 
intensity below which no crack growth will occur for a defined material- 
environment combination under sustained load conditions.    Some materials have 
poor stress corrosion cracking resistance and experience a major decrease 
in K when exposed to service environments; others do not.    Nine candidate 
metals were selected for evaluation.    The candidates with their heat-treat 
conditions are itemized in Table 2.3-1. 

2.3.1      Test Procedures 

Plate was procured for all the specimens except 
Inconel  718 and Arde 301.    One inch plate was procured for the titanium 
alloys, CRES 347 and C-1018 steel materials.    3/4 inch plate was procured 
for aluminum, CRES 17-4PH and 250 Maraging materials,    Inconel  718 specimens 
were machined from 3 inch diameter bar stock and the Arde*  301 specimens 
were machined from 1/16 inch thick sheet. 

The program was conducted in two steps:    (1) the fracture 
toughness measurements were made initially in an air environment and (2) the 
stress corrosion cracking tests which were subsequently conducted in various 
nitrogen trifluoride environments.    With the exception of the Arde 301, one 
welded and one parent specimen of each material were prepared as compact 
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2.3, Fracture Mechanics/Toughness Tests (cont.) 

tension specimens in the configuration shown in Figure 2.3.1. The welded 
specimens were double vee grooved and GMA welded with the filler metals 
identified in Table 2.3-1. These specimens were subjected to fracture 
toughness testing in air. 

The metal specimens used in the stress corrosion cracking 
tests in the nitrogen trifluoride environments were bolt-loaded and had the 
same weld preparation and crack orientation as the compact tension specimens. 
A photograph of the typical stress corrosion cracking specimen is shown in 
Figure 2.3.2. The crack plane orientation with respect to the rolling 
direction of the test specimens is given in Table 2.3-2. The rolling 
direction code given in the table is pictorially presented in Figure 2.3.3. 
Because the Arde 301 was available only in the form of a thin sheet, it 
was tested for stress corrosion cracking effect only in the configuration 
shown in Figure 2.3.4. 

The fracture toughness tests, were conducted first to 
determine the preload value for the bolt-loaded constant stress corrosion 
cracking specimens. Specimens were precracked and tested per ASTM E399-74 
by Atlas Testing Laboratories.* At the end of each test the resulting K 
value was judged either valid or invalid according to the criteria in ASTM 
E399-74. Values judged invalid were still useful for estimating the 
loading required for the stress corrosion cracking specimens. The fracture 
toughness values obtained are reported in Table 2.3-3. 

■ 

The bolt-load constant deflection test specimens were 
supplied by Atlas Testing Laboratories in the machined and precracked 
condition. In addition, each of the bolt loaded specimens was loaded at 
Atlas Testing Laboratories to a value which corresponded to K-j, see Table 
2.3-3, as determined by the following equation: 

P   ■ 
0.8 K. B W 

f {-) vw/ 

1/2 

(1) 

where: 
P is the bolt load on the specimen;  in.-lb 

K^  is 80 percent of the stress intensity which caused failure in 
the fracture toughness tests 

B is specimen thickness in in. 

w is specimen width in in. 

^tlas TestingTaboratories, Los Angeles, CA. 
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Figure 2.3.1.    Compact Tension Specimen - Standard Proportions 
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Figure 2.3.2. Photograph of a Bolt-Loaded Stress Corrosi 
Cracking Specimen 
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TABLE 2.3-2 

SPECIMEN MATERIAL AND CRACK PLANE 
ORIENTATION FOR SPECIMENS 

|                                                                                                               Crack Plane Orientation 
p                                                                                                                      With Respect to 

Material                                                      Rolling Direction 
1 

Al  2219-T87                                                                    T-L 

■                                              Welded                                                                     In Weld 

I                                          CRES 347                                                                         T-L 

1                                               Welded                                                                    In Weld 

h                                          17-4 PH - HI025                                                            TrL 

1                                              Welded                                                                     In Weld 

l|                                         Inconel 718                                                                 T-S/S-T 

Welded                                                                     In Weld 

ll                                        Ti 5A1-2.5 Sn ELI                                                      T-L 

Welded                                                                     In Weld 

Ti 6A1-4V STA                                                                T-L 

B' 

1018 Steel                                                                   T-L 

[                                             Welded                                                                  In Weld 

[                                        250 Maragirig SJ;eeT   / 
I                                                              / 
|                                             Welded                                                                  In Weld 

!                                        Arde 301 

|| 

1      * 
:   1                      ■ 

!■ 
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Figure 2.3.3.    Specimen and Pre-Crack Plane Orientation with Respect 
to Material  Rolling Direction 
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MAG. 3X 

Figure 2.3.4. Photograph of the Arde 301 Qualitative Crack Growth 
Specimen. Sheet Specimen is Indicated by the Arrow 
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TABLE 2.3-3 

FRACTURE TOUGHNESS VALUES FOR THE 
CANDIDATE MATERIALS 

Material 

Klq 

Ibf x 10"3-in."3/2 

K. -  .8 KIq 

Ibf x 10"3-in."3/2 Valid KIC 

Al  2219 T87 Parent 24.2 19.4 Yes 

Welded 16.1 12.9 No 

CRES 347 Parent 45.2 36.2 No 

H Welded 42.8 34.2 No 

CRES 17-4 PH Parent 64.0 51.2 Yes 

Welded 77.6 62.1 No 

Inconel  718 Parent 81.6 65.3 Yes 

Welded 74.9 59.9 No 

Ti 5A1-2.5 Sn Parent 63.9 51.1 Yes 

Welded 82.9 66.3 No 

Ti  6A1-4V Parent 36.1 28.9 No 

Welded 60.9 48.7 No 

C-1018 Steel Parent 62.2 49.8 Yes 

Welded 51.1 40.9 No 

250 Maraging  l, 
Steel 

Welded 76.4 61.1 Yes 

Arde 301 Welded -- "* — 

" 
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2.3, Fracture Mechanics/Toughness Tests  (cont.) 

a is crack length in in., 

and f {^0  is a function determined by specimen geometry. 
W 

The relative displacement was measured across the crack mouth using a clip 
gage and was recorded for each specimen. 

At ALRC the specimens were cleaned with isopropanol, 
bolt-loaded to the clip gage displacement determined at Atlas Testing 
Laboratories, and placed in test bombs.    Specimens were exposed to each of 
the three nitrogen trifluoride test environments:    2500 psia gas, at 344 K 
(160 F), 500 psia gas at 344 K (160 F) and liquid at 195 K. 

At the end of 30 and 90 days specimens were removed, 
the cracks were measured to the nearest 0.1 mm on both sides of each specimen 
by means of a microscope with calibrated stage, and the specimens were 
re-exposed to the environment.    After 180 days of total exposure the specimens 
were removed from the bombs and unloaded by loosening the bolt with the clip 
gage in place.    Once the clip gage displacement had been noted the specimen 
was placed in an Instron tensile test machine, loaded, and the load necessary 
to open the specimen crack mouth to the bolt-loaded: clip-gage displacement 
was recorded as Piscc-    Following the determination of Piscc each specimen 
was broken open in air, the Pg determined and the crack front measured at its 
quarter points per ASTM-E399-/4.    The KlSCC and Kq were then calculated for 
each specimen by: 

ISCC (-) vw/ 

VISCC 
B W VT 

and 

where: 

P. f 

B w T7T 

(2a) 

(2b) 

VISCC 

ISCC 

is the limiting or critical  stress intensity below which 
no crack growth will occur for a defined material-environment 
combination under sustained load; 

is the residual  load left in the specimen after the 180 days 
of exposure; IC is the stress intensity where specimens failed 
by rapid or unstable crack propagation; 

P    is the load taken from the load-clip gage displacement curve 
q as defined by ASTM-E399-74; 

and B, w, f (j) are as defined for equation (1). w 
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2.3, Fracture Mechanics/Toughness Tests (cont.) 

2.3.2  Experimental Results 

The specimen data from the stress corrosion cracking 
tests after 180 days exposure are presented in Table 2.3-4. The data have 
been subdivided according to the nitrogen trifluoride environment and the 
parent or welded condition of the test specimens. In Table 2.3-5 the average 
KlSCC values are compared with the Ki values generated by the fracture 
toughness testing. The Kjq values from the fracture toughness tests are 
compared with the Kq values in Table 2.3-6. 

Typical fracture surfaces of the specimens exposed 
to nitrogen trifluoride are shown in Figure 2.3.5 through Figure 2.3.12. 
In some cases, the bands on the fracture surfaces correspond to the 30, 
90, and 180 day exposure periods as the specimens were removed from the 
nitrogen trifluoride, examined, and re-exposed. Weld defects such as 
poor penetration and gas porosity can be seen on many welded specimen 
fracture surfaces. 

The comparison of the average KiscC ^or  the materials 
in Table 2.3-5 shows some interesting material-environment interactions. 
In the 160oF, 500 psia gaseous environment welded Al 2219 did not show evi- 
dence of stress corrosion cracking whereas the parent material did crack 
(see Figure 2.3.5). Parent and welded CRES 17-4PH behaved similarly in the 
160oF, 500 psia environment (see Figure 2.3.7a and 2.3.7b). The Ti 6Al-4\/ 
parent specimen was severely cracked (see Figure 2.3-10a). No evidence of 
stress corrosion cracking was found in either the parent or welded CRES 
347, Figure 2.3.6, nor in Inconel 718, Figure 2.3.8. 

In the 2500 psia environment welded Inconel 718 
specimens did not stress corrosion crack nor did welded C-1018 steel 
specimens. In contrast both parent and welded Ti 6A1-4V specimens 
cracked to such an extent that they were removed from the environment 
after 30 days of exposure. The welded Ti 6A1-4V specimens in the 160oF, 
2500 psia nitrogen trifluoride cracked all the way (see Figure 2.3.10b), 
thus indicating a Kiscc value much lower than that listed for the parent 
material in Table 2.3-5. Other materials that cracked in the 160oF 2500 
psia NF3 environment were parent C-1018 and welded 250 Maraging steels, 
see Figure 2.3.11a and 2.3.12. 

Parent Ti 5A1-2.5 Sri was the only material to exhibit 
stress corrosion cracking in liquid nitrogen trifluoride at 108oF, see 
Figure 2.3.9. No indication of stress corrosion cracking was seen on the 
fracture surfaces of the other specimens tested in liquid nitrogen tri- 
fluoride. 
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Crack growth 

precrack 

a. Parent Specimen MAC. 3X 

b. Welded Specimen 
MAG.  3X 

poor penetrat ion 

precrack 

Figure 2.3.5. Al 2219-T87 KISCC Specimens After Exposure 

To 500 psia Gaseous NF3 at 160
oF 
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-^-j -*-  precrack 

a. Parent Specimen 

MAG. 3X 

precrack 

poor penetration 

b. Welded Specimen MAG. 3X 

Figure 2.3.6. CRES 347 Exposed to 500 psia Gaseous NF3 at 160
oF 
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crack 
growth 

precrack 

MAG. 3X 

a. Parent Specimen Exposed to Gaseous NF^ at 
500 psia and 160oF 

poor penetration 

precrack 

MAG. 3X 
b. Welded Specimen Exposed to Gaseous NF., at 

500 psia and 160oF 

Figure 2.3.7. CRES 17-4 PH Exposed to Liquid and Gaseous NF3 
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precrack 

MAG. 3X 

c. Welded Specimen Exposed to Liquid NF3 at -78
0C 

poor penetration 

crack 
growth 

precrack 

MAC. 3X 

d. Welded Specimen Exposed to Gaseous NF-, at 
2500 psia and 160oF 

Figure 2.3.7. CRES 17-4 PH Exposed to Liquid and Gaseous NF3 (cont.) 
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precrack MAG. 3X 

Parent Specimen Exposed to Gaseous NF-, at 
500 psia and 160^ 

MAG.   3X -•'j        r*     precrack 

b.    Welded Specimen Exposed to Liquid NF^ at -780C 

gas porosi ty 

Figure 2.3.8. Inconel 718 Specimens Exposed to Liquid and 
Gaseous NF0 
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precrack MAG. 3X 

a. Parent Specimen 

precrack 

b. Welded Specimen 

poor penetration 

MAG. 3X 

Figure 2.3.9. Ti 5A1-2.5 Sn ELI Specimens Exposed to Liquid NF3 
at -780C 
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precrack 

a.    Welded Specimen Exposed to 2500 psia Gaseous NF3 

precrack MAG.  3X 

b.    Welded Specimen Exposed to 2500 psia Gaseous NF3 

Figure 2.3.10.     Ti  6A1-4V in a Gaseous NF? Environment 
at 160oF 
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precrack   -*-|     [-••—    —»-|    crack growth 

a.    Parent Specimen 

MAG.   3X 

poor penetration 

precrack MAG.  3X 

b.    Welded Specimen 

Figure 2.3.11 C-1018 Steel   in a 2500 psia Gaseous NF3 

Environment at 160oF 
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erf crack growth 

precrack 

MAG. 3X 

Fiaure 2 3 12.    Welded 250 Maraging Steel  Exposed to 2500 psia 
Gaseous NF3 at 160oF 
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2.3, Fracture Mechanics/Toughness Tests (cont.) 

If the Titaniums, 6A1-4V and 5A1-2.5 Sn, are grouped 
together, a transition from no cracking in the welded Ti 5A1-2.5 Sn in liquid 
nitrogen trifluoride at -108oF to severe cracking in welded Ti 6A1-4V in 
2500 psia gaseous nitrogen trifluoride at 160oF is seen. The increase in the 
stress corrosion cracking of the Titanium alloys as temperature and pressure 
of the nitrogen trifluoride is increased suggests that gaseous nitrogen 
trifluoride at 2500 psia is the most aggressive of the three test environments. 
The results with the welded CRES 17-4PH supports the aforementioned trend by 
showing stress corrosion cracking in the 2500 psia gaseous nitrogen tri- 
fluoride environment only, although it was tested in all three environments. 

The best stress corrosion cracking resistance in the 
160oF, 2500 psia environment is exhibited by Inconel 718 and C-1018 steel. 
These two iron base alloys are very different in chemistry with Inconel 
having major alloy additions of chromium and nickel whereas C-1018 steel has 
no alloy additions. 

Another trend is indicated by the Al 2219, CRES 17-4PH, 
Ti 5A1-2.5 Sn and C-1018 steel specimens. In each of these materials the 
parent specimens stress corrosion cracked whereas the welded specimens did 
not. The general trend is for parent specimens to be more stress corrosion 
cracking susceptible than welded specimens. The difference in cracking 
behavior for welded versus parent specimens is attributed to the orientation 
of the crack plane in the rolled plate from which the parent specimens were 
machined. Welding would wipe out the,effects of rolling direction in the 
weld metal but not in the heat affected zone. 

Ki is included in Table 2.3-5 to show the reduction in 
stress intensity that accompanies crack growth. Because of the accuracy of 
the loading system it was impossible to set each stress corrosion cracking 
specimen at exactly K^. However, a reduction in stress intensity from Ki 
to KiscC indicates rrack growth that can be confirmed by examining specimen 
fracture surfaces as shown in Figure 2.3.12 and noted in the table entry 
for 250 Maraging Steel. 

In general there is a good correlation between the Kiq 
values from the fracture toughness tests and the stress corrosion cracking 
Kq values listed in Table 2.3-6. Exceptions are welded CRES 17-4PH in 160oF, 
500 psia gas and -108oF liquid environments, parent Inconel 718 in the 160oF, 
500 psia gaseous nitrogen trifluoride environment and the welded 250 
Maraging steel in the 160oF, 2500 psia gaseous environment. In each of the 
aforementioned exceptions the Kq value for the specimens previously exposed 
to nitrogen trifluoride were higher than the Kjq value which was exposed 
to air only. 
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2.3, Fracture Mechanics/Toughness Tests (cont.) 

The Arde' 301 specimens, which were tested for qualita- 
tive information only, exhibited some crack growth in the 500 psia nitrogen 
trifluoride at 160oF.    No KiscC value could be calculated. 

The KISCC values obtained after the 180 days of exposure 
in some cases are not the final KiscC values; the crack growth was still 
occurring in some of the specimens.    This is shown in Figure 2.3.13 for 
parent specimens of Al 2219 T-87 and CRES 17-4 PH in the 500 psia nitrogen 
trifluoride environment.    The crack growth measurements are presented in 
Table 2.3-7 for the metal specimens which exhibited stress corrosion 
cracking during the exposure to nitrogen trifluoride. 

In summation, Inconel  718 and 347 stainless steel 
were the only metals in which no stress corrosion cracking was detected. 
In addition, the stress corrosion cracking in C-1GI8 steel was found only 
to a slight extent in the parent specimens and net at all in the welded 
specimens.    The titanium 6A1-4V specimens were found to be extremely 
susceptible to stress corrosion cracking. 
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2.0, Experiment Results and Discussion (cont.) 

2.4  FLOW TESTS 

The objective of the tests was to determine the maximum tempera- 
ture levels that materials can withstand in flowing gaseous nitrogen tri- 
fluoride for short periods of time without the materials exhibiting detri- 
mental effects and to determine whether the detrimental effects were depen- 
dent on the velocity of the gas. 

Eleven representative metals and four non-metallic materials 
were tested to define the threshold non-ignition temperatures for nitrogen 
trifluoride/material interactions and the effect of velocity on the threshold 
values. The materials tested were as follows: 

Al 2219, T-87 
CRES 304L, Annealed 
CRES 316L, Annealed 
Inconel 625, Annealed 
Monel 400, Annealed 

Nickel 200, Annealed 
Ti 6 A1-4V, STA 
1018 Steel 
Cu 0FHC Annealed 
Narloy A 

CRES 17-4PH, H-1025 
PFA Teflon 
Polytetrafluoroethylene 
Kel-F 81 CTFE 
Carbon CJPS 

One series of tests was conducted in the subsonic velocity regime, and one 
series was conducted in the sonic velocity regime. 

2.4.1  Apparatus and Procedures 

A schematic diagram of the apparatus in which the tests 
were conducted is shown in Figure 2.4.1; a photograph of the entire apparatus 
is shown in Figure 2.4.2. The basic apparatus consists of an Inconel X-750 
tube, 1.27 cm (0.5 inch) diameter with .89 mm (.035 inch) wall thickness 
which was heated by direct electrical resistance heating. The tube is 
divided into three parts: a preheat section, the heated test section 
containing the metal specimen of choice, and a downstream section with 
the flow controlling orifice. 

The test section is approximately 15.2 cm (6 in.) long. 
A cylinder of the metal to be tested is welded in place between two sections 
of the Inconel X-750 tubing. A .508 mm (0.020 inch) diameter hole was 
drilled through the metal specimen and the length of the hole was approximately 
.64 cm (0.25 inches). An isolated junction, chromel-alumel thermocouple 
sheathed in .508 mm (0.020 inch) diameter Inconel was inserted into a hole 
drilled into the side of the metal specimen to within .25 mm (0.010 inch) of 
the flow passage. An assembled test section is shown in Figure 2.4.3 with 
the thermocouples in place. The metal specimens which could not be readily 
welded to the Inconel, i.e.. Copper, Narloy A, 2219 Al, and Titanium 6A1-4V 
and the non-metal specimens were swaged in place in the Inconel tube and 
fitted with thermocouples similarly. 
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2.4, Flow Tests (cont.) 

Prior to conducting the tests, the apparatus was checked 
out using nitrogen to insure satisfactory operation and calibration of the 
test apparatus. A special specimen holder was fabricated which had a 
thermocouple TI-3 located in the gas stream immediately upstream of the 
orifice. A comparison of the readings of the thermocouple inserted in the 
sample (TT-1) and the one located in the gas stream showed agreement within 
8 K (15 F). 

The procedure for testing was as follows. The test sec- 
tion containing the desired metal disc was placed in the apparatus and the 
system was purged with nitrogen to insure that the test conditions were in 
order. Then the system was flushed repeatedly with nitrogen trifluoride to 
remove the nitrogen. Then with nitrogen trifluoride flowing, the heating 
of the apparatus was initiated. The pressures used in testing ranged from 
.15 to 1.5 MN/m^ (22 to 220 psia) and the heating rates ranged from 5.5 to 
11 K (10 to 20 F)/sec. 

The flow rate of the gas through the orifice of the 
test specimen was controlled by the use of orifices at the exit of the 
downstream section for the subsonic tests and for the sonic velocity 
tests the exit was left open. In case of burn out of the test section, 
the gaseous flow was limited by a .42 mm (0.0165-in.) dia venturi in the 
unheated portion of the feed system. The data were recorded with an analog- 
to-digital recorder with each instrumentation channel sampled 85 times per 
second (the system sampling rate is 3,750 channels per second) and the 
data were reduced using a Hewlett Packard Model 2100 electronic computer. 
A direct read-out system and television monitor were used during the tests 
as means to indicate heating rates and to indicate when the test specimen 
failed. 

The pressure transducers used in the apparatus were 
accurate to +4.1 kN/m2 (+ 0.6 psi) and were sensitive to 0.69 kN/m2 
(0.1 psi) which is more than adequate for the testing. The thermocouples 
were prepared from special chrome! and alumel wire and were accurate to 
+ 0.38% in the temperature range that was encountered. Thus, the tempera- 
ture values reported are accurate to at least (+ 10oF). 

2.4.2  Experimental Results 

The nitrogen trifluoride used in the gaseous flow 
tests was analyzed and the composition was as follows. 
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2.4,  Flow Tests  (cont.) 

Component 

NF, 

Active fluoride as HP 

co/o2 
CF4 

N20 

Weight Percent 

99.68 

.0003 

0.29 

0.017 

0.014 

The analysis was conducted with and without the KI scrubber in the gas 
Chromatograph sampling loop and the results were in agreement. 

Examples of the swaged specimen holders used in the 
testing are shown in Figure 2.4.4-, examples of the welded specimen holders 
used in the testing are shown  in Figure 2.4.5. 

Typical   plots of the data which were obtained from the 
tests are presented in three figures.    In Figure 2.4.6 the  initial velocity 
through the titanium 6A1-4V orifice was subsonic, the pressure ratio being 
1.23.    At the temperature labeled "1", there is the onset of a major film 
buildup as evidenced by the increase in the pressure drop across the orifice 
and the increase in the pressure ratio across the orifice due to the decrease 
in the orifice diameter.    At the temperature labeled "2" there is a slight 
disruption in the pressure increases indicative of the loss of a small 
amount of material.    At the temperature labeled "3", a major exotherm 
occurs as evidenced by sudden temperature increases and there is significant 
loss of materials as evidenced by the sudden decrease in pressure drop across 
the test orifice. 

In Figure 2.4.7, the initial  velocity through the 
nickel  200 test orifice is subsonic, the pressure ratio being 1.09.    No 
significant events occurred until  the temperature reached the position 
labeled "1", at which time a film formation occurred in the orifice as 
evidenced by a pressure drop increase and an endothennic reaction.    At the 
temperature labeled "2", there was a minor loss of film as evidenced by 
the reversal of the pressure drop trend.    At the temperature Tabled "3", 
some gradual  film loss occurred as shown by a gradual  decrease in the 
pressure drop; at the temperature labled "4"  the film formation process 
was agai'r repeated. 

In Figure 2.4.8, tfe initial  velocity through the 
copper 0FHC was subsonic,   the pressure ratio being 1.17.    At the temperature 
labeled "1", there is the gradual onset of some film fonnation as evidenced 
by an increase in pressure drop across the orifice.    At the temperature 
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2.4, Flow Tests (cont.) 

labeled "2", some minor film loss is noted by the decrease in pressure drop. 
At the temperature labeled "3", the film formation reoccurs as evidenced by 
an increase in the pressure drop.    At the temperature labeled "4", the pres- 
sure drop increases more rapidly and the pressure ratio increases rapidly 
which is indicative of some major film formation in the test orifice.    At 
the temperature labeled "5", a major exotherm occurs with a concurrent 
decrease in the pressure drop which is indicative of the loss of a signifi- 
cant amount of material. 

The test data obtained and interpreted in the manner 
described above are presented in Table 2.4-1 for the metallic materials 
and in Table 2.4-2 for the non-metallic materials.    In the case of the tests 
initiated at subsonic velocities the pressure ratio across the test orifice 
is indicated; in the case of tests at sonic velocity (pressure ratio >_ 1.78) 
the pressure ratio is indicated is "sonic". 

From the data in Tables 2.4-1 and 2.4-2 it is not 
apparent that the velocity significantly affects the temperature at which 
nitrogen trifluoride/material interactions occur.    Generally higher pres- 
sures and sonic velocities did intensify the reactions which occurred.    From 
the data, three threshold temperature values have been identified.    The 
first attack threshold is the lowest temperature at which the material 
under any of the conditions of pressure and velocity investigated gave a 
detectable response attributable to attack.    The second threshold temperature, 
referred to as "major-corrosion", is the lowest temperature under any of 
the conditions investigated at which major corrosion as evidenced by large 
thermal or pressure changes occurred.    The third threshold temperature, 
referred to as the incipient-failure threshold, is the temperature at which 
gross material failure is first detected.    The various threshold temperatures 
for each of the materials is presented in Table 2.4-3. 

In considering this data for design limits one should 
keep in mind that the events detected occurred within the time frame of 
seconds and that long-term exposure at temperatures below the threshold 
values may result in intolerable corrosion rates or other unacceptable 
behavior. 

It is of some interest to observe that the first-attack 
threshold for copper given in Table 2.4-3 (505 K) compares very favorably 
with the onset of an exothermic reaction at approximately 498 K observed by 
Pisacone, et al.  (Reference 2.4-1) who employed a differential scanning 
calorimeter and low-pressure gaseous NF3 under static conditions.    They also 
observed further but stronger exotherms at 543 and 613 K which would 
appear to correspond roughly to the major-corrosion threshold for copper 
(589 K) given in Table 2.4-3.    Pisacane's study of aluminum showed an 
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TABLE 2.4-1 

DATA INDICATIVE OF THE BEHAVIOR OF VARIOUS METALS WITH FLOWING 
GASEOUS NITROGEN TRIFLUORIDE AT ELEVATED TEMPERATURES 

M«ter1«l Response 

Specimen 
Temperature 

Orifice 
Pressure 

upsir 
Press 

MN/m? 

earn 

ure 

Material UK "F Ratio psia 

304-1. 1094 1510 Sonic .67 97 
Stainless 1094 1510 .78 113 
Steel 1133 1580 .79 115 

1144 1600 .69 100 
1155 1620 .78 113 
1197 1695 .77 112 
1197 1695 .83 120 

B7B 1120 1.44 .40 58 
1158 1625 1.49 .40 58 
1200 1700 Sonic .42 61 

316 ELC 1100 1520 Sonic 1.21 175 
Stainless 1158 1625 1.25 181 
Steel 1172 v1650 1.24 180 

12u3 1705 f 1.25 182 

914 1185 1.60 .57 83 
955 1260 1.44 .58 84 
964 1275 So lie .79 115 

1066 1460 .59 86 
liOO 152Ü .61 88 
1103 1525 .80 116 
1139 1590 .81 118 
1158 1625 .79 114 
1180 1665 .73 106 
1205 1710 .76 111 
1208 1715 .83 120 
1144 ^.1600 1.49 .40 58 
1241 1775 Sonic .43 62 

17-4PH, 1155 1620 Sonic 1.18 171 
H-1025 1178 1660 ♦ 1.20 174 

113S 1590 1.46 7.65 111 
1166 1640 1.50 7.65 111 

866 *1100 1.31 .41 60 
'005 VI350 1.32 .41 60 
1122 ■vl560 1.36 .41 60 
1178 1660 Sonic .43 63 

1018 Carbon 750 ^890 Sonic 1.37 198 
Steel 1089 ■^1500 1.44 209 

1133 1580 1.43 208 

894 -.1150 1.35 .73 106 
1000 ^1340 1.56 .75 109 
1080 1485 Sonic .76 110 
1100 1520 i .77 111 
1144 1600 .79 115 

908 VII75 1.39 .14 20 
1061 ^1450 1.40 .14 20 
1311 1900 1.34 .13 19 
1386 2035 1.37 .14 20 

Monel 400 889 MHO 1.30 .76 110 
903 1.1165 Sonic .61 89 

1058 1.1445 Sonic .64 93 
106S 1.1460 1.41 .76 110 
1118 1550 1.45 .76 110 
1141 1595 Sonic .81 117 
1144 1600 .66 96 
1178 1660 .70 101 
1214 1725 .76 110 
1300 1880 .81 117 
1311 1900 .80 116 
1075 1475 1.63 .38 55 
1125 1565 Sonic .39 57 
1144 1600 1 .41 59 
1286 1855 ♦ .45 65 
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Test 
No. 

Minor film buildup 104 
Moderate film buildup 112 
Moderate film loss 112 
Major film buildup 104 
Major film buildup 112 
Major exotherm with loss of mat'l. 104 
Major exotherm with loss of mat'l., gross specimen burning 112 
Very minor film loss ana reformation 157 
Major film buildup 157 
Major loss of mat'l., orifice enlarged appreciably 157 

Major film buildup 107 
Film loss 107 
Film buildup 107 
Major exotherm and loss of mat'l,, gross specimen burning/ 107 

melting 
Minor film loss 103 
Minor film buildup 103 
Minor film buildup 111 
Minor film loss 103 
Major film buildup 103 
Major film buildup 111 
Minor film loss 111 
Minor film loss 103 
Minor film buildup 103 
Major exotherm and loss of mat'l., gross specimen burning 103 
Major exotherm and loss uf mat'l., gross specimen burning 111 
Major film buildup 156 
Major exotherm and loss of mat'l., moderate specimen burning 156 

Significant exotherm film buildup 106 
Major exotherm with loss of specimen mat'l., gross specimen 106 

burning 
Minor exotherm and film buildup 114 
Major exotherm with loss of spec, mat'l., excess specimen 114 

burning 
Very minor material  loss 158 
Onset of a minor film buildup 158 
Major film buildup 158 
Major exotherm with loss of spec, mat'l. 158 

Small, sharp endotherm 138 
Onset of major film loss 138 
Major exotherm with loss of spec, mat'l., gross orifice 138 

burning 
Onset of appreciable buildup 117 
Modest endotherm 117 
Rapid endothermic film buildup 117 
Minor film loss and subsequent major reformation 117 
Major exotherm with loss of spec, mat'l., gross orifice 117 

burning 
Onset of minor film buildup 145 
Modest exothermic film loss 145 
Moderate film buildup 145 
No failure to max. test temp., some orifice opening observed 145 

Minor sharp exotherm 113 
Minor sharp exotherm 106 
Moderate exothermic film buildup 105 
Moderate exothermic film buildup 113 
Major film buildup 113 
No failure to max. test temp., orifice plugged off 113 
Major film buildup 105 
Very rapid endothermic film buildup 105 
Minor film loss and reformation 105 
Minor film loss 105 
No failure to max. test temp., orifice essentially plugged off     106 
Onset of moderate film buildup 155 
Major endothermic film buildup 155 
Minor film loss followed by continuing film buildup 155 
No failure to max. test temp, but orifice essentially 155 

plugged off 
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TABLE 2.4-1  (cont.) 

i \ 

Specimen 
Temperature 

Orifice 
Pressure 

Upstream 
Pressure  .  

Material           ^TT ^T^ Ratio MN/m" psia 

Inconel 625             950 1250 Sonic 1.38 200 
1)16 1550 1.39 202 
1194 1690 1.42 206 
1244 1780 1.42 206 
1264 1815 1.41 204 
1294 1870 1.41 205 
1305 1890 1.43 207 
1372 2010 1.53 222 
1466 2180 ... 1.53 222 
1044 1420 1.34 .72 105 
1075 1475 1.46 .73 106 
1114 1545 1.39 .72 105 
1172 1650 So lie .80 116 
1222 1740 .77 112 
1239 1770 .77 111 
1255 1800 .75 109 

Mckel 200             1061 vl450 Sonic 1.35 196 
1150 ^1610 1.39 201 
1166 1640 1.38 200 
1200 1700 1.39 201 
1266 1820 1.44 209 
1297 1875 1.44 209 
1308 1896 1.44 209 
1350 1970 1.50 218 
1083 1490 1.40 .74 107 
1133 1580 Sonic .78 113 
1172 1650 .79 115 
1269 1825 .75 109 
1322 1920 .74 108 

Copper OFHC             505 450 Sonic .62 90 
561 550 .62 90 
589 600 .63 91 
622 660 .64 93 
866 1100 1 .63 92 
916 1190 .67 97 
589 600 1.20 .46 66 
750 890 1.32 ,46 67 
905 1170 1.27 .45 65 

1022 1380 1.39 .44 64 
1161 1630 Sonic .46 66 
589 600 1 .19 28 
714 825 .18 26 
81) 1000 1.62 .16 23 
911 1180 1.58 ,16 23 
983 1310 Sonic .20 29 

1)08 1535 1.70   , .17 24 
1158 1625 1.59  ' .16 23 
1203 1705 1.57 .16 23 

Narloy A                  958 1265 Sonic 1.21 176 
1011 1360 1.21 175 
1028 1390 1.18 171 
822 1020 1.27 .48 70 
897 1155 1.26 .48 69 
905 1170 1.23 .46 65 
939 1230 1.30 .48 69 

'■   953 1255 1.37 .46 67 
983 1310 1.28 .45 65 

1019 1375 Son 1c .50 72 
1189 1680 .46 66 

1230 1755 
* .44 64 

6A1-4V                      744 »-880 1,25 .49 71 
Titanium                  750 •x.890 1.23 .44 64 

922 1200 1.41 .46 66 
941 1235 1.33 .49 71 
983 ■<.1310 1.70 .46 67 
989 1320 1.45 .50 73 

1091 1505 Sonic .51 74 
1191 1685 ♦ .46 66 

2219 Aluminum,        658 '>.725 1.27 .43 63 
T-87                          908 1.117S Son ic .45 65 

Material Response 
Test 
No. 

Apparent onset of a slow, minor exotherm 139 
Major endotherm with some film buildup 139 
Modest film loss followed by film reformation 139 
Modest film loss followed by film reformation 139 
Modest film loss followed by film -eformation 139 
Minor film loss followed by film leformation 139 
Modest film loss followed by film reformation 139 
No failure but essentially complete blockage of orifice 139 
Burnout failure of preheater section 139 
Modest film buildup 118 
Modest film loss 118 
Major endothermlc film buildup 118 
Minor film loss followed by film reformation 118 
Minor film loss followed by film reformation 118 
Minor film loss 118 
No failure to maximum test temperature, orifice virtually 118 

unchanged 

Significant film buildup 140 
Moderate film loss and endothermic reformation 140 
Minor film loss and endothermic reformation 140 
Minor film loss and subsequent buildup 140 
Minor film loss and subsequent buildup 140 
Minor film loss and subsequent buildup 140 
Minor film loss and subsequent buildup 140 
No failure to max.  test temp., orifice essentially plugged off      140 
Major endothermic film buildup 116 
Minor film loss and subsequent reformation 116 
Onset of a gradual film loss 116 
Onset of a minor film reformation 116 
No failure to max. test temp., orifice open and virtually 116 

unchanged 

Very minor film loss and reformation 142 
Minor film loss 142 
Significant film buildup 142 
Minor film loss and reformation 142 
Slow film buildup 142 
No failure to maximum test temp. 142 
Minor film buildup 153 
Minor film loss and reformation 153 
Moderate film buildup 153 
Major film buildup 153 
Major exotherm with loss of mat'l., gross orifice opening 153 
Very minor film loss 143 
Possible minor film formation 143 
Possible minor film loss 144 
Minor film buildup 144 
No failure to maximum test temp. 143 
Moderate film loss 144 
Moderate film loss 144 
No failure to maximum test temp., orifice enlarged 144 

appreciably 

Minor film loss 110 
Moderate exothermic film loss 110 
Major exotherm with loss of mat'l., gross specimen burning 110 
Very minor film loss 147 
Onset of moderate film buildup 147 
Onset of rapid film buildup 152 
Major film buildup 147 
Modest film loss 152 
Major film buildup 152 
Orifice totally plugged off 147 
Maximum film buildup achieved and onset of a significant 152 

film loss 
Major exotherm with loss of mat'l., gross orifice opening 152 

Onset of film buildup 146 
Onset of film buildup 151 
Minor film disruption and subsequent rebuilding 151 
Modest film loss followed by more rapid film buildup 146 
Small decrease in film buildup rate 151 
Minor film loss and subsequent rebuilding 146 
No failure to max. test temp., orifice plugged off 146 
Major exotherm and loss of spec, mat'l., significant 151 

specimen burning 

Onset ot  ;radual1y increasing rate of film buildup 148 
Orifice essentially plugged off, specimen partially melted 148 

along holder boundary 
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TABLE 2A-3 

THRESHOLD REACTION TEMPERATURES OF MATERIALS SUBJECTED TO SHORT-TERN, 
HIGH-VELOCITY FLOW OF COMPRESSED GASEOUS NF, 

ThftShoId Temperatures 

Material 
First Attack 

k          F ~ 
Corrosion 1 F - Incipient r Failure 

Nickel 200 vioei v.1450 - - -1350 >1970 

Inconel 625 950 1250 1114 1545 -1372 >2010 

316 L Stainless Steel 914 1185 1100 1520 1203 1705 

Monel 400 v.889 •vH40 1116 1550 »1311 > 1900 

304 L Stainless Steel 878 1120 1144 1600 1197 1695 

17-4 PH Stainless Steel A.866 A.1100 ^1122 M560 1166 1640 

Narloy A 822 1020 905 1170 1028 1390 

1018 Carbon Steel •x750 v.890 1080 1485 1133 1580 

• Titanium 6 A1-4V 

Aluminum 2219 

v.744 

•v.658 

■UWO 

•v725 

922 1200 119) 

•v908(a) 

1685 

vll75^ 

Copper OFHC 505 450 589 600 1161 1630 
*■ 

Carbon CJPS 844 1060 1011 1360 1366 2000 

Polytetraf 1 uoroethylene V489 v.420 - - 766<Ä> 920 ^ 

PFA Teflon - - - - 580ia) 585(a) 

Kel-F 81 CTFE v458 v365 489 420 5;'Ml,U 490(a) i 

(•}   Onstt Of SO^itn1ng/par11 a 1 me111nq. 

• 
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2.4, Flow Tests (cont.) 

exotherm at about 600 K. That reaction probably is related to the first- 
attack threshold for aluminum (^ 658 K) as given in Table 2.4-3. It can 
thus be seen that the thresholds defined under flow conditions mark 
significant NFs/material interactions that, at least in some cases, corres- 
pond reasonably well with interactions observed under static conditions. 

i 
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2.0, Experiment Results and Discussion (cont.) 

2.5  ADIABATIC COMPRESSION TESTS 

The objective of the adiabatic compression tests is to determine 
the behavior of selected materials in the presence of nitrogen trifluoride 
subjected to adiabatic compression. The test simulates the condition 
which can occur during the rapid opening and closing of valves. The materials 
selected for testing in the tabulation below are considered to be represen- 
tative system materials which could be exposed to NF3 undergoing rapid 
compression. 

Al 2219, T-87 
CRES 304L, Annealed 
CRES 347, Annealed 
CRES 17-4 PH, H-1025 
Inconel 718, STA 
Monel 400, Annealed 
Nickel 200, Annealed 

Ti 6A1-4V, STA 
1010 Steel, Normalized 
Cu OFHC, Annealed 
Polytetraf1uoroethylene 
Kel F 81 CTFE 
Carbon CJPS 
Kalrez, Epoxy EA 934 

2.5.1  Apparatus and Procedures 

2.5.1.1  Description of Apparatus 

The requirements of the adiabatic compression test 
necessitates the use of an apparatus in which gaseous nitrogen trifluoride 
at variable initial temperatures and/or pressures is adiabatically compressed 
to variable compression ratios in the presence of selected material specimens. 
The apparatus previously used successfully under Contract F04611-72-C-0031 
for similar adiabatic compression tests with fluorine and chlorine penta- 
fluoride is employed for these tests with nitrogen trifluoride. 

The apparatus is a U-tube adiabatic compression test 
apparatus which is modified to accommodate the introduction of gaseous 
nitrogen trifluoroide and material specimens and to incorporate a means of 
temperature conditioning the loaded U-tube. A schematic diagram of the 
entire apparatus for handling the nitrogen trifluoride and conducting the 
tests is shown in Figure 2.5.1. The schematic diagram of the U-tube adiabatic 
compression apparatus is shown in Figure 2.5.2; a photograph of the apparatus 
is shown in Figure 2.5.3; and the schematic of the test specimen holder with 
the test specimen in place is shown in Figure 2.5.4. The test specimen 
holder is a 0.64 cm (0.25 in.) solid AN plug used to seal the end of the 
U-tube. The test specimen is a strip of material 0.25 mm (0.010-in.) thick 
by 2.5 mm (0.10-in.) wide by 2.5 mm (0.10-in.) long which is spot welded, 
if metal, to the end of the AN plug or wedged into the end of a hollow AN 
plug and cemented in place with Sauereisen if the specimen is a non-metal. 
The U-tube is fabricated from Hastelloy-X 0.64 cm (0.25 in.) tubing approxi- 
mately 40.6 cm (16-in.) long. .' 
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LEGEND 

BD 

CV 

GN2-A 

GNF3-C 

GNF3-R 

BURST DISC 

CHECK VALVE 

GASEOUS NITROGEN ACCUMULATOR 

GASEOUS NF3 CYLINDER 

GASEOUS NF3 RESERVOIR 

PG   : PRESSURE GAUGE 

R-l  : GASEOUS NF3 REGULATOR 

ROV  : REMOTE OPERATION VALVE (RUN VALVE) 

TRAP : VACUUM TRAP 

V-   : HAND OPERATED VALVE, 1/4-IN. 
CONTROL COMPONENTS 

Figure 2.5.1 Schematic Diagram of System for Conducting the 
Adiabatic Compression Testing 
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1/'.   in.  MAROTTA LINE 

VALVE»  SOLENOID 
;OPKRATKn 

3000 LB PRESSURE 
-TRANSDUCER 

ELECTRIC OPERATED 
MAROTTA LOADER FOR 
PRESSURE RECULATION 

3/8 IN.  MAROTTA LINE 
VALVE,  SOLENOID 
OPERATED 

3000 LB GAUGE 

N,,  SUPPLY. 

N-  SUPPLY 

ACCUMULATOR  TANK,   5L. 

1/2 IN.   FUTURECRAFT LINE VALVE, 

PNEUMATIC ACTUATED 

=^ TO  FAST-ACTING RECORDER 

EXTENSIOMETER 

1/2  IN.   CIRCLE  SEAL  CHECK VALVK 

1000 LB.   BURST  DISC ASSEMBLY 

l/A  IN.   O.D.   TUBING   (TEST  SECTION) 

GASEOUS NF 

Figure 2.5.2. Schematic Diagram of U-tube Adiabatic 
Compression Apparatus 
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Figure 2.5.3. Adiabatic Compression Apparatus 

. ..., 

Jack 
for Bath 
Posi t io i l i ng 

Kun 
Val ve 

Check 
Val ve 

Temperature 
Batn-

Ni trogen 
Accumulator 

U-Tube 



■anmm 

TEST SPECIMEN HOLDER 
(HOLLOW 1/4-IN. AN 
PLUG) 

CEMENTED IN 
PLACE WITH 
SAUEREISEN 

TEST SPECIMEN 

Figure 2.5.4. Schematic of Test Specimen Holder with Test Specimen in Place 
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2.5, Adlabatic Compression Tests (cont.) 

2.5.1.2     Test Procedures 

The tests are conducted in the following manner.    The 
U-tube is attached to the apparatus and the specimen holder used to seal 
the open-end of the U-tube.    The tube is then evacuated to 1 torr or less, 
temperature conditioned, and then gaseous nitrogen trifluoride is gradually 
introduced into the assembly to a predefined pressure level.    The pneumatic 
line valves are then actuated and the nitrogen from the accumulator tank is 
used to compress the gaseous nitrogen trifluoride.    The U-tube assembly is 
then vented and flushed with nitrogen and the test specimen is examined 
visually to ascertain if any attack occurred.    Microscopic examination is 
used to evaluate the samples which are not totally consumed in the test. 
A 1000 lb burst disc made of 304-L stainless is used in each test to seal 
the pneumatic valve and check valve assembly from the nitrogen trifluoride 
atmosphere prior to the test.    At driving pressures below 7.68 MN/m2 
(1100 psig) no burst disc was used.    The driving pressure in the accumulator 
tank and the initial nitrogen trifluoride temperature and/or pressure is 
varied with each material to achieve final pressures and temperatures at 
which the metals are susceptible to attack.    The test specimen is replaced 
after each test to insure that comparable surfaces are being exposed to the 
test conditions.    The pneumatic valve opens completely withing 1.5 milliseconds 
so with an accumulator pressure of 6.89 MN/m2 (1000 psia), the minimum pressuri- 
zation rate is 4.6 x 10° MN/m2/sec (6.7 x 105 psi/sec). 

The data obtained from the test directly includes the 
initial  nitrogen trifluoride temperature and pressure, the final nitrogen 
trifluoride pressure (after adiabatic compression) and the test specimen 
response.    The test specimen response is reported as (-) for a negative 
result indicating no microscopically visible effect, as (+) when the speci- 
men shows definite attack but is not destroyed, and as (++) when the specimen 
is destroyed.    Tests were conducted with both pure nitrogen trifluoride and 
a mixture of 15% nitrogen trifluoride - 85% argon which permitted significantly 
higher temperature levels to be attained and also significantly lower values 
for the density of the gaseous nitrogen trifluoride. 

2.5.1.3     Calculation Procedures 

The final temperature values were obtained from graphs 
of final pressure values versus temperature.    The graphs were generated from 
entropy diagrams for gaseous nitrogen trifluoride and the gaseous nitrogen 
trifluoride/argon mixture. 
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2.5, Adlabatic Compression Tests (cent.) 

2.5.1.3.1    Entropy of Gaseous Nitrogen Trifluoride 

The entropy of ideal gaseous nitrogen trifluoride at 
one atmosphere pressure (0.101325 MN/m2) and various temperatures was taken 
from the JANNAF Thermochemical Tables (Reference 2.5.1).    The entropy of 
the real gas at various pressures and temperatures was determined by calcu- 
lating isothermal entropy changes between real-gas and ideal-gas states 
and between pressures in the real-gas region and then applying those entropy 
changes to the ideal-gas data.    The entropy changes are analytically given 
by equation (1) which is taken from Reference 2.5.2, p. 269. 

H, 

>2 

- R 
f2 f1 P2 

In /- In pJ-+ In /- 
vl y\ Y\ 

(1) 

Values for the enthalpy deviations,  (H-Ho)/Tc, and fugacity coefficients, 
f/P, were taken from Appendix B of Reference 2.5.2 at selected reduced 
temperatures, Tr = T/Tc, and reduced pressures, Pp = P/Pc, using values 
for the critical temperature and pressure, Tc and Pc, of nitrogen trifluoride 
from Jarry and Miller (Reference 2.5.3).    The resulting entropy data for 
nitrogen trifluoride are given in Table 2.5-1, and are presented in the form 
of a T-S diagram in Figure 2.5.5. 

To aid in the selection of test conditions for the 
adiabatic compression tests and in the reduction of experimental test data, 
the entropy data from Table 2.5-1 were interpolated to yield curves relating 
nitrogen trifluoride temperatures following adiabatic compression from 
fixed initial pressures and various initial temperatures to various final 
pressures.    In Figures 2.5.6 and 2.5.7 the initial nitrogen trifluoride 
pressure is 34.47 KN/m2 (5 psia) and curves are given for initial  nitrogen 
trifluoride temperatures in the range of 283.16 to 298.16 K (10 to 25 C) 
and final pressures in the ranges of 0.2758 to 2.758 MN/m2 (40 to 400 psia) 
and 2.758 to 20.684 MN/m2 (400 to 3000 psia), respectively.    Similar curves 
are shown in Figures 2.5.8 and 2.5.9 except the initial nitrogen trifluoride 
pressure in these cases is 0.1013 MN/m2 (1 atm). 

2.5.1.3.2   Entropy of Gaseous Nitrogen Trifluoride-Argon 
Mixtures 

The entropies of nitrogen trifluoride-argon mixtures 
were calculated assuming the ideal mixing of the components starting with 
each component at the pressure of the mixture and treating each component 
as a real-gas.    In such cases the entropy of the mixture is defined analytically 
by Equation (2): 

■ 
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Figure 2.5.6. Final NF3 Temperatures Resulting from Adiabatic Compression from an 
Initial Pressure of 34.47 KN/m2 (5 psia) to Final Pressures in the 
Range of 0.2758-2.758 MN/m2 (40-400 psia) 
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Figure 2.5.7. Final NF3 Temperatures Resulting from Adiabatic Compression from an 
Initial Pressure of 34.47 KN/m? (5 psia) to Final Pressures in the 
Range of 2.758-20.684 MN/m2 (400-3000 psia) 
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Figure 2.5.8. 

FINAL TEMPERATURE, 0F 

Final NF3 Temperatures Resulting from Adiabatic Compression from an 
Initial Pressure of 0.1013 MN/m^ (1 atm) to Final Pressures in the 
Range of 0.2758-2.758 MN/m2 (40-400 psia) 
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Figure 2.5.9.    Final NF^ Temperatures Resultimi tfom Adiabatic Compression from an 
Initial  Pressure of 0.1013 MN/im   (1 aim) to final Pressures in the 
Ramje of 2.758-20.684 MN/im   (400-3000 psia) 
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2.5, Adiabatic Compression Tests (cont.) 

mix Iy1S1 - R^y^ny. (2) 

where: 
S. = the entropy of the ith component at the pressure and tempera- 

ture of the mixture, and 

y. = mole fraction of the ith'component in the mixture. 

In these calculations, values for the entropy of nitrogen trifluoride (real- 
gas) were taken from Table 2.5.1 and for argon (real-gas) from Reference 
2.5.4. For argon, real-gas entropies at pressures above 10.1325 MN/m^ 
(100 atm) were obtained by logarithmic extrapolation of values given at 
70 and 100 atm. Argon entropies at pressures between 0.01 and 100 atm were 
obtained by logarithmic interpolation of the tables given in Reference 2.5.4. 

On the basis of the calculated temperature-entropy 
data for nitrogen trifluoride-argon mixtures containing 10, 15, 20, 25, and 
50% vol nitrogen trifluoride, a mixture containing 15% vol nitrogen tri- 
fluoride was selected as being most useful in adiabatic compression tests 
aimed at defining threshold material compatibility limits with nitrogen 
trifluoride in the high temperature-low density regime. As a further aid in 
the selection of adiabatic compression test conditions and in the reduction 
of experimental test data, the temperature-entropy data for nitrogen tri- 
fluoride-argon (15/85) were interpolated to yield curves relating nitrogen 
trifluoride temperatures following adiabatic compression to pressures in 
the rangeof 2.758 to 20.684 MN/m2 (400 to 3000 psia) wherein the initial 
pressure is 0.1013 MN/m2 (1 atm) and initial temperatures are in the range 
of 283.16 to 298.16 K (10 to 25 C). These curves are presented in 
Figure 2.5.10. 

2.5.1.3.3 Final Density Calculation 

The final gas density value for the tests in which 
pure nitrogen trifluoride was used was calculated on the basis of the gas 
law: 

D = mm p     ZRT 

The compressibility factor (Z) was assumed to be unity. 

In the tests in which the gaseous mixture of 15% 
NF3-85% Ar (volume percents) was used, the final gas density was calculated 
from the gas law equation using a mean molecular weight value of 44.61 for 
the mixture and then multiplying the calculated density value by the weight 
fraction of nitrogen trifluoride in the mixture, 0.2388, to obtain the nitrogen 
trifluoride density values which are reported in Table 2.5-2. 
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Figure 2.5.10.    Final  NFa-Ar (15/85) Temperatures Resulting from Adiabatic 
Compression from an Initial  Pressure of 0.1013 MN/m2 (1  atm) 
to Final  Pressures in the Range of 2.758-20.684 MN/m2 
(400-3000 psia) 
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2.5, Adiabatic Compression Tests (cont.) 

2.5.2  Experimental Results 

The data which were derived from the adiabatic compres- 
sion tests are presented in Table 2.5-2. The initial pressure values which 
are presented in paretheses are for the 15% nitrogen trifluoride-85% argon 
mixture and the pressure value corresponds to the partial pressure of the 
nitrogen trifluoride present in the mixture. The data in Table 2.5-2 are 
presented in both SI units and in English units. The test results are 
based on the visual microscopic observations prior to and after each test. 
In many cases the decreasing severity of the attack was noted as the driving 
pressures were decreased. The surface changes observed for the metal 
specimens were generally minor and might fall into a category of being 
comparable to the formation of passivation films. None of the metal samples 
appeared to react in a manner which would result in the ignition of the 
material. 

In order to obtain additional information on the 
nature of the reaction which occurs with the metal surfaces, a Ni 200 
sample was subjected repeatedly to the adiabatic compression test and 
the results are presented in Table 2.5-3. The data indicate that addi- 
tional surface reaction occurs with each adiabatic compression cycle above 
the threshold level defined in Table 2.5-2, and implies that the reaction 
which occurs is more severe than one would anticipate from a passivation 
reaction, i.e., pitting occurs. 

The threshold conditions for each material as identi- 
fied by the adiabatic compression tests are summarized in Table 2.5-4. The 
data in the table corresponds to the final conditions at which no reaction 
was observed. 

Although the adiabatic compression environment is 
complex due to the shock waves which are also present during the process 
and this complicates the interpretation of the data for design purposes, 
there are a significant number of items to note from the data which is 
given in Table 2.5-2 and sunmarized in Table 2.5-4. The items to note are 
as follows: (1) definite threshold limits exist for the various materials 
when they are subjected to adiabatic compression of nitrogen trifluoride 
from various initial conditions and these thresholds provide a basis for 
rating the relative resistance of materials to nitrogen trifluoride attack 
during compression; (2) of the metals tested, 304L stainless steel and 
Nickel-200 rate best while carbon steel, copper, and titanium rate poorly; 
(3) of the non-metals tested, carbon CJPS rates best and is comparable 
to many of the intermediate metals; and (4) some of the best fluorocarbon 
plastics such as polytetrafluoroethylene, Kel-F 81, and Kalrez exhibit 
moderate compatibility but comparable only to some of the less compatible 
metals. 
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—— 

TABLE 2.5-3 

OBSERVATIONS OF A NICKEL-200 SAMPLE WHICH WAS 
REPEATEDLY SUBJECTED TO ADIABATIC COMPRESSION 

OF GASEOUS NITROGEN TRIFLUORIDE 

Test 
Ini 

Pres 
tial 
sure 

Final 
Pressure 

Final 
Temperature 

No. kq/mZ psia MN/ntf' psia K F 

1 33.8 4.9 9.07 1315 611 641 +, Some surface change 

2 33.8 4.9 9.07 1315 611 641 +, Slight additional 
change 

3 33.8 4.9 9.07 1315 611 641 +, Slight additional 
change 

4 33.8 4.9 9.07 1315 611 641 +, More change 

5 33.8 4.9 9.07 1315 611 641 +, Some pitting 

6 33.8 4.9 9.07 1315 611 641 +, More Change 

7 33.8 4.9 9.07 1315 612 643 +, More change 

8 33.8 4.9 9.07 1315 612 643 +, More change 

9 33.8 4.9 9.07 1315 612 643 +, More change 

10 33.8 4.9 9.07 1315 612 643 +, More change 

11 33.8 4.9 13.9 2015 644 700 +, Pitting 

12 33.8 4.9 13.9 2015 644 700 +, Additional pitting 
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2.5, Adiabatic Compression Tests (cont.) 

The data also provide an insight into the conditions of 
compression which produce the greatest interaction with materials. The 
two significant items are as follows: (1) the reaction thresholds as a 
function of driving pressure decrease as the initial pressure of the nitro- 
gen trifluoride decreases, and (2) dilution of the nitrogen trifluoride 
with an inert gas, in almost every case, increases the driving pressure 
threshold even though the calculated final temperatures due to adiabatic 
compression may be substantially increased by the dilution. 
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2.0, Experiment Results and Discussion (cont.) 

2.6  MECHANICAL IMPACT TESTS 

The objective of the mechanical impact testswas to determine 
the effect of mechanical impact on materials in the presence of liquid 
and gaseous nitrogen trifluoride. Historically the test method was developed 
for evaluation of the compatibility of liquid oxygen with various materials. 
Experience demonstrated that materials which could withstand a mechanical 
impact at an energy level of 10 kg-m (72 ft-lbs) in liquid oxygen without 
reaction were suitable for use in liquid oxygen service. 

2.6.1  Mechanical Impact in Liquid Nitrogen Trifluoride 

The discussion is presented in two sections: (1) 
Apparatus and Procedures and (2) Experimental Results. 

2.6.1.1 Apparatus and Procedures 

The mechanical impact tests were conducted in accor- 
dance with ASTM D-2512-70 (Reference: Annual Book of ASTM Standards. , 
Part 18, 1973). This method is normally used to determine the relative 
sensitivity of materials with liquid oxygen under impact energy using the 
Army Ballistic Missile Agency (ABMA) type tester. A sample of the test 
material is placed in an aluminum specimen cup and the 17-4 PH striker pin 
is centered in the cup which contains the liquid nitrogen trifluoride. 
The entire anvil assembly is cooled with liquid nitrogen to retain the 
liquid nitrogen trifluoride in the cup. The plummet is dropped from 
selected heights up to 1.22 meters (4 feet) onto the pin, which trans- 
mits the eneray to the test specimen. The plummet weight is 9.07 + .023 kg 
(20 + 0.05 lb), and dropping it 1.22 meters (4 feet) provides the Impact 
level of 11.07 kg-m (80 ft-lbs). 

Observation for any reaction is made and the liquid 
nitrogen trifluoride impact sensitivity of the test material is noted. 
Drop tests are continued using fresh cups and striker pins for each drop 
until a threshold value is achieved or no sensitivity is noted up to 11 kg-m 
(80 ft-lbs) of impact energy. The approximate threshold value is defined 
as the greatest height at which no reaction is obtained in 20 drops. 

A photograph of the test apparatus is shown in Figure 
2.6.1 and a photograph of the anvil section of the apparatus for the testing 
with liquid nitrogen trifluoride is shown in Figure 2.6.2. The apparatus 
was enclosed in an acrylic plastic box which was continuously purged with 
nitrogen to prevent condensation of atmospheric vapors in the chilled 
portion of the apparatus. The drop times were measured with a special 
electronic timer which was triggered and stopped by electrical shorting 
contacts. Valid tests are those in which the actual plummet drop time 
corresponds to a value that is within 3 percent of the computed free-fall 
time. 
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Figure 2.6.1. Photograph of the Mechanical Impact Tester 

163 



P,,«,«,IIJ,IJIM,;I,. I,JL..I, in.mmt Pl^l.lll.JIIUlPMlllU l " 

Figure 2.6.2.  Photograph of the Anvil Section of the 
Mechanical Impact Tester 
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2.6, Mechanical  Impact Tests (cont.) 

2.6.1.2   Experimental Results 

Based on the available literature for liquid fluorine, 
liquid chlorine pentafluoride, and liquid oxygen, only two types of metal 
alloys were appropriate candidates for impact testing, an aluminum alloy and 
a titanium alloy. The alloys selected for testing were 2219 aluminum, T-87, 
and 5A1-2.5 Sn titanium,ELI. "the 5A1-2.5 Sn titanium was selected instead 
of 6A1-4V titanium because tfie former is more suitable for cryogenic service 
than the latter. 

The non-metal candidates selected for testing were: 
polytetrafluoroethylene, Kel-F 81 CTFE, PFA teflon, and Viton.    In addi- 
tion a few tests were conducted with other non-metallic materials to obtain 
some indication of their reactivity in liquid nitrogen trifluoride under 
impact conditions.    The data obtained from the tests are presented in 
Table 2.6-1. 

The significant items to note from the data are as 
follows.   The threshold energy-level values for reaction are greater than 
11 kg-m (80 ft-lb) for the polytetrafluoroethylene and Kel-F 81 CTFE and 
this corresponds to the maximum energy level attainable with the apparatus. 
The threshold energy level for Viton, Class 1  is 6.9 kg-m (50 ft-lb). 
The threshold energy-level for the PFA Teflon is 9.7 kg-m (70 ft-lb).    For 
comparison purposes, energy-level values for polytetrafluoroethylene and 
Kel-F 81 in liquid oxygen are greater than 10 kg-m (72 ft-lbs) (the upper 
limit tested).    Viton A was found to vary from batch to batch in reactivity 
and 5 kg-m (36 ft-lbs) was an apparent threshold value.    No data were found 
for PFA Teflon in liquid oxygen.    For the 2219 aluminum, the threshold 
energy-level value in liquid nitrogon trifluoride was found to be greater 
than 11 kg-m (80 ft-lb); for the 5 Al-2.5 Sn titanium, the threshold 
energy-level value is 10 kg-m (72 ft-lb).    In all the tests in liquid NF3, 
the positives were noted as a flash of light. 

For comparison purposes, the energy-level value for 
reaction between liquid oxygen and 2219 aluminum is greater than 10 kg-m 
(72 ft-lbs), and for 6A1-4V titanium the value is approximately 2 kg-m 
(14 ft-lbs). 

The limited tests with the silicone grease indicate 
that its threshold energy-level value is less than 2 kg-m (15 ft-lb) and 
sustained burning was observed along with the flash of light.    One test with 
Krytox at the 11 kg-m (80 ft-lb) energy level produced a negative result. 
Two tests were conducted with polyethylene at the maximum drop height, 
1,22 meters (48 inches).    One drop was negative, but the other produced 
a flash of light with sustained burning.    One test was conducted with 

165 

 — ■ ___L_    



mwgxs>^:....:.i^:.^....:. ■; ■...,: .mm 

TABLE 2.6-1 

EFFECTS ON VARIOUS MATERIALS SUBJECTED TO MECHANICAL 
IMPACT IN LIQUID NITROGEN TRIFLUORIDE AT 77K 

Material 
Thickness Drop Height 

Results 
No. of 

Material mm  inch 

1.63 .064 

m 

1.22 

inches 

48 

Positives 

0 

Drops 

Polytetraf1uoroethylene 20 

Kel-F-81 CTFE 0.81 .032 1.22 38 0 20 

Viton, Class 1 2.2  .085 1.22 48 1 6 
(Parco 9009-75) 1.10 43.3 1 2 

0.84 33 2 7 
. 0.76 30 0 20 

0.61 24 0 20 
PFA Teflon .18 .007 1.22 48 1 14 

1.14 45 1 5 
1.10 43.3 1 4 
1.07 42 0 20 
0.99 39 0 20 
0.84 33 0 20 

2219 Aluminum, T-87 1.37 .054 1.22 48 0 20 

5A1-2.5 Sn Titanium, ELI 0.81 .032 1.22 48 1 11 
1.14 45 1 12 
1.10 43.3 0 21 
.84 33 0 3 

Silicone Grease .30 12 2 2 
(Dow Corning High Vacuum) .23 9 1 1 

.15 6 o 1 

• 
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2.6, Mechanical Impact Tests (cont.) 

Vaseline at the maximum drop height; the result was a detonation which 
shattered the plexiglas box which surrounded the apparatus. These tests 
re-emphasized the necessity for maintaining the NF3 systems free of hydro- 
carbon contamination. 

The composition of the nitrogen trifluoride used in 
the tests was as follows:* 

Component Content , Weight Percent 

NF3 99.66 

Active fluorides as HF 0.0006 

N2 0 

CO/O2 0.29 

CF4 0.017 

CO2 0.011 

NgO 0.017 

2.6.2     Mechanical Impact in Gaseous Nitrogen Trifluoride 

Because high pressure storage of nitrogen trifluoride 
is one means to minimize the storage container size, mechanical impact tests 
were conducted with potential non-metallic materials which would be used 
in such systems at pressures up to 17.34 MN/m2 (2500 psig). The discussion 
is presented in two sections: (1) Apparatus and Procedures, and (2) Experi- 
mental Results. 

2.6.2.1 Apparatus and Procedures 
V 

The tests were conducted in a manner similar to those 
involving gaseous oxygen which have been described by C. F. Key (Reference 
2.6.1). The impact test apparatus is shown in Figure 2.6.3. Because the tests 
were conducted at ambient temperatures, the acrylic plastic box which 
enclosed the test apparatus was not required to prevent moisture condensa- 
tion and therefore was removed to provide better access to the test 
components. 

The anvil section which contained the nitrogen 
trifluoride at high pressures is shown in a photograph in Figure 2.6.4. 
The schematic of the anvil design is presented in Figure 2.6.5. High pres- 
sure nitrogen was used to counterbalance the effect of the nitrogen tri- 
fluoride pressure against the striker pin. Teflon 0-rings were used to 
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Figure 2 6.3.    Mechanical   Impact Test Apparatus for Gaseous Nitrogen Trifluoride 
Environment 
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Figure 2.6.4. Anvil Section for High Pressure Gas Testing with the 
Mechanical Impact Tester 
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2.6, Mechanical  Impact Tests (cont.) 

seal the gas chambers.    A rupture disc was incorporated in the NF3 chamber 
to prevent the pressure from exceeding 24.23 MN/tr.^ (3500 psig).    The 
threshold levels for reaction were identified in the same manner as described 
for the mechanical impact tests in liquid nitrogen trifluoride.    The positive 
reactions all resulted in test samples being consumed and usually the burst 
disc ruptured. 

2.6.2.2   Experimental Results 

Only non-metallic materials were tested in gaseous 
nitrogen trifluoride.    The materials were polytetrafluoroethylene, Kel-F 81 
CTFE, PFA Teflon, and Viton, Class 1  (Parco 9009-75).    The materials were 
tested at pressure levels as great as 17.34 MN/m2 (2500 psig) and as low 
as 7.0 MN/m2 (1000 psig).    The data are presented in Table 2.6-2. 

Based on the data, the threshold energy-level values 
for reaction are (1) 3.45 kg-m (25 ft-lbs) at 7.0 MN/m2 (1000 psig) for 
PFA Teflon, (2) 2.72 kg-m (20 ft-lbs) at 7.0 MN/m2 (1000 psig) for Kel-F 
81, (3) greater than 11 kg-m (80 ft-lbs) at 7.0 MN/m2 (1000 psig), 9.0 
kg-m (65 ft-lbs) at 8.72 MN/m^ (1250 psig), about 3.45 kg-m (25 ft-lbs) 
at 17.34 MN/m2 (2500 psig) for polytetrafluoroethylene, and (4) greater 
than 11 kg-m (80 ft-lbs) at 17.34 MN/m2 (2500 psig) for the Viton, Class 1. 
The latter result is surprising in view of Viton's behavior in liquid NF3 
and may be due to the ability of the elastomer to dissipate the impact 
energy at ambient temperatures. 

used in the tests. 
Two different cylinders of nitrogen trifluoride were 

The compositions were as follows. 

Composition, Weight Percent 
Active Fluorides NF, 

as HF N, CO/0, CF, CO, N20 

Cylinder H79957       99.01 

Cylinder 309029       99.58 

<.0001 

<.0001 

0     0.27 

.039   0.30 

0.65 

0.030 

.012 

.0083 

.053 

.043 

As a basis for comparison with oxygen. Key has reported 
that in gaseous oxygen at 6.8 MN/m2 (986 psia) samples of polytetrafluoro- 
ethylene 0.157 cm thick reacted in 20 percent of the impact drops at an 
energy level of 10 kg-m (72 ft-lbs) and samples 0.086 cm thick reacted in 10 
percent of the impact drops at an energy level of 10 kg-m (72 ft-lbs) 
(Reference 2.6.1). 
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TABLE 2.6-2 

EFFECTS ON NON-METALLIC MATERIALS SUBJECTED TO MECHANICAL 
IMPACT IN GASEOUS NITROGEN TRIFLUORIDE AT AMBIENT TEMPERATURES 

Materials 

Material 
Thickness 

"mm      Inch 

Polytetrafluoroethylene     1.63     .064 

Kel-F 81  CTFE 0.81      .032 

PFA Teflon 0.18     .007 

Viton, Class 1 
(Parco 9009-75) 

2.2 .085 

Gaseous NF- 

Pressure 

MN/mZ     psia 

Drop 
Height             Results 

m      Inches     Positives 
No. of 

Drops 

17.34 2515 1.22 48 1 4 

17.34 2515 1.10 43.3 1 
17.34 2515 0.84 33 1 1 
17.34 2515 0.61 24 1 1 
17.34 2515 0.38 15 0 8 

10.45 1515 1.22 48 1 2 

8.72 1265 1.22 48 1 2 

8.72 1265 0.84 43.3 1 1 

8.72 1265 1.07 42 0 1 

8.72 1265 0.99 39 0 20 

8.72 1265 0.84 33 0 20 

7.0 1015 1.22 48 0 20 

17.34 2515 0.84 33 1 1 

17.34 2515 0.61 24 1 3 

17.34 2515 0.38 15 0 2 

7.00 1015 0.84 33 1 1 
7.00 1015 0.61 24 1 2 

7.00 1015 0.38 15 1 1 
7.00 1015 0.30 1 0 

1 h. 0 20 

7.00 1015 0.15 6 0 20 

7.00 1015 1.10 43.3 1 1 

7.00 1015 0.84 33 1 1 

7.00 1015 0.61 24 1 6 

7.00 1015 0.53 21 1 6 

7.00 1015 0.46 18 1 1 

7.00 1015 0.38 15 0 20 

17.34 2515 1.22 48 0 20 

13.89 2015 1.22 48 0 1 
10.45 1515 1.22 48 0 1 

7.QO 1015 1.22 48 0 1 

7.00 1015 1.10 43.3 0 1 

7.00 1015 0.61 24 0 2 

7.00 1015 0.38 15 0 1 

7.00 1015 0.30 12 0 1 

7.00 1015 0.15 6 0 1 
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2.0, Experiment Results and Discussion (cont.) 

2.7  FLOW IMPACT TESTS 

The objective of the liquid impact tests was to determine the 
maximum temperature to which various materials may be heated without detri- 
mental effects occurring when impacted by liquid streams of nitrogen tri- 
fluoride. The tests were performed at two velocities to establish the 
effect of velocity on the allowable temperature level. The materials tested 
were 

Al 2219, T-87 Ti 6A1-4V, STA 
CRES 304L, Annealed 1010 Steel, Normalized 
CRES 347, Annealed Cu OFHC, Annealed 
CRES 17-4 PH, H-1025 Polytetrafluoroethylene 
Inconel 718, STA Kel-F 81 CTFE 
Monel 400, Annealed Carbon CJPS 
Nickel 200, Annealed PFA Teflon 

The apparatus, procedures, and results are discussed below. 

a.  Apparatus and Procedures 

The test apparatus consisted of two majc   nponents: 
(1) a liquid feed system whichwaS maintained at 77 K (-191 «) and (2) an 
electrical-resistance heating system for the metal specimens. A photograph 
of the test apparatus is shown in Figure 2.7.1. The temperature of the metal 
specimens was measured by means of thermocouples attached to the back of the 
metal strip which was approximately .25 mm (0.010-in.) thick (Figure 2.7.2). 
The metal specimens were placed within 4.76 mm (3/16 in.) of the discharge 
orifice of the liquid propellant feed system. The exit orifice diameter of 
the propellant feed system was approximately 0.38 mm (0.015 in.) and the 
entire feed system was appropriately temperature conditioned with liquid 
nitrogen. For each test, a fresh, unpassivated specimen was used and the 
temperature level was increased in 56 K (100 F) increments for each test 
until the impacting liquid propellant caused the metal specimen to burn. 
As soon as the metal specimen reached the desired temperature, the liquid 
propellant was flowed for one second during each test and the feed lines were 
then immediately purged with helium to prevent moisture from accumulating 
at the exit orifice. The temperature at which significant attack occurs was 
determined within approximately 33 K (50 F). Normally therewasonly slight 
evidence of attack on the metal surfaces until the ignition temperature was 
reached. 

Nonmetallic materials were placed on a metal strip which 
was heated electrically. A non-metal specimen of PFA Teflon is shown in 
Figure 2.7.3. The non-metal specimen was held in place by means of two 
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Figure 2.7.1. Apparatus for Flow Impact Tests 
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Figure 2.7.2. Metal Specimen for Liquid Impact Testing with 
Thermocouple Attached to Back Surface 

Thermocouple for 
measurement of 
non-metal surface 
temperature 

Thermocouple for 
measurement ot 
metal temperature 

Figure 2.7.3. Non-Metal Specimen for Liquid Impact Testing with 
Thermocouples Attached 
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2.7, Flow Impact Tests (cont.) 

wire loops.    One thermocouple was attached to the metal  strip to insure that 
the non-metal  specimen was not subjected to localized overheating while 
another thermocouple was locateci at the impact surface of the non-metal 
specimen in order to measure the temperature of the non-metal  surface. 
The  latter thiirmocouple values were used in the tabulation of the data. 

The flow velocity through the exit orifice was determined 
from the orifice diameter and flow rates which were determined as a func- 
tion of driving pressure using water, methanol, and trichlorotrifluoro- 
ethane as calibration fluids.    In addition liquid nitrogen trifluoride 
itself at 77 K (-196 C) was used to calibrate the flow rate at a driving 
pressure of 1.82 MN/m2 (250 psig).    Two driving pressures were used in the 
tests 1.82 and 13.79 MN/m2 (250 and 2000 psig), and the corresponding 
velocities were 39 and 107.6 meter/sec (128 and 353 ft/sec).    The tempera- 
tures were measured with chromel-alumel thermocouples which are accurate 
to + 0.75/o or approximately + 11 K (+ 20 F) at the highest temperatures 
encountered. 

b.      Experimental Results 

The results of the liquid nitrogen trifluoride impacting 
the heated metal  and non-metal specimens are reported as either being posi- 
tive or negative test results.    A photograph containing examples of posi- 
tive and negative test results is shown in Figure 2.7.4.    The span between 
the temperature at which significant attack of the specimen first occurred 
and the temperature at which the specimen actually burned on impact is 
less than 56 K (100 F),    The data from 136 tests are summarized in Table 
2.7-1.    Data previously obtained with liquid fluorine is presented in the 
table for the convenience of the reader (Reference 2.7.1).    The non-metal 
specimen^except for the carbon specimen were treated only to their normal 
maximum usage temperature. 

Based on the data summarized in Table 2,7-1, a tabulation 
of the maximum temperatures to which metal  surfaces can be heated and then 
impacted with liquid nitrogen trifluoride at 770K (-3210F) without signifi- 
cant attack was prepared.    The data is presented in Table 2.7-2.    It should 
be kept in mind that the data was generated using thin metal strips which 
are readily cooled on impact with the liquid nitrogen trifluoride.    The 
threshold level  for more massive metal parts may occur at somewhat lower 
temperatures. 

The significant items to note from the data in Tables 
2.7-1 and 2.7-2 are:    (1) the non-metals are not attacked at temperatures 
corresponding to their maximum usage temperature by the impacting liquid 
nitrogen trifluoride, (2) the reaction threshold between liquid nitrogen 
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Example of a Positive Test Result with Total 
Severing of the Specimen 

Example of a Positive Test Result with a Hole 
Burned through the Specimen 

Example of a Negative Test Result 

Example of a Fresh Test Specimen 
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Figure 2.7.4. Typical Metal Specimens from Liquid Impact Tests 
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TABLE 2.7-2 

Material 

MAXIMUM TEMPERATURES OF METAL SURFACES ON WHICH 
IMPACTING STREAMS OF LIQUID NITROGEN TRIFLUORIDE AT 

77 K DO NOT RESULT IN IGNITION 
l 

Approximate Non-Ignition Threshold Temperature 
Liquid Velocity   "~     ~~    Liquid Velocity 

107.6 m/s (353 ft/s) 39 m/s (128 ft/sec) 

Aluminum 2219 

CRES 304 L 

CRES 316 L 

CRES 347 

CRES 17-4 PH 

Inconel 718 

Monel 400 

Nickel 200 

Titanium 6A1-4V 

1010 Steel 

Copper OFHC 

Polytetraf1uoroethylene 

Kel F 81 CTFE 

Carbon CJPS 

PFA Teflon 

K F 

755 900 

1339 1950 

1228 1750 

1339 1950 

1366 2000 

1478 2100 

1561 2350 

1422 2100 

1311 1900 

1200 1700 

533 500 

478 400 

1255 1800 

478 400 

K F 

755 900 

1311 1900 

1450 2150 

1228 1750 

1450 2150 

1311 1900 

1450 2150 

1589 2400 

1394 2050 

1422 2100 

1200 1700 

533 500 

478 400 

1255 1800 

478 400 

179 

...-. -Ji!"!g £Sfi ET  -  - ■ - ■ ■ mäMäätätmiätUäulm^ 



WB^——«WIJII HI n in . ■'»^.»^jp^pyiliwt.yii.w.pijlii'  i in" -' '-vn ivminvtwim*rwm.m »iv'mfmrwmtrm»-'n^^r^^v-~----rr,m-imm'viii-- »-^iwp^m» (»^■TI 

2.7, Flow Impact Tests (cont.) 

trifluoride and the heated metals is higher than that between liquid fluorine 
and the heated metals and (3) the effect of velocity on the threshold value 
is minimal except for the 1010 steel and CRES 17-4 PH, both of which 
dropped moK (200oF) as the velocity increased from 39 and 107.6 meters/ 
sec (128 to 353 ft/sec). 
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2.0, Experiment Results and Discussion (cont.) 

2.8     WASTE DISPOSAL TESTS 

The objective of the waste disposal test series was to investi- 
gate methods for disposing of nitrogen trifluoride in an environmentally 
acceptable manner.    Tests in the series were conducted by passing nitrogen 
trifluoride through packed static beds using both limestone and activated 
charcoal as candidate bed materials.    No literature data was available 
concerning the reaction of limestone with nitrogen trifluoride, but previous 
investigations by Massonne (Reference 2.8.1) indicated that activated 
charcoal heated in the presence of nitrogen trifluoride could react 
explosively.    Gould (Reference 2,8.2), however, reported no such problem 
when passing nitrogen trifluoride through a preheated fluidized charcoal 
bed.    In our investigations, care was taken to preheat charcoal beds so 
that significant adsorption of nitrogen trifluoride by the bed would not 
occur and lead to the accumulation of the oxidizer prior to reaction 
initiation. 

2.8.1     Apparatus and Procedure 

A schematic diagram of the waste disposal  apparatus 
is shown in Figure 2.8.1.    Two different reactor types were employed during 
the tests.    Both were externally heated one inch diameter tubes made of 304 
stainless steel.   The original reactor used in Tests 1 through 3 and 14 
through 18 was 61 cm (24 in.) long with bed thermocouples at 7.6 cm (3 in.), 
30.5 cm (12 in.), and 53.3 cm (21  in.) from the gas inlet.    In order to 
detect hot spots in the reaction bed, a second reactor, 40.6 cm (16 in.) 
long, with bed thermocouples at 1.9 cm (.75 in.), 4.4 cm (1.75 in.), 
5.7 cm (2.25 in.), and 20.3 cm (8 in.) from the gas inlet was used in runs 
20 and 21. 

At the start of each test, the bed material with 
nitrogen gas flowing through it was heated to a temperature sufficient 
for reaction initiation, 616 K (650 F) for limestone and 533 K (500 F) 
for activated charcoal.    When this bed temperature was attained, nitrogen 
trifluoride was introduced into the system at a predetermined flow rate, 
while the system pressure was maintained at 0.14 MN/m2 (5 psig) by adjusting 
the gas exit control valve.    Bed temperatures were monitored during each 
test and temperature control was achieved through variation in nitrogen 
diluent flow.   As bed temperatures began to stabilize, inlet gas driving 
pressures and system pressures were checked to insure that they remained at 
1.4 MN/m2 (50 psig) and 0.14 MN/m2 (5 psig) respectively; nitrogen tri- 
fluoride and nitrogen flows were recorded from rotameters; reactor exit 
gas flow measurements were taken using a wet-test meter; and an effluent 
gas sample was trapped in the sample container.    After obtaining the 
desired data, the nitrogen trifluoride flow,was terminated and the reaction 
quenched by flooding the bed with nitrogen.    Chemical analysis of the 
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2.8, Waste Disposal Tests (cont.) 

effluent samples was performed by means of a Hewlett Packard 5830 A Gas 
Chromatograph in conjunction with active fluoride measurements from an Orion 
Model 96-09 fluoride specific ion electrode. 

2.8.2  Experimental Results 
Test results are presented in Table 2.8-1. In examining 

the data it should be carefully noted that temperatures given in the 
table represent the maximum measurement among thermocouple locations in the 
bed. Both limestone and activated charcoal static beds were found to react 
in extremely localized zones which were strongly influenced by the 
type of bed and gas velocity. This reaction behavior presented major 
difficulties in obtaining accurate reaction temperatures. 

This reaction behavior also presented serious problems 
with the limestone bed itself. The temperature in the localized reaction 
zones was sufficient to cause sintering of the limestone particles which 
resulted in a consequent reduction of flow through the reactor. The problem 
was recognized by bed agglomerates deposited on the reactor wall during the 
short duration at conditions of Test 1. Attempts to control the temperature 
of the reaction zones through reduction in space velocity and an increase in 
diluent flow in Tests 2 and 3 respectively, resulted in continuing problems 

with the bed material. 

of Activated charcoal  proved to be an advantageous 
choice for bed material in this application, not only due to its lack 
agglomerative tendencies, but also because of its desirable nitrogen 
trifluoride conversion characteristics and its apparently safety when 

used in preheated beds. 
No indication of any type of explosive tendency such 

as that reported by Massonne was observed when flowing nitrogen trifluoride 
through charcoal beds at the space velocities examined in this test series. 
Before introducing nitrogen trifluoride into the system, beds were heated 
to a minimum of 533 K (500 F) at which temperature reaction initiation was 

immediate. 
Desirable conversion characteristics of activated 

charcoal  beds include extremely low N2F4 production and excellent NF3 
conversion efficiency.    Superior conversion efficiency is evident from 
the data in Table 2.8-1.    None of the reaction conditions listed in the 
table for charcoal beds resulted in greater than 0.14% by volume unreacted 
nitrogen trifluoride in the exit gas.    A direct comparison of nitrogen 
trifluoride conversion between limestone and charcoal beds under similar 
conditions is afforded by Tests 2 and 16.    In both tests, undiluted 
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2.8, Waste Disposal Tests (cont.) 

nitrogen trifluoride was fed into the reactor at a space velocity of about 
200 hr-1.    The effluent gas stream from the limestone packed reactor in 
Test 2 showed 32.62% nitrogen trifluoride remaining, while the charcoal 
bed reactor stream in Test 16 contained only 0.14% by volume unreacted 
NF3. 

Optimum nitorgen trifluoride conversion was obtained by 
using between 11.5% and 12% nitrogen trifluoride inlet gas at a space 
velocity of about 450 hr"1.    At these conditions, no nitrogen trifluoride 
was detected in the effluent gas streams of Tests 18 and 20.   An increase 
in space velocity from optimum conditions, as in Test 19, resulted in a 
very low content of unreacted nitrogen trifluoride in the exit gas. 
Decreasing the temperature in Tests 15 and 17 through increased dilution 
also resulted in very small but detectable amounts of nitrogen trifluoride 
in the effluent.    Tests 14 and 16 present somewhat puzzling results; in 
both cases space velocity and dilution were decreased from optimum condi- 
tions, and a small amount of nitrogen trifluoride passed through the bed. 
In spite of the anamolous results, the nitrogen trifluoride conversion to 
innocuous products was promising under all conditions tested. 

Under all conditions used in testing with the charcoal 
beds, there was no indication of N2F^ forming although there was a slight 
increase in the concentration of active fluoride species as evidenced by 
the exit gas active fluoride analyses. 

Although no bed agglomeration occurred, localized 
reaction zones also caused a slight problem with activated charcoal bed 
reactions.    The high temperatures attained in these zones caused the forma- 
tion of metal fluorides at reactor surfaces.    Material balances from inlet 
and outlet gas streams shown in Table 2.8-2 suggest this side reaction. 
Nitrogen balances were generally within 10%, while fluorine content of the 
exit gas stream was consistently low.    Possibly a significant portion of 
the fluorine is retained in the bed as solid carbon-fluorine addition comp- 
pound' and as adsorbed fluorocarbons on the charcoal.    Some metal fluorides 
were found interspersed with bed material upon post-reaction examination 
of beds.    The occurrence of this reaction indicates a need for proper 
reactor design considerations including increased bed diameters and suitable 
materials of construction. 

In summary, limestone proved to be unsatisfactory as 
a bed material in static bed NF3 waste disposal applications due to its 
tendency to agglomerate in the localized high temperature zones characteris- 
tic of the reaction.    Preheated activated charcoal was found to be a suitable 
bed material for converting nitrogen trifluoride to innocuous compounds because 
in this application not only because the bed particles do not agglomerate, 
but the conversion of nitrogen trifluoride to innocuous compounds is 
accomplished with negligible production of gaseous active fluoride species. 
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2.0, 

2.9      NITROGEN TRIFLUORIDE ANALYSES AND COMPRESSIBILITY FACTORS 

2.9.1 Nitrogen Trifluoride Analyses 

The analyses of the nitrogen trifluoride were conducted 
according to the procedures described in AFRPL-TR-76-89 "Nitrogen Trifluoride 
Analytical Procedures Final Report" by L. A. Dee and W. T. Leyden. The 
analyses conducted after testing are reported in the appropriate sections 
containing the test data. The analysis of the as-received nitrogen tri- 
fluoride is reported in Table 2.9-1. 

2.9.2 Compressibility Factors for Gaseous Nitrogen Trifluoride 

A review of the literature indicated that no experi- 
mental compressibility data were available at 344 K (160 F) and at pressures 
as high as 17.24 MN/m? (2500 psia) for gaseous nitrogen trifluoride. In 
order to assure safe operations during the high pressure testing reported 
in Sections 2.2, 2.3, and 2.6, experimental determinations of the compres- 
sibility factors were made in the temperature range from 273 to 344 K (32 to 
160 F) and a pressure range of 3.45 to 20.7 MN/m2 (500 to 3000 psia). 

A series of tests were conducted in which various 
quantities of NF3 were placed in fixed volume stainless steel apparatuses 
which were completely immersed in water baths at various temperatures. The 
bath temperatures wen. measured with thermometers and the pressures were 
measured with a 3000 psia Taber transducer which is accurate to within 
0.5%. The data are tabulated in Table 2.9-2. Selected data are plotted 
in Figure 2.9.1.  Included in the plots are a few points calculated from 
the compressibility tables in R. C. Reid and T. K. Sherwood, "Properties 
of Gases and Liquids", 2nd Edition, McGraw-Hill, 1966. The agreement 
between the experimentally determined compressibility factors and the cal- 
culated values is excellent. 
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TABLE 2.9-1 

CHEMICAL ANALYSIS OF THE AS-RECEIVED NITROGEN TRIFLUORIDE 

Composition. Weight Percent  

Cylinder No. 

17228-C 

17319-C 

17341-C 

H 81136 

H 55957 

H 79957 

N 36777 

P 178684 

309029 

237250 

C 5298 

385580 

NF, 

98.68 

98.72 

98.3 

99.56 

98.68 

99.01 

99.66 

99.68 

99.58 

98.76 

99.64 

99.50 

Active 
Fluoride 

as HF 

0.17 

0.10 

0.077 

0.0001 

0.0002 

<0.0001 

0.0006 

0.0003 

<0.0001 

0.0017 

0.016 

0.0027 

N» 

0 

0 

0 

0 

0 

0.22 

■vfl 

0.12 

CO/0, 

0.20 0.10 

0.13 0.45 

0.31      0.74 

0.35 

0.24 

0.27 

0.29 

0.29 

0.039   0.30 

0.31 

0.31 

0.31 

CF. 

0.75 

0.51 

0.38 

0.009 

1.03 

0.65 

0.017 

0.017 

0.030 

0.67 

0.014 

0.015 

CO, 

0.013 

0.016 

0.03 

0 

0.011 

0.012 

0.011 

0 

0.008 

^0 

^0 

0.027 

N20 

0.083 

0.070 

0.013 

0.074 

0.048 

0.053 

0.017 

0.014 

0.043 

0.041 

0.025 

0.023 
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2.0, Experiment Results and Discussion (cont.) 

2.10     WATER HAMMER TESTS WITH NON-METALLIC MATERIALS 

The objective of the water hammer tests was to determine the 
effects of a shock wave promulgated through liquid nitrogen trifluoride 
on non-metallic materials.    The non-metal candidates which were considered 
appropriate for this test are: 

Polytetrafluoroethylene 
Carbon (CJPS) 
Kel-F 81 
Silastic LS-53 
Viton 
Polyethylene 

below. 
The test apparatus, procedures and results are discussed 

2.10.1  Test Method and Apparatus 

The apparatus used was the U-tube adiabatic compression 
test apparatus which was modified to incorporate a means of temperature- 
conditioning the U-tube to condense the nitrogen trifluoride as liquid. 
A schematic diagram of the entire appratus for handling the nitrogen tri- 
fluoride and conducting the test is shown in Figure 2.5.1. The schematic 
diagram of the U-tube adiabatic compression apparatus is shown in Figure 
2.10.1; a photograph of the apparatus is shown in Figure 2.10.2; and the 
schematic of the test specimen holder with the test specimen in place is 
shown in Figure 2.1.0.3. The test specimen holder was 6.35 mm (.25 in.) 
hollow AN plug used to seal the end of the U-tube. The test specimen 
was a strip of material 2.5 mm (0.10-in.) long which was wedged into the 
end of the hollow AN plug and cemented in place with Sauereisen. The 
U-tubewas fabricated from Hastelloy-X 6.35 nm (.25 in.) tubing approximately 
40.6 cm (16-in.) long. 

The tests were conducted in the following manner. The 
U-tube was attached to the apparatus and the specimen holder used to seal 
the open-end of the U-tube. The tube was then evacuated to 133 N/m^ 
(1 torr) or less, a predetermined quantity of NF3 was gradually introduced 
into the assembly to a predefined pressurelevel and condensed in liquid 
nitrogen. The pneumatic remotely-operated valve was then actuated and the 
nitrogen from the accumulator tank was used to drive the liquid NF3 against 
the non-metal specimen. The U-tube assembly was then vented and flushed 
with nitrogen and the test specimen was examined visually to ascertain if 
any attack occurred. Microscopic examination was used to evaluate the 
samples whichwere not totally consumed in the test. A 1000 lb burst disc 
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l/A   in.   MAKOITA  LINE 
VAl.VK,   SOLENOID 

■OIT.KAlTn 

3000 LB PRESSURE 
•TRANSmiCER 

i/8  IN.  MAROTTA LINE 
VALVE.   SOLENOID 
OPERATED     - 

ELECTRIC OPERATED 
MAROTTA  LOADER  FOR 
PRESSURE REGULATION 

3000 LB GAUGt 

M 
N„  SUPPLY—^ „ 

OXIDIZER 
FEED 

SYSTEM 

N„  SUPPLY 

1/2  IN.   FUTURECRAFT LINE VALVE, 
PNEUMATIC ACTUATED 

a.^, TO  FAST-ACTINC  RECORDER 

EXTENSIOMETER 

1/2   IN.   CIRCLE  SEAL  CHECK  VALVE 

1000 LH.   HURST  DISC  ASSEMBLY 

1/4  IN.  O.D.  TUBING   (TEST SECTION) 

2 ml OF LIQUID NF3 

Figure 2.10.1.   Schematic Diagram of U-tube Adlabatlc Compression 
Apparatus as Used In Water Hammer Tests 
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Figure 2.10.2. Photograph of Apparatus Used in Water Hammer Tests 
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Figure 2.10.3.    Schematic of Test Specimen Holder with Test Specimen in Place 
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Figure 2.10.4.    Pressure Trace of Water Hammer Effect Using a Driving 
Pressure of 7.69 MN/m2 (1100 psig) and with Liquid Water 
in the U-Tube 
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2.10, Water Hammer Tests with Non-Metallic Materials (cont.) 

made of 304-L stainless was used in each test to seal the pneumatic valve 
and check valve assembly from the nitrogen trifluoride atmosphere prior to 
the test. At driving pressures below 7.58 MN/m2 (1100 psia) no burst disc 
is used. The driving pressure in the accumulator tank is varied with each 
material to achieve final pressures at which the non-metals are susceptible 
to attack. The test specimen is replaced after each test to insure that 
comparable surfaces are being exposed to the test conditions. The pneumatic 
valve opens completely within 1.5 milliseconds so with an accumulator pres-
sure of 6.89 MN/m? (1000 psia), the minimum pressurization is 4.6 GN/m̂ /sec 
(6.7 x 10s psi/sec). An example of the water hammer effect achieved with 
the apparatus is shown in Figure2.10.4..The driving pressure of 7.69 MN/m2 
(1115 psia) produced a pressure spike of 55.2 MN/m? (8000 psia), greater 
than a seven-fold increase over the driving pressure. 

2.10.2 Experimental Results 

The data obtained from the water hammer test are pre-
sented in Table 2.10-1. 

The significant items to note from the data are as folT 
The Kel-F 81 is apparently the most durable and compatible material evaluated 
in this test. Teflon ranks second; although no chemical incompatibility of 
the Carbon (CJPS) with NF3 was apparent, the structural integrity of the 
carbon specimens was destroyed at the higher driving pressures. Viton 
undergoes small changes in its surface at driving pressures above 6.3 MN/m2 
(915 psia). Both polyethylene and Silastic LS 53 ignited at the higher 
driving pressures but polyethylene withstood higher driving pressure without 
reaction than the Silastic LS 53. 
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TABLE 2.10-1 

I 
BEHAVIOR OF VARIOUS NON-METALS SUBJECTED TO A SHOCK 

WAVE IN LIQUID NITROGEN TRIFLUORIDE 

Non-Metal 

Initial Liquid 
Temperature 

0K      0F 

Viton 77 

1 

Polyethylene 77 ■321 

Carbon (CJPS) 77 -321 

Silastic LS 53 77 -321 

Kel-F 81  CTFE 77 

Polytetra fluoroethylene     77 

-321 

■321 

Driving 
Pressure 

MNTmT- 

321      13.9 
13.9 
12.5 
10.4 
8.38 
7.00 
7.00 
6.31 
6.31 

6.31 

13.9 
10.4 
8.38 
7.69 
7.69 
7.00 

13.9 
12.5 
11, 
11. 
10, 

7, 

8 
1 
4 
00 

13.9 
10.4 
7.00 
7.00 
3.55 
2.86 

17.3 
17.3 
13.9 
13.9 

17.3 
17.3 
17.3 
17.3 
16.7 
16.7 
13.9 
13.9 

psia 

2015 
2015 
1815 
1515 
1215 
1016 
1015 

915 
915 
915 

2015 
1515 
1215 
1115 
1115 
1015 

2015 
1815 
1715 
1615 
1515 
1015 

2015 
1515 
1015 
1015 
515 
415 

2515 
2515 
2015 
2015 

2515 
2515 
2515 
2515 
2415 
2415 
2015 
2015 

Results 

Slight change in edge 
Some surface change 
Some surface change 
Some surface change 
Some surface change 
Very slight surface change 
Slight surface change 
No effect 
No effect 
No effect 

Surfaced burned 
Surfaced burned 
Surfaced burned 
Surfaced burned 
Surfaced burned 
No effect 

Sample crumbled 
Sample crumbled 
Sample crumbled 
Sample crumbled 
No effect 
No effect 

Sample burned 
Sample burned 
Sample burned 
Sample burned 
Slight surface change 
No effect 

No effect 
No effect 
No effect 
No effect 

Slight surface change 
No effect 
No effect 
Sample burned 
No effect 
No effect 
No effect 
No effect 
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2.0, Experiment Results and Discussion (cont.) 

2.11  NATURE AND RATE OF FORMATION OF PASSIVATION FILMS 

The purpose of this task was to determine whether a stoichio- 
metric fluoride compound formed as a passive film on metals in the tempera- 
ture range from 195 to 344 K and to determine the rate at which such a film 
would form. 

2.11.1  Apparatus and Procedures 

The nature and rate of formation of passivation films 
in liquid and gaseous nitrogen trifluoride were evaluated by varying expo- 
sure times of selected metals to nitrogen trifluoride, and analyzing the 
resulting surfaces for the formation of surface films utilizing Ion Scattering 
Spectrometery (ISS) coupled with a quadrupole mass analyzer which allows 
analysis of the secondary ion mass (SIMS) values and residual gas analysis 
(RGA). The data obtained from the procedure allows identification of the 
chemical elements present as a function of their distance from the surface. 
The result is a layer by layer examination of the sample. The analyses 
were conducted by SEAL, Inc.* The representative metals were subjected 
to gaseous nitrogen trifluoride exposure at 344 K (160 F) and 3.45 MN/m^ 
(500 psia) for periods of 30 seconds, 30 minutes, 30 hours and 30 days; the 
same metals were subjected to liquid nitrogen trifluoride exposure at 
195 K (-78 C) for periods of 30 minutes, 30 hours, and 30 days. The metals 
used in the evaluation were: 2219 Aluminum, 304 Stainless Steel, and 
Nickel 200. 

Prior to exposure to the nitrogen trifluoride, the 
metal samples were washed with a detergent solution (Turco Plaudit) and 
then washed with isopropanol and vacuum dried. They were not exposed to 
any pickling solutions and therefore any fluoride present in the specimens 
must be obtained from the nitrogen trifluoride. 

The elemental peak heights in the ISS spectra were 
converted into concentration values in atomic percent in the following 
manner. First, the peak areas were measured in each spectra; second, 
because only the oxide or fluoride anions were present in the spectra, 
the ionic radii of the oxide and fluoride were chosen as representative 
of the size of the anions; third, the relative number of atoms of each 
species on the surface was calculated by dividing the areas under each peak 
by the square of the corresponding ionic radii; and fourth, the atomic 
percent was calculated from the relative number of atoms of each species 
present. 

♦Scanning Electron Analysis Laboratories, Inc., Los Angeles, CA 90066. 
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2.11, Nature and Rate of Formation of Passivation Fil ms 

The elemental concentrations, in atomic percent, for 
fluorine and oxygen were then correlated with thp fluorine and oxygen peak 
heights obtained from the SIMS spectra at the same sputtered depth for 
each sample. The correlation between the ISS atomic percent concentration 
and the SIMS peak heights exhibited appreciable scatter, but it was deemed 
acceptable by the analyst. Correlation lines for converting SIMS peak 
heights to atomic percent were drawn through the origin; factors were 
obtained from the slopes of these lines to permit conversion of SIMS peak 
heights to atomic percent. Using these conversion factors, the fluorine 
and oxygen peak heights obtained as a function of depth for each sample 
were converted to atomic percent. 

There was no evidence of nitrogen or fluorides 
adsorbed on the surface of the materials, only a hydrocarbon which is 
attributable to the isopropanol. 

Because the metal specimens were analyzed as two 
batches, two different correlation sets were used to calculate the concen- 
trations; one correlation set was used for metal specimens exposed for 
30 days and 30 hours to nitrogen trifluoride and the other set was used 
for metal specimens exposed for 30 minutes and 30 seconds to nitrogen 
trifluoride. 

2.11.2  Test Results 

The data obtained from the 304 stainless steel speci- 
mens are shown in Figures 2.11.1 and 2.11.2; the data obtained from the nickel 
200 specimens are presented in Figures 2.11.3 and 2.11.4; and the data obtained 
from the aluminum 2219 specimens are shown in Figures 2.11.5 and 2.11.6. 

If the surface were converted to a pure layer of 
stoichiometric compounds, the fluoride concentration should be a minimum 
of 66 atomic percent for the 304 stainless steel, 66 atomic percent for the 
Nickel 200, and 75 atomic percent for the 2219 Al. From the data presented, 
it is apparent that none of the materials evaluated form such a layer at the 
surface, because the maximum fluoride concentration detected is 11 atomic 
percent near the surface of the 304 stainless steel. 

For the 304 stainless steel it is apparent that the 
diffusion of the fluoride into the surface is enhanced significantly by 
exposure at 344 K (160 F) and 3.45 MN/m2 (500 psia) to gaseous nitrogen 
trifluoride as compared to exposures in liquid nitrogen trifluoride at 
195 K (-78 C). After 30 days in liquid nitrogen trifluoride at 195 K (-78 C) 
less than 1 atomic percent fluoride is present on the surface of the metal. 

1J8 

_._^ „.„fr^aWsiL^v.-  |llll1|lliliilllllti'"l"l^^-'•■•      ,,.,;J., ..,...,...-„■^..J,,:... ■..,.. -■--« 



saHsasiiSBMHHil?" ■■■■•.::. :v.::' R^^^w|^:;fi7^'7-^-> ^B?w?^n^^wTOW^^^ywiffi^?fi^^1^!^^ ^' 

t 

o 

oo 

| 

in 
10 
0) 

«0 

iN3Da3d 3IW0iV 'iN3iN03 301X0 

I £ 

o < n 

00 
o 

—100 
•a- (^ 
o 1 
CO — 
M- ^ o m 

en 
+-> f— 
c 
OJ  4-> 
4J (0 
c 
o oo o u. 

z 
<u 

■D T3 
•r- •1— 

X 3 
o CT 

•r- 
TD _J 
C 
<t> o 

■M 
0» 

■o 
•1- "8 
l- 10 
o O 
3 D. 

X 
U. Ul 

CM 

l 

iN3Da3d aiwoiv ,iN3iNCD 3aiaonij 

199 

aja»a°-^'ija*"Ma 
■ —  .  ^ ^.-v. ^__  tfiiriiiliaB .^-J 



liiy'wpiffpiiifwjipifijiwiii 

lN3Dd3d 3IWÜiV "iNJiNOO SQiaOmj 

200 

^^..-^Mai^Mak^a^^     ■■-   ■- 
-""■■—'-'"^-- 



~ ■limi^ff^W^SPWWPffllfl^^R ^^lgS;!S^Wi^^i;'t^Wt^^ 

< 

8 

o 
U- ^ tt to 
ID 
to & 
8 
-j 
UJ 

P en to 
o 

X 0) 
H- (J 
CL <ö 
B >4- 1. 

3 
00 

g 

iN33«3d DlWOiV 'iNliNOO 301X0 

O 4 

c ^-^ 
0) o 
+J00 
c r^ 
o 1 
o 
ai^: 
•o lf> 
•r- CTi 

X »— 
o 

4-> 
■n 10 
E 
«W ro 

u. 
0) z 
-o 
•r- T5 
s- •r- 
o 3 
3 O- 

n 

CM 

0) 

CD 
■i- 

iN33a3d Diwoiv 'iNSiNoa soiaomj 

201 

ipwwMiiwa^ftainiiwr^ 

■ n '■■ ■' >—         - --   --  -- —-         --   - 



^WflBW|iP)JU uB^^j^prjrv^p^pB^^p WBBSfW!BP5Ww'fw?^',5i!s 

uunsd liwoiv 'iN3iN03 azaixo 

lNJDü3<i 31W0i»  'iNJlNOÜ JQIUOmj 

^ 
Wl 1 
X'-N 

LU ia 
•r- 

(0   l/l 
0)   CL 
u 
<o o 
«^o 
j- in 
a-^- 
to 

<\j 
O E o ~^ 
OJ z 

(T— 

OJ LD 
^«3- 
U     • 
•^ CO 
MB 

■o 
«f-  c 
o ia 

■M--^ 
c u- 
(UO 

4-> VO 
C i— 
o^— 
u 

MC 
<u^- 
T3^ 
•«- co 
X 
0+-» 

(O 
X» 
C   CO 
ia u. 

z 
cu 
T3   </» 
•r-   3 
S-   O 
O  <U 
3  W 

Lu CD 

CNJ 

OJ 
i- 
3 
CD 

* 

202 

i^^^i^i^^. -... *~ iiiiiriTiiTiiMiiMiP'"^^^^^ 
»te^&a^ttfa[^aM^^itMBMA^^ 



iiiiiiiiPiiriMii^^ li H i^w^l^!;J.l»W.lil^)p»lg.»,i!l»ity»P!P»? 

I 

O _( 

umm aiwoiw •INJINOD mm 

t)   < 

2 

I 

< 
a> 
■— 

3 
'S 
4-> 
c--> 
0) O 

4-> 00 
C 1^ 
O    1 
O—' 

at a 
■a in 
•i- en 
x ■— 
o 

■M 
■a « 
c 
to co 

Li. 
<U Z 

T3 
•i- -o 
i-   T- 
O   3 
3  O- 

li. —I 

in 

CM 

iN3Da3d DIWOW "iNjiNOO 3a;»omj 

203 

»i.i«.ii..a- fin ii.in i 'n.ni« 



iHLL. ' '"'"■■■    'r'^^'Bg^qBfj^PP^BUW,'ff^fi^^:™''*'^^^ 

lUVMU 31N01V 'INJINÜJ xm 

a ls-< on 

-1 t^ 

Q K UJ 

UJ 

ft! 
B o 

■T Q 
O 

o o o 
fl On 

o   <]   a   ö 
•    4     ■   ♦ 

iNiaaw ;IIH(UV 'INUWO:) jaiHOinj 

to rf*-^ 
<u (0 
o •r- 
<0 V) 

<+- Q. 
t- 
3 O 

00 O 
in ^ ■^—^ 

3 
CCM 

•|H F 
E 

r— i 
< 

u-> 
a* ** 
f«. ■ 

CM CO 
C\J 

■o 
«»- c 
o 10 

•M *-^K 

c u. 
<D O 
4-> U5 
C »— 
o>— 

CJ 
ü 

<U "St 
T3 * 
'r- co 
X 
O -tJ 

«0 
•o 
c co 
ia u. 

z 
0) 

■o W) 
•r- 3 
J- O 
o <u 
3 in 

IZ CD 

ID 

CM 

204 

^„..^--^-■■^ .. ...—*■.-.■  ,liltll ^■tfBJi^aiante BjaiiiM&"-'J- ':' - a'.-^'.^- -  -■ ^«^a«fai a^t. 



gPpiPIIPPpM^nn^   UM        MUll  IIIULW^p.!^!..»...     ..HJI...»...»...«»^.....   ■    .^......»......»...».(.MOMI   lJII.W|.||.W..ri.,.|l1MU    ..«■.^-.^--M.-^....^.,.,....,,.  .    .ffUVUMTi-a^^V»'-..- 

.•,:■■■■ ■ ^ ■ ■ ■ ■ 

2.11, Nature and Rate of Formation of Passivation Films (cont.) 

while after 30 days in gaseous nitrogen trifluoride at 3.45 MN/m2 (500 
psia) and 344 K (160 F), 11 atomic percent fluoride is apparently present. 
The data also indicate that the penetration of the metal surface by the 
fluoride is a relatively slow process at 344 K (160 F). Several hours 
elapse before any appreciable concentration is detectable below the 
immediate surface; after 30 second and 30 minute exposure the concentration 
level is less than 0.5 atomic percent which considering the semi- 
quantitative nature of the data is detectable but not significant. In 
liquid NF3 at 195 K (-78 C), the fluoride penetration rate is extremely 
low, with less than 0.6 atomic percent of fluoride present after 30 days 
exposure. No nitrogen species were detected on or below the surface of 
the 304 stainless steel in either the liquid or gaseous exposure tests. 

For Nickel 200, much the same situation exists as 
that which occurs with the 304 stainless steel at 344 K (160 F). Fluoride 
penetration is enhanced by the higher temperature; no significant fluoride 
penetration of the surface occurs within 30 minutes in gaseous NF3 at 
344 K (160 F); and it appears that 400 A below the surface a maximum con- 
centration of 6.8 atomic percent fluoride is present after 30 days in 
gaseous NF3 at 344 K (160 F). The data from the liquid nitrogen trifluoride 
exposure tests are completely reversed from what reason would predict. 
The highest fluoride concentration is produced by the shortest exposure 
period, 30 minutes; and the lowest fluoride concentration is produced by 
the longest period of exposure, 30 days. The anomaly exists, and perhaps 
is a reflection on the semi-quantitative nature of\the analytical method. 
The data for the 30 hour' and 30 day-exposed samples were calculated 
with one set of calibration curves, and the data for the 30 minute exposed 
was calculated with the other set of calibration curves. In spite of this 
dilemma, it is apparent that at 300 A below the nickel 200 surface, the 
fluoride concentration may be detectable, but is not significant. 

For the 2219 aluminum samples exposed to the gaseous 
nitrogen trifluoride at 344 K (160 K) and 3.45 MN/m2 (500 psia) it appears 
that several hours are required before significant quantities (5 atomic 
percent) of fluoride penetrate the metal surface; the reversal of the 30- 
second and 30-minute exposure data may again be due to the semi-quantitative 
characteristic of the data. The data obtained from the samples exposed to 
the liquid nitrogen trifluoride'are confusing with regard to rate of fluoride 
penetration because the 30-hour values are nearly three times as large as 
the 30 day data. But the data do indicate that a pure aluminum fluoride 
passivation film does not exist on the metal surface. 
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2.0, Experiment Results and Discussion (cont.) 

2.12  SOLUBILITY OF PASSIVATION FILMS IN LIQUID NITROGEN 
TRIFLUORIDE 

This study was contingent on the results obtained in the pre- 
vious study. If there was a distinct difference in the passivation films 
formed in liquid and gaseous nitrogen trifluoride, then an evaluation of 
the solubility of such films was warranted. The results indicated that at 
the conditions used in the tests no distinct passivation films formed, but 
the data did indicate that after 30 days exposure to gaseous nitrogen tri- 
fluoride at 344 K (160 F) and 3.45 MN/m2 (500 psia), the fluoride concen- 
tration levels in the metal surfaces were substantially greater than after 
30 days exposure in liquid nitrogen trifluoride at 195 K (-78 C). After 30 
days the maximum fluoride concentrations near the metal surfaces from liquid 
and gaseous exposures were as follows: Ni 200, < 1 versus 6.7 atomic per- 
cent; Al 2219, 2.5 versus 7.4 atomic percent; and 304 stainless steel, < 1 
versus 10.8 atomic percent. Whether this behavior is strictly a function of 
temperature or whether the presence of the liquid phase affects the resultant 
concentration levels was not uniquely resolved. 

2.12.1 Apparatus and Procedures 

Tests were conducted in which samples of Ni 200, 
304 stainless steel, and 2219 aluminum were initially subjected to a 30 day 
exposure in gaseous nitrogen trifluoride at 344 K (160 F) and 3.45 MN/m2 

(500 psia) and then the samples were subsequently exposed to liquid nitrogen 
trifluoride for 30 days at 195 K (-78 C). After the second exposure period 
the metal surfaces were subjected to the SIMS and ISS analyses described 
in Section 2.11.1. 

2.12.2 Test Results 

The data obtained from the tests is presented in 
Figure 2.12.1. The data indicate that the maximum fluoride concentration 
near the metal surface is as follows: Ni 200, 4.9 atomic percent; 2219 Al, 
2.5 atomic percent; 304 stainless steel, 2.5 atomic percent. 

The implications from the data are: (1) that the 
fluoride present in the Nickel 200 from gaseous exposure is not affected by 
later exposure to liquid nitrogen trifluoride (the 4.9 versus the 6.7 atomic 
percent value measured for a sample exposed to gaseous nitrogen trifluoride 
only are in agreement with each other as one considers the semi-quantitative 
nature of the data), and (2) the fluoride present in the 2219 aluminum and 
304 stainless samples from exposure to gaseous trifluoride may have been 
removed to some extent. The apparent reductions from 7.4 to 2.5 atomic 
percent in 2219 aluminum and from 10.8 to 2.5 atomic percent in 304 stainless 
steel are large enough to establish some validity to the actual removal of 
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2.12, Solubility of PassivationFilms in Liquid Nitrogen Trifluoride (cont.) 
■ 

some of the fluoride by the liquid nitrogen trifluoride. In any case, very 
little fluoride is present initially near the metal surfaces after exposure 
to the gaseous nitrogen trifluoride, so the quantity that can be removed 
by the presence of the liquid phase is also small. 

Analysis of the wash water used to flush any resi- 
duals after the evaporation of the nitrogen trifluoride from the sample 
container indicated that no Al, Fe, Cr, and Ni compounds were present in 
the nitrogen trifluoride. The analyses were conducted by atomic absorp- 
tion spectroscopy and limits of detection are 1 ppm for aluminum and 0.2 
ppm for iron, chromium, and nickel, and correspond to microgram quantities 
of the metals. The findings are consistent with the fact that very little 
fluoride is present near the metal surfaces to form compounds with the 
base metals. 

In summation, there is some evidence that the fluorides 
near the surface of 304 stainless steel and 2219 aluminum may be removed 
by the presence of liquid nitrogen trifluoride, but the fluorides are not 
apparently removed from Nickel 200. The data from the static exposure tests 
reported in Section 2.2 indicates that none of the alloys used in this 
study are subject to corrosion in liquid nitrogen trifluoride. 
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2.0, Experiment Results and Discussion (cont.) 

2.13  EFFECTS OF CONTAMINANTS ON METAL COMPATIBILITY IN 
NITROGEN TRIFLUORIDE 

The purpose of the tests reported herein was to establish the 
effect of common contaminants on the chemical compatibility of nitrogen 
trifluoride with various materials. The effects of five contaminants, 
(1) fingerprints, (2) petroleum jelly, (3) lightweight machine oil, 
(4) brazing flux, and (5) a fluorocarbon oil, FC-75, were evaluated in 
the tests described below. 

2.13.1  Apparatus and Procedures 

Three types of tests were conducted with the candidate 
contaminants; (1) screening tests, (2) adiabatic compression tests, and 
(3) gaseous flow tests. The apparatus and procedure for each type of test 
is discussed. 

2.13.1.1 Screening Tests 

The screening tests were conducted with the 
apparatus described in Section 2.1.2.3 and shown in Figures 2.1.4 and 2.1.5. 
The tests were conducted in the following manner.    The candidate contaminants 
were placed in a small aluminum cup except for the fingerprint contamination 
which was placed on Silastic LS-53 specimens to determine whether the con- 
taminant would lower the threshold temperature at which the Silastic LS-53 
previously had exhibited a slight endotherm in the presence of nitrogen 
trifluoride.    The specimens were heated from ambient temperature to 478 K 
(400 F) in a period of 10 to 15 minutes while either oxygen or nitrogen 
trifluoride was flowing at a rate of 60 ml/min onto the surface of the 
specimens.    In addition to the thermal measurements, visual  changes in 
the specimens were noted.    The total pressure in the reaction flask was one 
atmosphere. 

2.13.1.2 Adiabatic Compression Tests 

The adiabatic compression tests were conducted 
with the apparatus and procedures described in Section 2.5.1. The tests 
were conducted by placing small quantities of the contaminants on nickel 
200 and 347 stainless steel specimens which were subjected to adiabatic 
compression in gaseous nitrogen trifluoride. The metal specimens were 
examined prior to testing and after testing microscopically to establish 
the reactive threshold levels. 

2.13.1.3 Gaseous Flow Tests 

2.4.1, 2.4.2 and 2.4.5. 
The gaseous flow test appratus is shown in Figures 
The metal specimens were contaminated by applying 
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2.13, Effects of Contaminants on Metal Compatibility in Nitrogen 
Trifluoride (cont.) 

the contaminants to the test orifice specimen with a cotton swab.    The 
test procedures and data evaluation process are described in Section 2,4.1. 

2.13.2     Experimental Results 

2.13.2.1 Screening Test Results 

The results of the screening tests are presented in 
Table 2.13-1.    The temperatures reported in the table are the values for 
the exposed surface of the contaminant.    The nitrogen trifluoride used in 
the tests had a minimum purity level of 98.2 weight percent nitrogen 
trifluoride and a maximum active fluoride content of 0.17 weight percent. 

The significance of the data in Table 2.13-1  is that 
the candidate contaminants except for FC-75 are more reactive with gaseous 
NF3 than with gaseous 02 at comparable temperatures, but the reactions are not 
vigorous at the mild conditions existing in the test. 

2.13.2.2 Adiabatic Compression Test Results 

The results of the adiabatic compression tests are 
presented in Table 2.13-2.    The threshold conditions at which no reaction 
occurs with either clean Nickel  200 or 347 stainless steel are  incorporated 
into the table with the contaminant labeled as none and the values are 606 K 
(632 F) and 560 K (548 F) respectively. 

The significant items to note from the data in 
Table 2.13-2 are as follows.    The presence of fingerprints on Nickel,200 
and 347 stainless steel lowered the threshold values 27 K (50 F) and 
35 K (63 F) respectively.    The presence of light weight machine oil  (Walsco 
#985) on Nicker200 and 347 stainless steel lowered the threshold values 
17 K (32 F) and 19 K (34 F) respectively.    The presence of FC-75  (3M) on 
Nickel 200 and 347 stainless steel  lowered the threshold values 18 K (33 F) 
and 74 K (133 F) respectively.    The presence of Brazing flux (Victor #3, 
general brazing) on Nickel 200 and 347 stainless steel  lowered the 
threshold values 15 K (27 F) and 6 K (10 F) respectively.    The presence 
of petroleum jelly (Vaseline) on the Nickel 200 and 347 stainless steel 
led to ignition of the petroleum jelly on the nickel with no apparent 
surface change while the threshold value of the 347 stainless steel 
was lowered 35 K (63 F), the same degree of lowering as observed in the 
presence of fingerprints.   The data clearly demonstrate that the selected 
contaminants are detrimental to the compatibility of the metals with 
gaseous nitrogen trifluoride under adiabatic compression conditions. 
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TABLE 2.13-1 

DATA INDICATIVE OF THE REACTIVITY OF CONTAMINANTS WITH NITROGEN 
TRIFLUORIDE AT ONE ATMOSPHERE PRESSURE AND IN 

COMPARISON WITH GASEOUS OXYGEN 

Contaminant 

Petroleum Jelly 
(Vaseline) 

Gas Present 

N2 

Observations 

NF. 

Slight changes in the slope of the 
heating curves at 364 K (195 F) 
and above. No apparent color 
change. 

Very slight changes in the slope of 
the heating curves at 323 K (121 F) 
and 325 K (143 F). No apparent 
color change. 

Slight changes in heating curve 
slope as low as 314 K (105 F), 
color change occurred at tempera- 
tures as low as 380 K (225 F). By 
478 K (400 F), its coloration was 
a dark-brown. 

Brazing Flux 
(Victor #3 General 
Brazing) 

Fluorocarbon Oil 
(FC-75) 

Light-Weight Machine Oil 
(Walco #985) 

02 

NF3 

Fingerprints on 
Silastic LS-53 

u2 

NF3 

02 

NF3 

o2 

NF, 

No apparent reaction. 

Color change from bright yellow 
to yellowish-brown at 372 K (210 F)» 
slight changes in heating curves 
occurring above 383 K (230 F). 

No changes in heating curves as the 
FCJ75 gradually evaporated. 

The same behavior as with Op. 

No changes in the heating curve below 
483 K (410 F) but a slight color 
change occurred. 

Slight change in slope of the heating 
curve at 414 K (285 F) accompanied by 
a color change. 

No changes in slope of the heating 
curve below 478 K (400 F). 

Slight changes in slope of the 
heating curves occurred at tempera- 
tures from 336 K (145 F) to 428 K 
(310 F). 

--- --   —- '      ''■!■'' 
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2.13, Effects of Contaminants on Metal Compatibility in Nitrogen 
Trifluoride (cont.) 

2.13.2.3  Gaseous Flow Test Results 

The data obtained from the tests in which the 316 ELC 
stainless steel was contaminated are presented in Table 2.13-3 and the data 
obtained from the tests in which Inconel 625 was contaminated are presented 
in Table 2.13-4. The threshold temperatures at which events occurred with 
uncontaminated samples are 911 K (1180 F) for the 316 ELC stainless steel 
and 950 K (1250 F) for the Inconel 625. The significant items to note 
from the data in Tables 2.13-3 and 2.13-4 are as follows. 

First, the petroleum jelly does not affect the 
nitrogen trifluoride/metal compatibility under the test conditions but the 
contaminant and the nitrogen trifluoride can react explosively. Second, the 
nitrogen trifluoride/metal compatibility is not significantly altered by the 
presence of machine oil in the flow tests, but the nitrogen trifluoride/ 
machine oil interactions do affect the flow conditions. Third, the 
fluorocarbon oil, FC-75, is apparently vaporized under the test conditions 
and no detrimental event occurs. Fourth, the presence of the brazing 
flux leads to thermal excursions in the flowing nitrogen trifluoride, the 
reaction threshold temperature with 316 ELC stainless steel was not lowered 
but the reaction threshold temperature for Inconel 625 was apparently lowered 
from 950 K (1250 F) to 875 K (1115 F). And fifth, the presence of finger- 
prints does not affect the nitrogen trifluoride/metal compatibility and 
there is probably insufficient contaminant present to indicate a nitrogen 
trifluoride/fingerprint interaction in the test configuration used. The 
data do demonstrate the need for adequate cleanliness precautions to avoid 
undesired upsets in the flowing NF3 systems. 
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2.0, Experiment Results and Discussion (cont.) 

2.14      EFFECTS OF IMPURITIES IN NITROGEN TRIFLUORIDF COMPATBILITY 
WITH METALS 

Two impurities which can readily occur in nitrogen tri- 
fluoride are hydrogen fluoride and water.    The objective of this study 
was to determine the effect of these in nitrogen trifluoride on the chemical 
compatibility with selected metals. 

2.14.1      The Effect of Hydrogen Fluoride in !iitrogen 
Trifluoride 

Seven metals were selected for evaluation in the 
study:    2219 aluminum T-87, CRES 316 ELC, Inconel  -625, Inconel 718, 
Nickel 200, C-1010 steel, and VM 250 maraging steel. 

2.14.1.1 Apparatus and Procedures 

The metal  specimens were mounted as coupons on a 
rack and placed in a 5.1 cm (2 inches) diameter test containers as shown 
in Figures 2.1.1 and 2.1.2.    The predetermined quantity of anhydrous 
hydrogen fluoride was transferred to the test container and then the 
nitrogen trifluoride was added.    The test containers were then placed in 
the appropriate temperature bath. 

2.14.1.2 Experimental Results 

The periods of exposure were nominally 30, 90, 
and 230 days.    One of the test containers, BHX, which was originally 
loaded with the equivalent of 1 weight percent hydrogen fluoride in 
nitrogen trifluoride at 344 K (160 F) and 3.45 MN/m2  (500 psia) was 
removed from the temperature bath periodically to obtain a sample of the 
gas for chemical analysis.    The container was recharged twice with the 
equivalent of 1 weight percent hydrogen fluoride.    The sequence of events 
was as follows: 

1 

18 

18 

19 

19 

27 

31 

Event 

Container loaded to contain 1 w/o  HF 

Analysis indicates 0.0076 w/o HF 

Additional  1 w/o HF added to container 

Analysis indicates 0.24 w/o HF 

Additional  1 w/o HF added to container 

Analysis indicates 0.052 w/o HF, container removed 
from 344 K oven to ambient temperature environment 

Analysis indicates 0.019 w/o HF 
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2.14, Effects of Impurities In Nitrogen Trlfluorlde Compatibility with 
Metals (cont.) 

The data Indicate that the hydrogen fluoride-metal reaction is relatively 
rapid at 344 K (160 F) with some of the metals present. 

The data obtained for the various metals for the 
exposure periods are presented in Tables 2.14-1 through 2.14-7. The 
corrosion penetration rate values are given, but the values are mis- 
leading because the hydrogen fluoride is rapidly depleted in test container. 
For example, the data in Table 2.14-1 indicates that after 27 days exposure 
to the equivalent of 3 w/o hydrogen fluoride the average corrosion penetra- 
tion rate of the 2219 aluminum is 33 pm/sec and that for 227 days of exposure 
the rate drops to 4.8 pm/sec. The associated average weight losses are 
0.32 gm and 0.39 gm respectively. The data should be Interpreted to indi- 
cate that the corrosion stops when the hydrogen fluoride is depleted. 
Further the aluminum surfaces were deeply pitted which Invalidates a uniform 
corrosion penetration rate value. 

The corrosion penetration rates for the liquid/ 
vapor tests at 195 K (-78 C) Indicates some enhancement of corrosion due 
to the presence of hydrogen fluoride in the nitrogen trlfluorlde. However, 
the rates are all well below 0.8 pm/sec (1 mpy) at initial hydrogen fluoride 
concentrations up to 1 weight percent. The initial hydrogen fluoride concen- 
tration is apparently depleted to 0.021 weight percent after 217 days. 
The corrosion rates of the maraging steel 250, Inconel 718 (STA), and 
aluminum 2219 T87 were enhanced to a greater degree by hydrogen fluoride 
contamination than the Nickel 200 and 316 ELC stainless steel. The 
Inconel 625 was apparently unaffected by the presence of the hydrogen 
fluoride under the test conditions. 

The presence of hydrogen fluoride in nitrogen trl- 
fluorlde at 344 K (160 F) causes severe corrosion of 2219 aluminum, maraging 
steel 250 and the 1010 steel, but only slight enhancement of the corrosion 
of 316 ELC, Nickel 200, and Inconels 718 and 625. It must be recognized 
however that the specimens were exposed In a gah'ged-manner and that the 
hydrogen fluoride was depleted rapidly via the corrosion of the less com- 
patible metals. The corrosion rates reflect only qualitatively the relative 
corrosion resistance of the metals to the hydrogen fluoride-contaminated 
nitrogen trlfluorlde. The depletion of the hydrogen fluoride in ^e 
nitrogen trlfluorlde Is demonstrated by the post-test analyse^ .J • sented 
in Table 2.14-8, 

The post-test condition of the metal spcy imens 
subjected to liquid/vapor exposure of nitrogen trlfluorlde conLaminated 
with hydrogen fluoride Is shown in Figure 2.14.1. The vapor exposed 
portion of the coupon has been exposed to very low hydrogen fluoride 
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2.14,  Effects of Impurities in Nitrogen Trifluoride Compatibility with 
Metals (cont.) 

concentrations because the majority of the hydrogen fluoride is present in 
the 1 iquid phase. 

The corrosivity of hydrogen fluoride-contaminated 
nitrogen trifluoride a. 344 K (160 F) is vividly demonstrated in Figure 
2.14.2.    The metal specimens subjected to the same conditions for 227 days 
are shown in Figure 2.14.3.    By comparison of the photographs one can observe 
that the degree of attack is very similar between 27 days and 227 days. 
This further substantiates that the hydrogen fluoride is depleted signifi- 
cantly during the initial period of exposure. 

The implication of the preceding findings is that 
the hydrogen fluoride concentration in nitrogen trifluoride systems should 
be minimized as much as possible in order to avoid significant corrosion 
of metals.    In addition some hydrogen (see Table 2.14-8) is generated by the 
corrosion reactions which in turn can form a hazardous gas mixture. 

2.14.2     The Effect of Water in Nitrogen Trifluoride 

The effects of water on nitrogen trifluoride com- 
patibility with metals was briefly investigated in two ways, (1) excess 
liquid water in the presence of nitrogen trifluoride and (2) low levels of 
water vapor in gaseous nitrogen trifluoride. 

2.14.2.1 Apparatus and Procedures 

The apparatus and procedures were similar to those 
described in Section 2.14.1.1. 

2.14.2.2 Experiment Results 

The effect of water with both liquid- and vapor- 
phase present in the presence of nitrogen trifluoride was evaluated at 
344 K (160 F) with the nitrogen trifluoride at 3.45 MN/m2 (500 psia).    The 
test container was approximately half-filled with liquid water to accentuate 
the effects.    The data are presented in Table 2.14-9; the data with only 
water present which served as the control experiment is presented in 
Table 2.14-10. 

The data indicate that the presence of a liquid 
water interface with gaseous nitrogen trifluoride at 344 K (160 F)  is an 
extremely corrosive environment for carbon steel, copper, nickel, and 
Monel  400 and strongly corrosive for titanium and aluminum.    The post-test 
metal  specimens are shown in Figure 2.14-4. 
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M 400 Ni 200 Ni 270 T, 6A1-4V 

9 
Ti 5Al-2.5Sn C 1010 Cu 

« -r# 

T 718 I 625 17-4PH W 

32) 316 304L 

Figure 2.14.4. Metal Specimens After 33 Days Static Exposure to Liquid/Vapor Water 
With Nitrogen Trifluoride Present at 3.45 MN/m? (500 psia) and 
344 °K (160°F). The Upper Portion of the Specimens in the Photo-
graphs Were Imiiersed in Liquid Water 
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2.14, Effects of Imourities in Nitrogen Trifluoride Compatibility with 
Metals (cont.) 

The data for the tests in which water vapor only 
was present in the nitrogen trifluoride at 344 K (160 F) and 3.45 MN/m2 

(500 psia) is also presented in Table 2.14-9. The data indicate that at water 
vapor levels as low as 0.032 weight percent in nitrogen trifluoride, there 
is significant enhancement of corrosion with an alloy such as 316 ELC 
stainless steel exhibiting the greatest resistance to corrosion of the metal 
specimens tested. The post-test condition of the metal specimens is shown 
in Figures 2.14.5 and 2.14.6. The corrosivity enhancement due to the 
presence of water in the nitrogen trifluoride is very similar to that 
produced by the presence of hydrogen fluoride. The presence of water 
vapor in gaseous nitrogen trifluoride should be minimized at all times 
to levels which are practically attainable. 
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te •- • as • 

C1010 w VM 250 

Figure 2.14.5. Metal Specimens After 25 Days Static Exposure to 0.1 Weight Percent 
Water in Nitrogen Trifluoride at 3.45 MN/m2 (500 psia) and 
344 °K (160°F) 
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I 625 2219 AL 316 ELC 

VM 250 
1718 

Ni 200 

Figure 2.14.6. Metal Specimens A f te r 29 Days S ta t i c Exposure to 0.032 Weight 
Percent Water in Nitrogen T r i f l u o r i d e at 3.45 MN/m? (500 psia) 
and 344 PK (160°F) 
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2.0, Experiment Results and Discussion 

2.15  GASEOUS CORROSION RATES OF METALS UNDER FLOW CONDITIONS 

The data reported thus far involved tests which determined the 
compatibility of NF3 with various metals either at static conditions at a 
maximum temperature of 344 K (160 F) or at dynamic conditions of short dura- 
tion at much higher temperatures. The tests in this task were conducted 
at 400 K (260 F) for a period of 8 hours under flow conditions. In cases 
in which the corrosion was nil at 400 K (260 F) no further tests were con- 
ducted with the candidate materials. If significant corrosion did occur, 
the test was repeated at 322 K (120 F) to ascertain whether significant 
corrosion occurs at the lower temperature. TNe metal candidates used in 
this task were: 

Nitronic - 40 
316 ELC Stainless Steel 
Inconel 718 
Inconel 625 
Aluminum Bronze 623 
Narloy A 

2.15.1     Apparatus and Procedures 

A schematic diagram of the apparatus in which the 
tests were conducted is shown in Figure 2.15.1; a photograph of the apparatus 
is shown In Figure 2.15.2; and representative testspecimens are shown in 
Figure 2.15.3.    The test specimens were approximately 1.6 mm thick and were 
drilled to provide a 0.21 mm orifice through which the gaseous nitrogen 
trifluoride flowed.    The gaseous nitrogen trifluoride was condensed in 
liquid nitrogen after passing through the orifice.   A nominal pressure 
drop of 1.72 MN/m2 (250 psi) was maintained across the orifice during the 
entire test duration and the flow rates through the orifices ranged between 
6,000 and 8,000 cc/min. 

Prior to each test the orifice discs were weighed and 
photographed at approximately 75-fold magnification.    The flowrate through 
the orifices was monitored periodically during the test; and the flowrate 
at the end of each test was restored to the initial flowrate value and the 
pressure drop values were compared to determine if significant changes 
occurred.    The flow meter readings could be read to within 100 cc/min and 
the repeatability of the flowmeter was within 250 scc/min.    The implication 
of the repeatability value is that under the test conditions used, a change 
in the pressure drop value of 69 KN/m2 (10 psi) is within the limits of 
repeatability of the flow meter. 
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5-GALLON 
S.S. TANK IN 

BATH 

.. .115 VAC 
U ) POWERSTAT 

4-GALLON 
S.S. TANK IN 

DEWAR 

TRANSDUCER PT-1 

TRANSDUCER PT-2 

TRANSDUCER   PT-3 

TRANSDUCER PT-4 

TC-1 

R 

FM 

TO NF3 
HANDLING 
MANIFOLD 

0-2000 PSIG RANGE, 5-GALLON S.S. TANK 

0-2000 PSIG RANGE, 4-GALLON S.S. TANK 

0- 500 PSIG RANGE, UPSTREAM ORIFICE 

0- 500 PSIG RANGE, DOWNSTREAM ORIFICE 

C-A THERMOCOUPLE, UPSTREAM OF ORIFICE 

NF3 REGULATOR 

MATHESON MASS FLOWMETER 

Figure 2.15.1, Schematic Diagram of Test Apparatus Used in 
Gaseous Corrosion Tests Under Flow Conditions 

238 

 -'■■■ 1—'■■-' 1 '"■""""■■'"!">,"Mgj" üüüjiüH     



THERMOCOUPLE 
IN NF, STREAM 

NF3 CONDENSATION 
TANK 
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Figure 2.15.3. Representative Test Specimens for Gaseous Flow Tests 
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2.15, Gaseous Corrosion Rates of Metals Under Flow Conditions (cont.) 

2.15.2  Test Results 

The test results are presented in Table 2.15-1. It 
should be kept in mind in reviewing the data that a 0.1 mg change in weight 
is the limit of repeatability of the balance used and that a 69 KN/m2 

(10 psi) pressure drop change is within the limits of repeatability of the 
flowmeter at the test conditions used. 

TABLE 2.15-1 

DATA INDICATIVE OF THE COMPATIBILITY OF VARIOUS 
METALS WITH GASEOUS NF3 UNDER FLOW CONDITIONS 

AT MODERATE TEMPERATURES 

Material 

316 ELC SS 

Inconel 718 

Inconel 625 

Nitronic 40 

Aluminum Bronze 
623 

Narloy A 

Narloy A 

Exposure 
Temperature 

Orifice Pressure Drop 

400 

400 

400 

400 

400 

400 

322 

260 

260 

260 

260 

260 

120 

TnTtTiT 

MN/m1 

1.76 

1.73 

1.72 

1.72 

1.71 

1.71 

£11 

255 

251 

249 

249 

Final 

MN/m' 

1.79 

1.76 

1.78 

1.78 

248 1.89 

248 1.78 

260 

256 

259 

258 

260 1.67  243 1.71  248 

274 

259 

Flowrate 
scc/min 

6700 

7300 

6300 

7100 

7300 

8200 

7700 

Weight 
Change 
ma_ 

0.0 

0.1 

0.1 

0.4 

0.0 

1.4 

0.1 

The significant items to note from the data are that 
(1) at 400 K (260 F) no significant corrosion of 316 ELC SS, Inconel 718, 
Inconel 625, or Aluminum Bronze 623 occurred during exposure to flowing, 
gaseous nitrogen trifluoride for eight hours; (2) at 400 K the Nitronic 40 
exhibited no significant change in pressure drop or visual appearance (see 
Figure 2.15.4), but a 0.4 mg weight loss was detected, the loss was not 
apparently due to corrosion; (3) at 400 K, the Narloy A specimen did undergo 
a significant change in pressure drop during the eight hour period, a 
significant weight loss, and a significant change in appearance; the speci- 
men was a dark red mahogany color when removed from the test fixture and the 
coloration turned white upon exposure to the atmosphere; some of the corrosion 
product was readily removed by a water wash and other portions of the pro- 
duct required brushing to achieve removal (see Figure 2.15.5); assuming that 
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• 
BEFORE EXPOSURE AFTER EXPOSURE 

Figure 2.15.4. Upstream Face of Nitronic 40 Test Specimen Before and After Exposure to 
Gaseous NF3 at 400K (260F) for 8 Hours at 1.83 MN/m2 (250 psig) 
(Magnification <\»75X) 
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2.15, Gaseous Corrosion Rates of Metals Under Flow Conditions (cont.) 

the corrosion was not apparently more severe in the flow channel than on the 
surface of the disc a corrosion penetration of 188 mpy was calculated for 
the specimen based on weight loss; a repeat of the test at 322 K (120 F) 
indicated no significant pressure drop or weight change, but visual inspec- 
tion revealed a corrosive film which darkened on exposure to air and when 
removed by washing with water left the surface of the Narloy A in a 
smoother condition . (See Figure 2.15.6; note the initial turning marks are 
much less evident ifter exposure.) The large penetration rate value for 
Narloy A at 400 K is predicted by the relatively short exposure period. 
After formation of a layer of corrosion products, the corrosion rate should 
decrease significantly. 

The composition of the nitrogen trifluoride used in 
the tests was as follows. 

Composition. Weight Percent 

NF. Active r 
as HF N, CO/0,  CF, '2 CO, N20 

Prior to Use  99.64   0.016   Tr  0.31   .014  Tr  .025 

After Use    99.68   0.0016  Tr  0.26   .021  Tr   .033 

The data Indicate that the no significant decomposition of the nitrogen 
trifluoride occurred during the testing. 

. 
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BEFORE EXPOSURE AFTER EXPOSURE 

Figure 2.15.6. Surface of Narloy A Specimen Before and After Exposure to 
Gaseous NF3 at 322 (120F) for 8 Hours at 1.83 MN/m? (250 psig) 
(Magnification ̂ 75X) 
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3.0   CONCLUSIONS AND RECOMMENDATIONS 

3.1  CONCLUSIONS 

A diverse group of chemical compatibility tests were conducted 
using a diverse set of test conditions. The conclusions which can be drawn 
from the data are presented in accordance with the type of tests which were 
performed. 

3.1.1 Cleaning-Passivation 

For metals, a cleaning procedure which includes a 
detergent wash and an appropriate pickling step with rinse followed by 
thorough drying enhances the chemical compatibility with nitrogen tri- 
fluoride. A pre-exposure of metals to nitrogen trifluoride or fluorine 
at ambient temperature for a few hours prior to static exposure to 
nitrogen trifluoride is not required and is not an effective passivation 
procedure. 

For most non-metals, a cleaning procedure which 
includes a detergent wash, water rinse, followed by thorough drying is an 
adequate pretreatment prior to exposure to nitrogen trifluoride. 

3.1.2 Static Exposure 

Based on static exposure of metals for 270 days at 
temperatures ranging from 195 to 344 K and pressures ranging from 1.38 to 
17.24 MN/m2 with nitrogen trifluoride having an active fluoride content 
of 0.1 percent or less, no metal candidate exhibited a corrosion pene- 
tration rate greater than 0.35 pm/sec (0.43 mpy). Generally, a corrosion 
penetration rate of 0.8 pm/sec (1 mpy) or less is considered acceptable for 
long-term compatibility. 

Based on the static exposure of non-metallic materials 
for 270 days at a temperature of 195 K to either liquid- or vapor-phase 
nitrogen trifluoride, all the materials appeared to be acceptable except 
for the greases which were dispersed throughout the system. The elastomers 
did exhibit degradation in mechanical properties but did not fail entirely. 
At 344 K and 3.45 MN/m2, the elastomers failed after 90 days except for the 
Kalrez which exhibited significant changes in mechanical properties but did 
maintain its structural integrity. The greases were thoroughly dispersed 
throughout the system and are unacceptable for this reason. The thermo- 
plastics except for polypropylene exhibited slight mechanical property 
degradation during 270 days exposure but are suitable for use in nitrogen 
trifluoride. At 344 K and 17.24 MN/mS polytetrafluoroethylene exhibits a 
20%decrease in modulus of rigidity as compared to a S5% decrease for 
Kel-F 81. Thus polytetrafluoroethylene is the preferred material from a 
compatibility standpoint. 
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3.1, Conclusions (cont.) 

3.1.3 Effect of Impurities 

Both hydrogen fluoride and water enhance the corrosion 
of metals exposed to nitrogen trifluoride and thus both impurities should 
be reduced to the minimum concentration levels which are practically possible 
in nitrogen trifluoride. 

3.1.4 Effect of Contaminants 

The hydrocarbon contaminants in nitrogen trifluoride 
systems can initiate destructive failures in use-systems.    The presence of 
brazing flux can significantly lower reaction thresholds. 

3.1.5 Fracture Mechanics/Toughness 

Inconel 718 and 347 stainless steel were not susceptible 
to stress corrosion cracking in nitrogen trifluoride and C-1018 steel 
exhibited a very slight susceptibility only in the parent condition. 

3.1.6 Gaseous Flow 

Nickel 200 was the most corrosion-resistant metal 
tested at elevated temperatures in flowing gaseous nitrogen trifluoride 
as evidenced by attaining the highest temperature at which no reaction was 
apparent.    The non-metals tested were all suitable in their normal 
temperature use range. 

3.1.7 Adiabatic Compression 

Nickel 200 and 304 stainless steel were found to 
be the superior metals in resistance to chemical attack during adiabatic 
compression, whilö 0FHC copper and 6A1-4V titanium were least resistant. 
Of the non-metals tested. Carbon CJPS rated most resistant to adiabatic 
compression,  while   polytetrafluoroethylene, Kel-F 81 and Kalrez were 
moderately resistant to attack during the adiabatic compression process. 

3.1.8 Mechanical  Impact 

2219 Aluminum is not sensitive to mechanical impact 
in liquid nitrogen trifluoride at the 11 kg-m energy level; 5A1-2.5 Sn 
titanium exhibits sensitivity above the 10 kg-m energy level.    The threshold 
levels for reaction of non-metals in liquid nitrogen trifluoride were: 
greater than 11  kg-m for polytetrafluoroethylene and Kel-F 81, 9.7 kg-m 
for PFA Teflon, 6.9 kg-m for Viton, Class I.    These energy level values 
are no less than those measured for the same materials in liquid oxygen. 
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3.1, Conclusions (cent.) 

In high pressure gaseous nitrogen trifluoride only 
non-metallic materials were tested.    The threshold energy levels were 
found to be:    3.45 kg-m at 7.0 MN/m2 for PFA Teflon, 2.72 kg-m at 7.0 MN/ 
m2 for Kel-F 81, >11  kg-m at 7.0 MN/m2, 9.0 kg-m at 8.72 MN/m2, and 
3.45 kg-m at 17.34 MN/m2 for polytetrafluoroethylene, and >11 kg-m 
at 17.34 MN/m2 for Viton, Class I. 

3.1.9 Liquid Flow-Impact 

The liquid velocity impacting on the heated material 
surfaces had only a minimal effect on the reaction threshold temperatures. 
All the non-metals tested were not attacked at their maximum usage temperature. 
Of the metals tested. Nickel 200 exhibited resistance to attack at the 
highest temperature, none of the metals were attacked below their maximum 
usage temperatures. 

3.1.10 Waste Disposal 

Preheated activated charcoal is a suitable reactant 
for conversion of nitrogen trifluoride to innocuous and environmentally- 
acceptable compounds. 

3.1.11 Water-Hammer Effects 

Of the non-metals tested, Kel-F 81 was superior in 
resistance to attack by liquid nitrogen trifluoride when subjected to the 
"water-hammer" effect.    Polytetrafluoroethylene was almost as resistant 
as the Kel-F 81. 

.. 

3•!•12 Passivation Films 

Passivation films on metals are not rapidly formed by 
nitrogen trifluoride at temperatures from 195 to 344 K, and there is 
evidence of minimal solubility of the fluorides which are present at the 
surface of some metals in liquid nitrogen trifluoride. 

3.1.13 Gaseous Corrosion Rates 

Of the metals tested at 400 K and 1.7 MN/m2 under 
flow conditions only Narloy A exhibited significant attack during 8 hours 
of exposure; 316 ELC stainless steel, Inconel 718, Inconel 625, and 
Aluminum Bronze 623 were not affected by the nitrogen trifluoride. 
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3.0, Conclusions and Recommendations (cont.) 

3.2  RECOMMENDATIONS 

The following recommendations are made for further work. 

3.2.1 Additional testing of candidate metals should be con- 
ducted under flow conditions at moderate temperatures in gaseous nitrogen 
trifluoride. 

3.2.2 Tests should be conducted to establish suitable valve 
components and designs for gaseous nitrogen trifluoride usage. 

3.2.3 Additional tests should be conducted with elastomers at 
temperatures of 344 K and lower in hardware assemblies. 

3.2.4 The search for and evaluation of suitable lubricants 
for nitrogen trifluoride systems should be continued. 

3.2.5 Physical properties of nitrogen trifluoride which 
should be experimentally determined are as follows: viscosity of the 
liquid from 77 to 200 K, densities at 170 to 233.9 K, surface tension at 
77 to 144 K, gaseous P-V-T data, adiabatic compressibility/sonic velocity, 
thermal conductivity of the liquid, heat capacity of the liquid at tempera- 
tures greater than 144 K, isothermal compressibility of the liquid, and 
the dielectric constant of the liquid. 
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APPENDIX A 
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COMPOSITIONS OF CANDIDATE NON-METALS 

ELASTOMERS 

Viton - Hydrocarbon cross-linked vinylIdene fluoride-hexa fluoropropylene 

Silastic LS53 - Fluoroalkyl polysiloxane (fluorosillcone) 

Neoprene - polychloroprene 

Kalrez (Dupont ECD-006) - copolymer consisting of about 60 mole 

percent polytetrafluoroethylene, 40 mole percent 

perfluoro(methylvinyl ether) and 2 mole percent or less of 

perfluoro(phenylvinyl  ether) cross-linked at pendant perfluoro- 

phenyl groups with a hydrocarbon bridge. 

THERMOPLASTICS 

Polytetrafluoroethylene - saturated polymer of tetrafluoroethylene 

Teflon FEP - polyperfluoropropylene 

Teflon PFA - Copolymer of tetrafluoroethylene with perfluoroalkoxy 

side chains. 

Rulon (CaF2 filled) - Calcium fluoride filled polytetrafluoroethylene 

Kel-F 81 - polytrifluoromonochloroethylene 

THERMOSETTING POLYMERS 

Epoxy EA 934 - believed to be a phenolic resin modified epoxy resin 

containing asbestos and aluminum filler. 

Kevlar - aramid polymer in fiber form. 

A-l 
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Polyethylene - saturated polymer of ethylene 

Polypropylene - saturated polymer of propylene 

Tygon - plasticized Polyvinylchloride * 

Mylar - film form of polyethylene terephthalate 

Lucite - polymethyl acrylate 
■. 
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COMPOSITIONS OF CANDIDATE NON-METALS (cont.) 

GRAPHITES 

CDJ~83 - medium density bulk graphite impregnated with phosphate salt. 

CJPS - medium density bulk graphite impregnated with a special oxidation 

resistant treatment. 

LUBRICANTS 

Krytox - polyfluoroalkyl ester 

3L-38RP - vacuum stripped version of polyfluoroalkylester containing 

low molecular weight, sub-micron size particles of polytetra- 

fluoroethylene. 

MS-122 - a low molecular weight, sub-micron particle size form of 

polytetraf1uoroethylene 

FS 3451 - a grease consisting of low molecular weight fluoroalkyl 

polysiloxane thickened with low molecular weight, sub-micron 

size particles of polytetrafluoroethyl ene 
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NOMINAL COMPOSITIONS OF CANDIDATE METALS 

STAINLESS STEELS - Fe BASE 

Type     C, Max     Mn Max P Max S Max Si Max Cr Ni Others 

301 0.15 2.00 0.045 0.030 1.00 16.00 to 
18.00 

6.00 to 
8.00 

303 0.15 2.00 0.20 0.030 1.00 17.00 to 
19.00 

8.00 to 
10.00 

304 0.08 2.00 0.045 0.030 1.00 18.00 to 
20.00 

8.00 
12.00 

304L 0.03 2.00 0.045 0.030 1.00 18.00 to 
20.00 

8.00 
12.00 

316L 0.03 2.00 0.045 0.030 1.00 16.00 to 
18.00 

10.00 to 
14.00 

2.00-3.00 Mo 

321 0.08 2.00 0.045 0.030 1.00 17.00 to 
19.00 

9.00 to 
12.00 

5XC min T1 

347 0.08 2.00 0.045 0.030 1.00 17.00 to 
19.00 

9.00 
13.00 

10XC min Cb + Ta 

17-4 PH 0.07 1.00 0.04 0.03 1.00 15.50 to 
17.50 

3.00 to 
5.00 

Cu 3.00 to 5.00 
Cb + Ta 0.16-0.45 

A286 0.08 1.00 to 
2.00 

0.40 to 
1.00 

13.50 to 
16.00 

24.00 
27. U0 

Mo 1.00 to 1.75 
Ti  1.90 to 2.30 
V    0.10 to 0.60 
Al  0.35 Max 
B    0.O03-0.010 

Nitronic 
40 

0.08 8.00 to 
10.00 

0.060 0.030 1.00 19.26 to 
21.50 

5.50 
7.50 

N    0.15-0.40 

Carpenter 
455 

0.03 0.50 0.015 0.015 0.50 11.00 to 
12.50 

7.50 
9.50 

Cb + Ta 0.60 Max 
Ti  0.90 to 1.40 
Ca 1.50 to 2.50 
Mo 0.50 Max 

INCONELS 

626 0.10 0.50 0.015 0.015 0.50 20.00 to 
23.00 

Base 8.00-10.00 Mo 
Cb + Ta 3.15-4.15 
Al  0.40 Max 
Ti  0.40 Max 
Co 1.00 Max 
Fe 5.0 Max 

718 STA 0.08 0.35 0.015 0.015 0.36 17.00 »o 
21.00 

+Co 
50.00- 
55.00 

Fe Base 
Cb + Ta 4.75-6.50 
Mo 2.80-3.30 
Ti 0,65-1.15 
Al  0.20-0.80 
Co 1.00 Max 
B    0.006 Max 
Cu 0.30 Max 

MARAGING STEELS 

200 0.03 0.10 0.01 0.01 0.10 18.50 Al  0.10 
B    0.003 
Co 8.50 
Mo 3.26 
Ti  0.20 
Zr 0.02 

250 0.02 0.10 0.010 0.010 0.10 18.00 to 
19.00 

Co 7.00-8.6U 
Mo 4.60-5.00 
Ti  0.30-0.60 
Al   0.05-0.16 
8    0.006 Max 
Zr 0.02 Max 

LOW CARBON STEELS 

1010 0.08 to 
0.13 

0.3 to 
0.6 

0.040 0.050 - -- - Remainder Fe 

1018 0.15 to 
0.20 

0.6 to 
0.9 

0.040 0.050 Remainder Fe 

1020 0.18 to 
0.23 

0.30 to 
0.60 

0.040 0.050 - - -- Remainder Fe 
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NOMINAL COMPOSITIONS OF CANDIOATI METALS (cont.) 

NICKEL 

Type C. Max Mn Max 

0.35 

P Max 
<3 

S Max 

0.01 

Si Max 

0.35 

Cr Ni Others 

200 0.15 - 99.0 Hin Cu 
Fe 

0.25 Max 
0.40 Max 

270 0.02 0.001 0.001 0.001 99.97 Min Cu 
Fe 
Co 
Co 
ita 
Ti 

0.001 Max 
0.005 Max 
0.001 Max 
0.001 Max 
0.001 Max 
0.001  Max 

MONEL 

400 0.30 2.00 0.024 0.50 +Co 
63.00- 
70.00 

Fe 
Cu 

2.50 Max 
6a 1 

COPPER ALLOYS 

OFHC 
CA 101 

Be-Cu 
CA172 

-- -- 0.0003 — Te  .0010 
Cu 99.99 

Be 1.8-2.0 
Cu + Ag 99.5 
Fe+Ni+Co 0.60 Max 

Al  BRONZE 

CA 623 0.25 Cu 
Fe 
Sn 
Al 

99.5 
2.0-4.0 
0.20 Max 
8.00-10.00 

ALUMINUM ALLOYS 

Type Si Max Fe Max Cu Max Hn Hg Cr Zn Max Others 

1100 1.0 Si+Fe 0.20 0.05 -. -- 0.10 

2014 0.5- 
1.2 

1.0 3.9 to 
5.0 

0.40 to 
1.2 

0.20 to 
0.8 

D.10 0.25 

2219 0.20 0.30 5.8 to 
6.8 

0.20 to 
0.40 

0.02 -- 0.10 

6061 0.40 to 
0.8 

0.7 0.15 to 
0.40 

0.15 0.8 to 
1.2 

0.04 to 
0.35 

0.25 

TITANIUM ALLOYS 

Type Al 

5.50 to 
6.75 

C Max 

0.10 

H Max 

0.0125 

Fe Max 

0.30 

N Max 

0.05 

0 Max 

0.20 

V Max 

4.50 

Others 

6A1-4V 

5A1-2.5 Sn 
ELI 

4.7 to 
5.6 

0.08 0.0175 0.15 0.05 0.12 Sn 2.00-3.00 

TUNGSTEN 

W, Min Thoria Other % 
Max 

EW Th-1 98.5 0.8- 
1.2 

0.5 

EW TH-2 97.5 1.7- 
2.2 

0.5 
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